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anomalous enthalpy relaxation in 
vitreous silica
Yuanzheng Yue 1,2*

1 State Key Laboratory of Silicate Materials for Architectures, Wuhan University of Technology, Wuhan, China, 2 Department 
of Chemistry and Bioscience, Aalborg University, Aalborg, Denmark

It is a challenge to calorimetrically determine the glass transition temperature (Tg) of 
vitreous silica. Here, we demonstrate that this challenge mainly arises from the extremely 
high sensitivity of the Tg to the hydroxyl content, but also from decrease of the Tg with 
repeating the calorimetric scans. It is known that the liquid fragility (i.e., the speed of 
the viscous slow-down of a supercooled liquid at its Tg during cooling) has impact on 
enthalpy relaxation in glass. Here, we find that vitreous silica (as a strong system) exhibits 
striking anomalies in both glass transition and enthalpy relaxation compared to fragile 
oxide systems. The anomalous enthalpy relaxation of vitreous silica is discovered by 
performing the hyperquenching-annealing-calorimetry experiments. We argue that the 
strong systems like vitreous silica and vitreous Germania relax in a structurally coop-
erative manner, whereas the fragile ones do in a structurally independent fashion. We 
discuss the origin of the anomalous enthalpy relaxation in the HQ vitreous silica.

Keywords: vitreous silica, glass transition temperature, enthalpy relaxation, hyperquenching, annealing

introduction

Vitreous silica is of special importance for advanced technology, e.g., for communication and semi-
conductor technologies, due to its excellent mechanical, thermal, and optical properties simultane-
ously connected with excellent chemical resistance (Bateson, 1958; Thomas, 1958; Brückner, 1971; 
Doremus, 2002; Mei et al., 2007; Lascaris et al., 2014). Despite its simple chemical identity, vitreous 
silica is one of the most interesting and complicated glass formers regarding its structure, dynamics, 
and properties. In a review paper (Brückner, 1971), Brückner has described physical anomalies of 
vitreous silica with regard to the volume relaxation, thermal expansion, specific heat capacity, and 
transport phenomena. The diffusion and viscous flow in silica have been discussed by Doremus 
(2002). Anomalous behaviors of liquid silica have also been found, e.g., the fragile-to-strong liquid 
transition and the polyamorphism in the energy landscape (Saika-Voivod et al., 2001), liquid–liquid 
critical point (Lascaris et al., 2014). Recently, the role of the structural disorder in the thermodynam-
ics and atomic dynamics of glasses has been revealed by comparing the atomic vibrational dynamics 
of compressed vitreous silica with that of various kinds of corresponding crystals (Chumakov et al., 
2014). Despite progress in understanding anomalous physical behaviors of vitreous silica, some cru-
cial questions still remain open. For instance, what is the calorimetric glass transition temperature 
(Tg) of a perfectly pure vitreous silica? Why does the Tg of vitreous silica vary with the number of 
calorimetric scans in contrast to that of other glass formers? How can one get the true Tg of pure 
vitreous silica? How does the enthalpy of hyperquenched (HQ) vitreous silica evolve during sub-Tg 
annealing? In this paper we attempt to answer these questions, at least to some extent.

Calorimetric studies of enthalpy relaxation in HQ glasses (e.g., those cooled at >104 K/s) is help-
ful for understanding the nature of glass and glass transition (Huang and Gupta, 1992; Yue, 2002;  
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Yue et  al., 2002a,b; Angell et  al., 2003; Yue and Angell, 2004; 
Monaco et al., 2006; Hornbøll and Yue, 2008a; Hu et al., 2011). Such 
studies have provided insights into the energetic and structural 
heterogeneities in supercooled liquids and their glass states (Yue 
et al., 2002a; Zhang et al., 2013a,b; Zhou et al., 2015), which would 
be difficult to be attained by other means. The principle of the 
experimental approach of these studies is to trap the high potential 
energy state of a liquid by hyperquenching, and subsequently dis-
charge the excessive energy by annealing at a certain temperature 
(Ta) below Tg for a certain period of time (ta), and then upscanning 
the annealed HQG in a differential scanning calorimeter (DSC). 
Liquid structure can be frozen-in by hyperquenching and thereby 
a higher fictive temperature (Tf) compared to Tg will be generated 
in glass state (Yue et  al., 2002b; Kiczenski and Stebbins, 2006; 
Mauro et al., 2009a). With proceeding of the relaxation process, the 
Tf gradually decreases with increasing Ta and ta. By annealing, we 
observe a gradual shift of enthalpy release peak of the calorimetric 
upscan curve toward higher temperatures, implying that there is 
a distribution of configurational states of the liquid at Tf. This also 
indicates that the liquid at T = Tf is energetically and structurally 
heterogeneous (Yue and Angell, 2004). The direct comparative 
studies about the enthalpy relaxation and the evolution of the 
vibrational density of states in HQ glasses during annealing has 
enhanced the understanding of the atomic vibrational dynamics in 
glass from different angles (Angell et al., 2003; Monaco et al., 2006).

According to previous reports (Hornbøll and Yue, 2008b; 
Mauro and Loucks, 2008), the liquid fragility has an impact on 
the enthalpy relaxation in glass. Numerous experimental and 
modeling studies have been done on the enthalpy relaxation of 
HQ fragile oxide systems (Huang and Gupta, 1992; Yue, 2002, 
2004; Yue et al., 2002a,b; Angell et al., 2003; Guo et al., 2012; 
Zhang et al., 2013a,b,c), but to our best knowledge, almost no 
investigations have been conducted on the HQ prototypical 
strong glass former  –  HQ vitreous silica. It is expected that 
the enthalpy relaxation in HQ vitreous silica differs from HQ 
fragile glass formers owing to their structural differences in 
terms of both short-range and medium-range order. The former 
one has well-developed structure units with a higher degree 
of short-range order, covalence-dominant bonds, and higher 
network connectivity, whereas the former ones possess less 
well-developed structure units with a lower degree of short-
range order, more ionic bonds, and lower network connectivity. 
It should be noted that the liquid fragility mentioned here 
refers to the dynamic nature of a glass forming liquid, i.e., the 
viscous slow-down speed of a supercooled liquid at Tg upon 
cooling, and is physically different from the mechanical fragil-
ity of a glass. Concerning the relaxation behavior of the strong 
system – vitreous silica, some experimental results have been 
reported, which deal with, e.g., surface relaxation (Agarwal 
and Tomozawa, 1997; Koike and Tomozawa, 2006), structural 
anisotropy relaxation, and volume relaxation (Murach and 
Brückner, 1997), but no results deal with the enthalpy relaxation 
of the HQ vitreous silica. In this work, we focus on the enthalpy 
response of the HQ vitreous silica (HQSiO2) to sub-Tg anneal-
ing, and compare it with that of the HQ fragile oxide systems 
such as HQ basaltic glass (HQBas) (Yue and Angell, 2004) and 
calcium metaphosphate glass (HQCmP) (Yue, 2002), and also 

with that of the HQ strong vitreous GeO2 (HQGeO2) (Hornbøll 
and Yue, 2008b).

In this paper, we provide the experimental evidence for 
the striking differences in enthalpy relaxation between strong 
and fragile glass systems by performing hyperquenching-
annealing-calorimetry experiments on two strong systems and 
two fragile systems. We explore the anomalous enthalpy relaxa-
tion behavior of HQSiO2 and discuss its origin in terms of the 
potential energy landscape. To identify the universal feature of 
the enthalpy relaxation of strong glass formers, we compare the 
relaxation of HQSiO2 with that of HQGeO2 (Hornbøll and Yue, 
2008b; Hu and Yue, 2008). Besides its fundamental importance, 
the investigation of the enthalpy relaxation in HQ strong glass 
formers is also of technological significance, since the annealing 
process has strong impact on the physical performances of those 
glasses. Such studies could give insight into the physical origin 
of liquid fragility.

experimental

samples
The bulk vitreous silica used for the Tg study was obtained from 
Heraeus Holding GmbH. The sample was produced by using 
electric fusion process, which enabled the hydroxyl content to be 
<1 ppm. The thus-prepared vitreous silica contains total metal-
lic impurities below ~20 ppm. The impurities consist primarily 
of Al2O3 with much smaller amounts of alkali oxide, Fe2O3, 
TiO2, MgO, and ZrO2. These impurities play a role primarily as 
network modifiers that depolymerize the structural network of 
glass. The vitreous silica used for the viscosity measurements of 
Urbain et al. (1982) contains <10 ppm hydroxyl and <60 ppm 
metallic impurities.

The HQ vitreous silica (HQSiO2) samples used for the relaxa-
tion study were obtained from Technical University of Berlin, 
which were the continuous fibers with an average diameter 
of 8.5  μm and a hydroxyl content of 1021  ppm (Murach and 
Brückner, 1997). The fibers were drawn from a cylindrical pre-
form of vitreous silica (diameter: 8 mm) at 2703 K (Murach and 
Brückner, 1997). The vitreous silica preform was fabricated by 
Heraeus Holding GmbH by means of a synthetic process. The 
thus-derived vitreous silica contains a much lower amount of 
metallic impurities (<1  ppm), compared to the vitreous silica 
obtained by a fusion process.

Both HQ GeO2 glass (HQGeO2) and HQ CaP2O6 glass (i.e., 
HQ calcium metaphosphate – HQCmP) were produced as con-
tinuous fibers using the crucible technique (Yue, 2002; Hornbøll 
and Yue, 2008b). The HQ basalt (HQBas) was produced as 
wool fibers by using the centrifugal force cascade process (Yue 
et al., 2002a) and provided by Rockwool International A/S. The 
chemical composition (mol%) of HQBas is 47.5 SiO2, 9.1 Al2O3, 
6.6 FeO, 15.9 CaO, 16.9 MgO, 2.0 Na2O, 0.7 K2O. The cooling 
rates of all the fiber samples were estimated using our previously 
established method (Yue et al., 2004). The characteristic param-
eters (such as Tg, average fiber diameter, approximate cooling 
rate) and preparation methods of the four kinds of fiber samples 
(HQSiO2, HQGeO2, HQBas, and HQCmP) are listed in Table 1. 
Note that HQGeO2, HQBas, and HQCmP contains hydroxyl 
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FigUre 2 | shift of the onset temperature of glass transition with 
repeating the Dsc up- and downscan at 20 K/min. The upscan curves 
1–11 for the bulk vitreous silica with 1 ppm hydroxyl are shown and the 
downscan curves are not shown. Inset: the Tg drop trend with increasing the 
number of DSC scans. The dashed line is guide for eyes.
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group (<300 ppm). The Tg values of fragile glass systems also 
drops with increasing hydroxyl content (Deubener et al., 2003), 
but in the range of low hydroxyl content they are much less 
sensitive to hydroxyl than those of vitreous silica.

Differential scanning calorimetry
The isobaric heat capacities (Cp) of both bulk and HQ fiber 
vitreous silica samples were measured by the present author by 
using the differential scanning calorimetry (DSC) (Netzsch STA 
449C Jupiter). To determine the Cp curves of the samples, both 
the baseline (blank) and the reference sample (sapphire) were 
measured. The samples for the enthalpy relaxation studies were 
upscanned in the DSC in argon from 333  K to a temperature 
above Tg at 20 K/min and subsequently downscanned to room 
temperature (298 K) at the same rate. Using the same procedure, 
they were then scanned in DSC for the second time. The Tg values 
were determined as the onset temperatures of glass transition 
from the Cp curve of the second DSC upscan. Tg is assigned as 
the temperature at the cross point between the extrapolated line 
of the glass Cp and the line of the rapidly rising Cp. The thus-
obtained Tg values are in a good agreement with that determined 
by the enthalpy-matching method (Moynihan et al., 1976; Yue 
et al., 2002a; Yue, 2008). The Cp curves of HQGeO2, HQBas, and 
HQCmP were adopted from the literature (Yue, 2002; Yue et al., 
2002a; Hornbøll and Yue, 2008b, respectively), which were used 
for studying the differences in enthalpy relaxation between the 
fragile and the strong glass systems (particularly vitreous silica). 
The Tg values of GeO2, basalt, and CaP2O6 glasses were measured 
using DSC on bulk samples at 10 K/min equal to the first down-
scan rate. The Tg of vitreous silica was measured at 20  K/min 
equal to the first downscan rate (see Figures 1 and 2). The fictive 
temperatures (Tf) were determined using the method proposed 
by Yue et al. (2002), and are listed in Table 1. The Tf/Tg ratios are 
also given in Table 1.

Here, it is important to stress that the Tg values of vitreous 
silica shown in this paper refer to the onset temperatures of the 
calorimetric glass transition, but are not the true Tg (instead, 
apparent Tg), since the samples contain hydroxyl (Figure 1) and 
were subjected to repeated DSC scans (Figure 2).

Viscosity and liquid Fragility
The viscosity data of silica (with <10  ppm hydroxyl and a Tg 
value of 1406 K) were adopted from the literature (Urbain et al., 

TaBle 1 | characteristic parameters and preparation methods of the hQ 
glass fibers.

Fiber Tg (K) Tf (K) Tf/Tg m Diameter 
(μm)

cooling  
rate (K/s)

Fiberizing 
method

HQSiO2 1336 2247 1.60 20 ~8.5 ~105.5 Preform
HQGeO2 830 1271 1.53 18 ~30 ~105 Crucible
HQBas 941 1155 1.23 44 ~4.0 ~106 Cascade
HQCmP 803 846 1.05 69 ~110 ~104 Crucible

The Tg values (error range: ±1 K) were determined from the second DSC upscan 
curves on the fiber samples relaxed during the first DSC scans. The Tf values (error 
range: ±5 K) were determined from the as-HQ sample using the method proposed 
elsewhere (Yue et al., 2002a). The fragility indices (m) were determined from the 
viscosity curves shown in Figure 3.

FigUre 1 | isobaric heat capacity (Cp) measured during the second 
Dsc upscan as a function of temperature (T) for both the bulk 
vitreous silica with ~1 ppm hydroxyl (red line) and the vitreous silica 
fibers (hQsiO2) with 1021 ppm hydroxyl (blue line). The DSC upscan 
rate is equal to the prior downscan rate of 20 K/min.

1982). The viscosity (η)– temperature (T) relations for both GeO2 
and CaP2O6 were determined in our previous studies (Yue, 2002; 
Hornbøll and Yue, 2008b). The η–T relation of the basalt system 
was measured in the present work. The viscosity data in the range 
of high T were acquired using a concentric cylinder viscometer 
consisting of a measuring head (Physical Rheolab MC1 Paar 
Physica) and a high temperature furnace (HT7 Scandia Ovnen), 
while those at low T (near glass transition) were measured using a 
micro-penetration viscometer with a vertical dilatometer (Model 
VIS 405, Bähr-Termoanalyse). The details of both methods can 
be found elsewhere (Solvang et al., 2004). The viscosity data were 
fitted to the viscosity model [Eq. (1)] proposed by Mauro et al., 
(2009b) to determine the liquid fragility index (m) of SiO2, GeO2, 
basalt, and CaP2O6 as shown in Table 1.
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sub-Tg annealing
The annealing experiments were performed on the HQ samples 
in an electric furnace at various temperatures below Tg under 
atmospheric atmosphere. The samples were directly put into the 
furnace at the given annealing temperature Ta. This means that 
the samples underwent a rapid heating to Ta. Upon annealing for 
time ta, the samples were directly taken out from the furnace at 
Ta, giving a cooling rate of about 100 K/s. Thus, the additional 
annealing time for the temperature range of T  <  Ta can be 
neglected compared to the isothermal annealing time.

glass Transition Temperature of Vitreous 
silica

It is challenging to determine the glass transition temperature 
(Tg) of vitreous silica (Nascimento and Zanotto, 2007). In the 
present paper, we show the two major factors that cause dif-
ficulty in getting the real Tg value of vitreous silica. First, the 
incorporation of hydroxyl groups into the glass network is dif-
ficult to be avoided during production of vitreous silica and it 
is almost impossible to produce “absolutely dry” vitreous silica. 
Even 1 ppm hydroxyl could drastically reduce the Tg of vitreous 
silica. The Tg of 1438 K of the bulk vitreous silica with 1 ppm 
OH (Figure  1) is lower than that of the vitreous silica with 
<1 ppm hydroxyl) reported in the literature, i.e., 1480 K) (Richet 
et al., 1982). To the best of our knowledge, the so-far reported 
calorimetric Tg values of vitreous silica are lower than 1480 K. 
This implies that the vitreous silica with Tg = 1480 K is close to 
the “perfectly dry” state. Second, the calorimetric standard Tg is 
determined as the onset temperature of the glass transition peak 
of the Cp curve obtained from the second DSC upscan at a rate 
equal to that of the prior downscan rate (Yue, 2008). The thus-
obtained Tg agrees with the Tg determined using the enthalpy-
matching method from the second upscan Cp curve (Moynihan 
et al., 1976; Yue et al., 2002a). However, different from silicate 
glasses, vitreous silica is rather sensitive to the repeated dynamic 
heating–cooling cycles in terms of glass structure. During the 
first DSC up- and downscans, vitreous silica has already gone 
structure changes due to structural relaxation, and leads to a 
decrease of Tg (Figure  2). For example, the Tg of the sample 
subjected to one heating–cooling circle in DSC is lower than 
that of the as-produced sample.

Figure  1 shows the calorimetric glass transition of vitreous 
silica, which is characteristic of a much smaller jump in isobaric 
heat capacity Cp (ΔCp = 0.07 Jg−1K−1) from glass to liquid state 
compared to that of normal oxide glass systems. The small Cp jump 
indicates that vitreous silica is thermodynamically strong (Angell, 
1995). It has been reported that Tg of vitreous silica is 1480  K 
(Richet et al., 1982). The striking phenomenon for vitreous silica 
is that Tg is extremely sensitive to hydroxyl content (Figure 1). The 
HQSiO2 studied in this work contains 1021 ppm hydroxyl and, 
hence, has a significantly lower Tg (1336 K) than that (1434 K) 
of the vitreous silica with 1 ppm hydroxyl. Increasing hydroxyl 
content from 1 to 1021 ppm leads to a drastic increase of non-
bridging oxygen fraction, which depolymerizes the structural 
network of glass, and consequently lowers Tg and viscosity (η). 

In  addition, with increasing hydroxyl content, the logη ~1/T 
relation of molten silica becomes slightly non-Arrhenian, i.e., the 
liquid fragility becomes higher than those of SiO2 with 1 ppm. 
Based on the Adam–Gibbs relation (Adam and Gibbs, 1965; 
Mauro et  al., 2009b), the increase in non-Arrhenian degree of 
relaxation is due to the fact that the configurational entropy (Sc) 
becomes more dependent on temperature. This means that the 
incorporation of hydroxyl into the structural network leads to an 
increase of Sc at a given T. In this work, the HQSiO2 glass with 
1021 ppm hydroxyl can still be considered to be a strong system, 
since its viscosity–temperature relation is close to the Arrhenian 
one (Murach and Brückner, 1997).

To further check whether the Tg decrease of vitreous silica 
with hydroxyl content is indeed caused by the role of hydroxyl 
in depolymerizing the structural network, we compare the 
metallic impurity level between the fiber and bulk samples since 
the impurities depolymerize the structural network as well. As 
stated in the experimental section, the bulk sample with 1 ppm 
hydroxyl contains ~ <20  ppm metallic impurity, whereas the 
fiber sample with 1021  ppm has <1  ppm impurity. The fiber 
sample with lower impurity would have a higher Tg than the 
bulk sample with higher impurity, if the hydroxyl level were the 
same. Figure 1 shows that the fiber sample has a lower Tg than 
the bulk sample. This clearly indicates that the hydroxyl content 
is the governing factor causing the Tg drop displayed in Figure 1.

Figure 2 demonstrates how sensitive the Tg of silica is to the 
repeated heating protocol, i.e., to the repeated DSC scans (from 
scan 1 to 11) at the same up- and downscan rate (20 K/min). We 
observe a considerable drop in Tg with repeating the DSC scans. 
From the Cp curves, it is identified that all the 11 upscan Cp curves 
overlap with each other below Tg, indicating that the vibrational 
entropy does not vary with the repeating the DSC scan. This 
implies that the configurational entropy change in the sample 
from scan 1 to 11 is mainly responsible for the shift of the glass 
transition peak to lower temperature with repeating DSC scans. 
In other words, the onset temperature of the jump from vibra-
tional to configurational heat capacity is lowered by repeating the 
DSC scans. The inset of Figure 2 shows a non-linear Tg decrease 
with repeating the DSC scan. It is seen that Tg decreases sharply 
from DSC scan 1 to 2, and afterwards gently falls to a constant 
value with increasing the DSC scan number. This implies that the 
structure of vitreous silica may relax to an equilibrium state upon 
repeated heating–cooling cycles.

Vitreous silica exhibits numerous anomalies, e.g., anoma-
lous thermal expansion, volume relaxation (Brückner, 1971), 
and liquid–liquid transition (Lascaris et  al., 2014). Now we 
also see the anomalous enthalpy relaxation caused by repeat-
ing the heating–cooling circle. Upon the repeated DSC scans, 
the atomic bonding between structural units (SiO4 tetrahedra) 
becomes looser. The topological origin of the Tg shift is that 
the topological constraints are weakened by the repeated 
heating–cooling cycles, and thereby the onset temperature 
for the constraints to become rigid upon cooling is lowered 
(Smedskjaer et al., 2010). However, a quantitative description 
about the topological and structural origin of the Tg shift is 
missing. To do so, a detailed structural analysis needs to be 
done in the future work.
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FigUre 3 | Fragility plots (viscosity η versus the Tg-scaled 
temperature T) of the four systems. Symbols represent the measured 
viscosity data of GeO2 (Hornbøll and Yue, 2008b), SiO2 (Urbain et al., 1982), 
basalt (this work), and CaP2O6 (Yue, 2002). Solid lines show the fits of the 
measured data to the Eq. (1). The Tg values of GeO2, basalt, and CaP2O6 are 
given in Table 1, and the Tg value of silica (Urbain et al., 1982) is 1406 K. The 
fragility index m was found to be 18, 20, 44, and 69 for GeO2, SiO2, Basalt, 
and CaP2O6, respectively.
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It should be mentioned that there is a tendency for cristobalite 
to form on the surface of vitreous silica upon DSC upscanning to 
1623 K (Jensen et al., 2009). But this type of surface crystallization 
should not be the reason for the Tg decrease of silica with increas-
ing the number of upscan. If this were the case, the Cp curve in 
the temperature range below Tg would decline with repeating 
the DSC scan. Thus, the internal structure change of vitreous 
silica, instead of the surface crystallization, must be responsible 
for the Tg shift to lower temperature. The Tg shift phenomenon 
of vitreous silica is strongly in contrast to the behavior of other 
glass formers such as low Tg silicate glasses. For instance, the glass 
transition peak of low Tg silicate glasses remains unchanged and 
reproducible with repeating the DSC scan. This means that the 
structure of vitreous silica is much more sensitive to the repeated 
heating–cooling cycles compared to normal glass formers.

Now we know that the difficulty in determining the true Tg of 
vitreous silica lies in the fact that the Tg is extremely sensitive to 
both the hydroxyl content and the number of the heating–cooling 
cycles. This remind us that when we adopt the Tg value of vitreous 
silica from the literature, we should always be aware of the two 
factors, i.e., the hydroxyl content of the sample and the number 
of the DSC scans for determining Tg. Otherwise, the Tg value 
would be of high uncertainty for vitreous silica. However, despite 
the experimental difficulty, we expect that it is still possible to 
obtain the real Tg of vitreous silica. To do so, it is necessary to do 
the following experiments in the future work. First, we need to 
prepare a series of vitreous silica samples covering a large range 
of hydroxyl contents, measure their Tg values, and then find the 
relation between Tg and hydroxyl content. Based on this relation, 
we can extrapolate the Tg trend to the Tg value at 0 hydroxyl con-
tent. Second, we need to find the quantitative dependence of the 
Tg of vitreous silica on the number of the repeated DSC upscan, 
and then extrapolate it to the 0 scan. The thus-derived Tg can be 
regarded as the true glass transition temperature of vitreous silica. 
Implementing the above-mentioned procedures, we expect that 
the Tg value would approach the true Tg value of dry vitreous silica. 
An alternative way for determining the standard Tg of vitreous 
silica is to measure the temperature dependence of viscosity in a 
large range of temperatures, and thereby to find the temperature 
corresponding to the viscosity of 1012 Pa s (Yue, 2008). However, 
it is not straightforward to measure the accurate viscosity data of 
silica, since rather high temperatures are needed, where chemical 
disassociation could occur. The viscosity measurements should 
be conducted within a short period of time.

enthalpy relaxation

Figure 3 illustrates the fragility diagram (Angell, 1995) of the four 
glass-forming systems. The measured viscosity data were fitted to 
the following equation that describes the Tg-scaled temperature 
dependence of viscosity (Mauro et al., 2009b):
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where η∞ is the high temperature limit of viscosity and m is the 
fragility index (Angell, 1995). The viscosity at Tg is equal to 1012 Pa 
s for inorganic glass formers (Yue, 2008, 2009). The m values are 
listed in Table 1. The solid lines are the fit of the measured data 
to Eq. (1). It is seen that the fragility index m has the following 
sequence: GeO2 < SiO2 < Basalt < Ca(PO3)2. Here, the question 
is how the relaxation behavior in HQ glasses relates to their liquid 
fragility. This will be answered below.

Figures 4A,B show the Tg normalized temperature dependences 
of the isobaric heat capacities (Cp) for the HQBas and HQSiO2, 
respectively, for both the first and the second DSC upscans, i.e., 
Cp1 and Cp2 curves. The deviation of Cp1 from Cp2, i.e., the broad 
exothermic peak, indicates that the energy is released from the 
HQ samples upon dynamic heating (Yue et al., 2002b). The energy 
release from the samples is an enthalpy recovery process, i.e., a 
recovery from the enthalpy of HQ glass to that of standard glass. 
Standard glass refers to the glass subjected to cooling at 20 K/min, 
and to subsequent reheating at 20 K/min. The area embraced by 
Cp1 and Cp2 is the recovered enthalpy, which is equal to the energy 
trapped in glass by hyperquenching. The enthalpy relaxation of 
both HQBas and HQSiO2 is clearly seen in Figures 4A,D. To ana-
lyze the details of the relaxation process, the excess heat capacity, 
Cp,exc = Cp2 − Cp1, is plotted against the Tg normalized temperature, 
T/Tg, as shown in Figures 4C,D. The total excess energy could be 
estimated by integrating the excess heat capacity Cp,exc over the 
entire temperature range of the DSC scan.

Comparing HQBas with HQSiO2 in Figures  4C,D, we 
detect two striking differences in the enthalpy relaxation. First, 
the HQBas exhibits a broader and less symmetrical Cp,exc peak 
compared to HQSiO2. This suggests that the distribution of the 
excitation kinetic energy for HQBas, which induces release of 
the trapped potential energy, is broader and more complex than 
for HQSiO2. The difference in the Cp,exc peak between the two 
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systems implies that strong glass systems have less the configu-
rational microstates than fragile ones. The structural origin of 
the difference could be described as follows. The structure of 
the HQB contains various chemical bonding types such as Si–O, 
Al–O, Na (K)–O, Ca (Mg, Fe)–O, whereas that of the HQSiO2 
mainly consists of only Si-O bonds but with different potentials. 
The width of the Cp,exc peak of the HQ glasses could be associated 
with the distribution of the chemical bond angle, length, and 
strength of glass. This distribution determines the overall struc-
tural arrangement, and hence the distribution of potential energy 
in glass. As shown in Figure 4D, the relatively symmetrical Cp,exc 
peak of HQSiO2 indicates that one type of chemical bond, i.e., 
the Si–O bonds are involved, but there exists a distribution of 
the bond angles and bond lengths, and hence a distribution of 
potential energy, and the latter is narrower than that of multi-
component oxide glasses. The distribution of potential energy 
in a glass becomes broader with increasing its Tf by raising the 
cooling rate. A higher Tf glass is subjected to a higher degree 
of the network distortion. As long as the upscan or annealing 
time is shorter than the relaxation time, the distorted state of 
network would remain. When the former is close to or longer 
than the latter, the distorted network would recover, resulting in 
an energy release.

Second, the Cp,exc(T) peak of the HQBas consists of a “shoul-
der” and a primary peak (Figure 4C), whereas that of the HQSiO2 
consists of only one primary peak (Figure 4D). The relaxation 
peak of HQBas is deconvoluted into two Gaussian ones in low 
and high temperature regions, respectively (dashed lines in 

A

B

C

D

FigUre 4 | Left panel: Comparison in the isobaric heat capacity (Cp) as a 
function of the Tg-normalized temperature (T/Tg) between (a) HQBas 
(hyperquenched basaltic glass) (Yue et al., 2002a) and (B) HQSiO2 (this work). 
The Tg values are given in Table 1. Cp1 is the heat capacity of the HQ samples 
measured during the first DSC upscan at 20 K/min. Cp2 is the heat capacity of 
the samples relaxed during the first downscan at 20 K/min and measured 

during the second upscan at 20 K/min. Right panel: Comparison in the 
excess heat capacity Cp,exc (= Cp2 − Cp1) as a function of T/Tg between  
(c) HQBas and (D) HQSiO2. Solid lines represent the measured Cp,exc curves, 
while the dashed lines represent the Gaussian fits. The Cp,exc peak of HQBas is 
the sum of two Gaussian peaks, whereas that of HQSiO2 is described by one 
Gaussian peak.

Figure 4C). The existence of the “shoulder” suggests that there 
are two distributions of relaxation time that overlap to some 
extent in the temperature range below Tg. The smaller Gaussian 
distribution at low temperatures could be associated with relaxa-
tion of the bonds between oxygen and modifiers with lower field 
strength, and also with a higher distortion degree of the oxygen-
modifier bonds with higher potential energy. By contrast, the 
larger primary peak at high temperatures is correlated with 
relaxation of the bonds between network former and oxygen (i.e., 
Si-O and Al-O bonds). However, the Cp,exc(T) peak of HQSiO2 
can be described by one Gaussian distribution. This implies that 
the single relaxation peak of HQSiO2 is associated with only one 
distribution of relaxation time. This Gaussian distribution could 
be attributed to the distribution of the Si-O-Si bond angles, lead-
ing to a distribution of potential energy. The higher the cooling 
rate is, the higher is the frozen-in degree of the disorder of the 
SiO4 network, the broader is the distribution of the bond angles, 
and the larger is the Cp,exc(T) peak.

It has been reported that the potential energy landscape of 
a strong system may consists of a single metabasin, whereas 
that of a fragile system displays a proliferation of two well-
separated metabasins (Debenedetti and Stillinger, 2001). From 
the kinetic fragility diagram (Figure  3) and Table  1, we know 
that the basaltic system is more fragile than SiO2. Accordingly, 
the two different distributions of relaxation time of the HQBas 
could relate to a diversity of deep landscape traps and of the 
pathways of configurational space that connect them, while the 
single distribution of relaxation time of the HQSiO2 could be 
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FigUre 5 | effect of the annealing temperature Ta on the Cp,exc as a function of T/Tg for a given annealing duration ta. The Tg values are given in Table 1. 
Left panel (fragile systems): (a) HQBas (Yue et al., 2002a); (B) HQCmP (Yue, 2002). Right panel (strong systems): (c) HQSiO2 containing 1021 ppm hydroxyl (this 
work); (D) HQGeO2 (Hornbøll and Yue, 2008b). The dashed lines represent the Cp,exc peak (as reference) obtained on the samples cooled at 20 K/min.
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linked to a much less diversity of those in the single metabasin 
of a strong system (Debenedetti and Stillinger, 2001). The silica 
liquid exhibits almost constant activation energy of 540 kJ/mol 
(calculated from Figure  4). This constancy indicates that the 
underlying mechanism, e.g., breaking and reformation of Si–O 
bonds, applies throughout the entire landscape. During the 
sub-Tg annealing, those bonds influence with each other when 
they break and reform. This is attributed to the high network 
connectivity of vitreous silica. By contrast, a fragile glass former 
like basalt exhibits a non-Arrhenius flow behavior, and hence a 
heterogeneous landscape. This could be the reason for the occur-
rence of the asymmetrical enthalpy relaxation peak in the basaltic 
glass (Figure 4D).

Figures  5A,B show the effect of the annealing temperature 
Ta on the enthalpy relaxation of the two fragile systems: basaltic 
system and calcium metaphosphate system, respectively. By con-
trast, Figures 5C,D show the annealing effect on the relaxation 
of the two strong systems: SiO2 and GeO2, respectively. For the 
fragile systems, with increasing Ta below Tg for 12 h the Cp,exc peak 
gradually disappears from lower to higher temperature until the 
entire Cp,exc peak vanishes. The left side of the peak shifts to higher 
temperature, whereas the right side remains unchanged. In com-
parison, with increasing Ta (below Tg) for 24 h, HQSiO2 gradually 
releases its excess energy in the entire temperature range that 
the Cp,exc peak covers, and this phenomenon manifests itself as a 
decrease in the peak height. This indicates that a single anneal-
ing temperature (representing the kinetic energy) can induce the 
release of the excessive potential energy of all the excited struc-
tural units (e.g., SiO4 tetrahedra) in HQSiO2. Such relaxation 
feature again implies that there exists only a single metabasin in 
strong systems (Debenedetti and Stillinger, 2001), which consists 

of basins with different depths (e.g., different bond energies). 
The basin depth is distributed over the collective configurational 
coordinates. A single annealing temperature, i.e., a given single 
excitation energy kTa for a given ta, can cause the structural units 
to relax successively by sampling basins from shallow to deep 
ones. Increasing Ta for a given ta leads to an increase in the degree 
of relaxation by sampling deeper basins. The energy release of 
HQSiO2 at any Ta (below Tg) is accompanied by the relaxation of 
the hyperquenching excited Si-O bonds upon sub-Tg annealing. 
Driven by the thermal kinetic energy, the SiO4 tetrahedra and 
the rings consisting of SiO4 tetrahedra collaboratively adjust 
themselves from their original positions to more stable position. 
During this process, these structural units are still connected 
with each other and therefore are influenced by each other. A 
similar enthalpy relaxation mode is also observed in HQGeO2, 
indicating that the cooperative relaxation is a universal feature 
of strong glass formers. The Johari–Goldstein (JG) relaxation 
has been detected in HQGeO2 by using the hyperquenching-
annealing-calorimetric scanning approach although the JG 
relaxation is difficult to be isolated from the primary relaxation 
(Hu and Yue, 2008).

Figures  5A,B could indicate the relaxation of the fragile 
systems during annealing at a given temperature proceeds in 
the manner that the excess energy release first starts from highly 
untestable structural domains and ends in the slightly unstable 
ones. This relaxation feature can be explained in terms of the 
energy landscape of fragile systems as mentioned above. The 
difference in relaxation behavior between strong and fragile 
systems also indicates that the energetic and structural hetero-
geneities in both HQBas and HQCmP at a given Tf are higher 
than those of HQSiO2 and HQGeO2 (Yue and Angell, 2004). 
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FigUre 6 | effect of annealing time (ta) on Cp,exc of hQ glasses as a function of T/Tg at a given annealing temperatures (Ta). The Tg values are given in 
Table 1. Left panel (fragile systems): (a) HQBas annealed at Ta = 723 K (0.77 Tg) (Yue et al., 2002a); (B) HQCmP annealed at Ta = 614 K (0.77 Tg) (Yue, 2002). 
Right panel (strong systems): (c) HQSiO2 annealed at Ta = 973 K (0.75 Tg) (this work); (D) HQGeO2 annealed at Ta = 650 K (0.78 Tg) (Hornbøll and Yue, 2008b).
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In addition, Figures 5A–D exhibit another pronounced differ-
ence in the enthalpy recovery between the fragile systems and 
strong systems. In the annealed HQBas and HQCmP glasses, 
an endothermic pre-peak (i.e., the peaks under zero lines of 
Cp,exc) is observed prior to the exothermic energy release peak, 
when Ta is sufficiently high (but below Tg). The extent of the 
pre-peak can be enhanced by raising Ta. Such a pre-peak is 
a consequence of the non-exponentiality of enthalpy relaxa-
tion, reflecting the energy heterogeneity in HQ fragile glass 
samples (Yue and Angell, 2004). However, the pre-peak is not 
observed in HQSiO2 and HQGeO2 (see Figures  5C,D). The 
lack of the pre-peak in the Cp,exc spectra is another evidence 
for the lower energetic and structural heterogeneities in strong 
glass formers.

Here, it is important to point out that for a comparable 
cooling rate the Tf/Tg ratios of the HQ strong glass systems 
(HQSiO2 and HQGeO2) are significantly higher than those 
of the HQ fragile ones (HQBas and HQCmP) as shown in 
Table  1. This is expected since a strong liquid have a much 
smaller configurational heat capacity than a fragile one. In other 
words, compared to a fragile system, a strong one undergoes 
a smaller configurational entropy jump when its glass state is 
transformed into a metastable liquid state. This is due to the 
fact that the structural difference in both short-range order and 
medium-range order between glass and liquid at Tg is smaller 
for a strong system than for a fragile one. As a consequence, a 
similar amount of configurational enthalpy should be trapped at 
a higher Tf/Tg ratio for a strong system than a fragile one when 
both are quenched at the same rate if the enthalpy-matching 

method for determining both the Tg and the Tf of HQ glasses 
is used (Moynihan et al., 1976; Yue et al., 2002a). In addition, 
the structural rearrangement in strong liquids during cooling is 
rather sluggish and, hence, is more readily frozen-in at a higher 
Tg-normalized temperature compared to fragile ones.

In Figures 6A–D, the Cp,exc is plotted against T/Tg for the four 
HQ glasses, showing the effect of ta on the enthalpy relaxation at 
a comparable Ta/Tg ratio. Similar to the Ta effect, an increase of 
ta results in the shift of the Cp,exc peak from lower to higher tem-
perature for both HQBas and HQCmP (Figures 6A,B), whereas 
it causes gradual flattening of Cp,exc peak for both HQSiO2 and 
HQGeiO2 (Figures  6C,D). This indicates that the way of con-
figurational sampling within the potential energy landscape of 
the strong systems differs from that of fragile ones. For HQBas 
and HQCmP, at a fixed annealing temperature, i.e., fixed kinetic 
energy, extending ta increases the probability for a certain type of 
the chemical bonds (e.g., modifier-oxygen bonds) to escape from 
higher to lower basins within the potential energy landscape, 
until all the bonds of the same type fall below the energy level 
corresponding to Ta. When a basin is sampled, its neighbored 
basin is influenced and sampled. In other words, the neighbored 
basins are sampled one after another. During annealing, highly 
distorted modifier-oxygen ions in HQBas and HQCmP are grad-
ually restored, whereas the distorted bonds remain unaffected. 
This implies that the structural relaxation of fragile systems is 
of more heterogeneous nature. By contrast, upon annealing, 
the relaxation in HQSiO2 is of more cooperative nature. The 
cooperative relaxation is associated with the coupled rotations of 
SiO4 tetrahedra (Buchenau et al., 1984) and interaction between 
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different bonds (i.e., bonds with different potentials) due to 
the high network connectivity of vitreous silica. At a single Ta 
the coupled motion of bonds from non-equilibrated or heavily 
distorted state to relatively equilibrated state causes relaxation 
of the entire network structure. That is why the relaxation of the 
HQSiO2 takes place in the entire temperature range that the Cp,exc 
peak covers.

The relaxation of local structural units takes place between 
the basins via breaking and reforming of bonds. Different local 
minima can be identified as different bonding types and then 
energy of minimum coincides with the potential energy of the 
configuration, i.e., with the number of bonds (Moreno et al., 
2005). The structural change caused by extending ta is a kinetic 
process, during which a gradual increase occurs in popula-
tion of the basic structural units that participate in jumping 
from higher to lower minima. Such jumps are dependent on 
each other.

Furthermore, at the comparable annealing degree (i.e., similar 
Ta/Tg) the pre-peaks appear in HQBas and HQCmP, whereas 
they are not present in HQSiO2 and HQGeO2 (Figures 5A–D–
6A–D). This confirms again that during annealing the structural 
relaxation is of more cooperative nature in the strong system 
compared to the fragile systems. The finding of such features 
is of both scientific importance and technological importance. 
The optical and mechanical properties of SiO2 fibers are strongly 
influenced by their thermal history (e.g., cooling rate and the 
degree of annealing), the repeated heating–cooling cycles and 
mechanical history (e.g., drawing stress) (Martin et  al., 2005; 
Hornbøll et al., 2006; Ya et al., 2008). The outcome of this work 
is useful for optimizing both forming conditions and annealing 
process of vitreous silica fibers with respect to their optical and 
mechanical performances.

Here, it should be noted that, during sub-Tg annealing, not 
only bulk enthalpy relaxation takes place in glass fibers, but also 
other types of relaxation proceed, e.g., surface relaxation and 
axial drawing stress relaxation. According to previous studies 
(Agarwal and Tomozawa, 1997; Koike and Tomozawa, 2006), the 
surface structural relaxation of silica glass fiber is faster than that 
of the silica glass plate. This means that the so-called size effect 
occurs regarding the surface structural relaxation kinetics, i.e., 
smaller sized samples exhibit faster relaxation kinetics (Koike 
and Tomozawa, 2006). The size effect was also found for the 
tensile strength of glass fibers (Lund and Yue, 2010). The surface 
structural relaxation of vitreous silica may be the mechanism 
of the mechanical fatigue (Tomozawa and Hepburn, 2004). 
However, the enthalpy relaxation of HQ glasses during anneal-
ing is a bulk effect, not a surface effect and this is confirmed by 
the matching between experimental observations and physical 
modeling of the bulk relaxation (Hornbøll et  al., 2010). The 
effect of the surface absorbed water on the enthalpy relaxation 
pattern could be ruled out since similar relaxation patterns are 
also observed in HQ metallic glasses that do not have chemically 
bonded surface water (Hu et al., 2011). Furthermore, the enthalpy 
enhancement in glass fibers induced by mechanical stretching 
is much weaker than that induced by hyperquenching, and this 
is verified by the sub-Tg relaxation studies (Martin et al., 2005;  

Hornbøll et al., 2006). All this implies that the enthalpy relaxa-
tion peaks of HQSiO2 (Figures 5C and 6C) arise mainly from 
the release of the excessive enthalpy trapped in the samples by 
hyperquenching, but neither from surface relaxation nor from 
the stretching stress relaxation. This is also the case for HQ GeO2 
(Figures 5D and 6D). Thus, the anomalous enthalpy relaxation 
in HQSiO2 is a general feature of the HQ strong glass formers. 
The results of this work have also indirectly confirmed the 
finding of Mauro and Loucks (2008) that fragile systems have a 
greater free energy barriers for structural relaxation compared 
to strong systems. However, a more quantitative study about the 
relation between enthalpy relaxation and energy landscape need 
to be carried out in the future.

conclusion

Tg of vitreous silica is extremely sensitive to both the hydroxyl 
content and the repeated heating–cooling cycles. This is why a 
generally accepted Tg value for silica, based on DSC experiments, 
is still missing in the literature. We suggest that the true Tg 
value of vitreous silica should be obtained by extrapolating the 
Tg~hydroxyl content relation to 0 ppm, and by extrapolating the 
repeated DSC scans to 0 scan.

In comparison to fragile oxide systems, the prototypical 
strong system  –  HQ vitreous silica exhibit several striking 
anomalies in enthalpy relaxation. First, the excess heat capacity 
peak (Cp,exc) of the HQ strong systems can be described by a single 
Gaussian pattern, whereas that of the HQ fragile systems can be 
deconvoluted into two Gaussian patterns at low and high tem-
peratures, respectively. Second, the excess enthalpy trapped in 
fragile glasses by hyperquenching is successively released with Ta, 
whereas that of the HQ strong glasses is simultaneously released 
in the entire temperature range below Tg. Third, an endothermic 
pre-peak appears in the HQ fragile systems, whereas it does 
not appear in the HQ strong systems. The HQ GeO2 also shows 
such anomalies in enthalpy relaxation. This suggests that those 
anomalies in enthalpy relaxation are a universal feature of strong 
glass formers. These anomalies could be qualitatively explained 
in terms of the potential energy landscape, and they reflect a 
significant difference in structural rearrangement between the 
strong and fragile systems. The anomalies also imply that the 
bond relaxations of different types of bonds in HQ fragile systems 
are of independent nature, while those in HQ strong systems are 
of cooperative nature. Fragile systems possess a higher degree 
of energetic and structural heterogeneity than the strong ones. 
With increasing the annealing temperature and time, the excess 
enthalpy of the HQ vitreous silica relaxes throughout the entire 
energy landscape.
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