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ENGLISH SUMMARY 

Lithium-ion batteries (LIBs) are one of the most advanced energy storage devices in 
modern society due to their high energy density, long lifespan, and environmental 
friendliness, etc. However, the fast-growing large-scale smart grids and electric 
vehicle market urgently demand better performances with lower cost of LIBs. To 
meet the demands, new anode materials with higher capacity have been extensively 
investigated. Glass materials show great potentials as anode materials owing to their 
unique disordered open network, tunable composition, simple preparation process, 
low cost and excellent cycling stability, etc.  Nonetheless, the specific capacities of 
glasses are still far from satisfactory for high energy density devices. To overcome 
this problem, in this thesis, we combined silicon (Si), which has high theoretical 
capacity but poor cycling stability due to volume changes, with glasses and fabricated 
Si-glass composite anodes. The structure and electrochemical performances of two 
types of glasses (vanadium-tellurite glass and metal-organic framework glass) based 
anodes have been investigated.  
 
To find an effective strategy to combine Si with vanadium-tellurite glass (VT), two 
methods, i.e., traditional heat-treatment and hot-pressing methods, have been 
explored. The latter method allows Si to be embedded in the VT matrix, and thus the 
Si/VT composite produces a synergistic effect as the volume change of Si can be 
buffered by the VT matrix.  The formation of V4+ arising from the redox reaction 
between Si and V5+ during heat-treatment increases the electronic conductivity. 
Moreover, the glass open network provides numerous channels for both Li+ storage 
and transport. Therefore, the Si/VT composite exhibits better electrochemical 
performances than pristine Si and VT.  
 
In addition, by combining the reflux and melt-quenching methods, Si nanoparticles 
were wrapped into a subset of metal-organic framework (MOF) glass, i.e., cobalt-
ZIF-62 glass, chemical formula Co(imidazole)1.75(benzimidazole)0.25. The ZIF glass 
not only possesses an open network structure beneficial for Li+ diffusion, but also 
buffers the volume change of Si during cycling. After 500 cycles, the 
lithiation/delithiation could induce pronounced structural changes of the ZIF, i.e., the 
distortion or breakage of Co-N, and aromatic rings, leading to an increase in structural 
defects and diffusion channels for the transport and storage of Li+. Furthermore, the 
increased channels lead to more Li+ ions going into ZIF and reacting with Si, and 
thereby achieving a strong synergistic effect and exhibiting excellent reversible 
capacity, rate capability and cycling stability. 
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DANSK RESUME 

Litium-ion-batterier (LIB'er) er en af de mest avancerede energilagringsenheder i det 
moderne samfund på grund af deres høje energitæthed, lange levetid og 
miljøvenlighed osv. Men det hurtigt voksende storskala smarte net og elbilmarked 
kræver batterier med bedre ydeevne og levetid. For at imødekomme kravene er nye 
materialer til anoder med højere kapacitet blevet grundigt undersøgt. Glasmaterialer 
viser stort potentiale som et materiale til anoder, på grund af deres unikke uordnede 
åbne netværk, fleksibel sammensætning, enkle forberedelsesproces, lave 
omkostninger og fremragende levetid osv. Ikke desto mindre skal kapaciteten af glas 
materialerne stadig forbedres yderligere. For at løse dette problem har vi i dette 
speciale kombineret silicium, som har høj teoretisk kapacitet, men lav stabilitet på 
grund af volumenændringer, med glas og kompositanoder fremstillet af Si og glas. 
Strukturen og den elektrokemiske ydeevne af to typer glas (vanadium-tellurit-glas og 
metal-organiske netværker) baserede anoder er blevet undersøgt. 

For at finde en effektiv strategi til at kombinere Si med vanadium-tellurit glas (VT), 
er to metoder, dvs. traditionel varmebehandling og varmpresningsmetoder, blevet 
forsøgt. Sidstnævnte metode tillader Si at blive del af VT-matricen, og således 
producerer Si/VT-kompositten en synergetisk effekt, da volumenændringen af Si kan 
hæmmes af VT-matricen. Dannelsen af V4+ som følge af redoxreaktionen mellem Si 
og V5+ under varmebehandling øger den elektroniske ledningsevne. Desuden giver 
det åbne glasnetværk adskillige kanaler til både Li+ opbevaring og transport. Derfor 
udviser Si/VT-kompositten bedre elektrokemisk ydeevne end uberørt Si og VT. 

Ved at kombinere tilbagesvaling og smelte-køling metoder blev Si nanopartikler 
desuden pakket ind i en undergruppe af metal-organiske netværker (MOF) glas, dvs. 
Cobalt-ZIF-62 glas, med kemisk formel Co(imidazolate)1,75(benzimidazolate)0,25. 
ZIF-glasset har ikke kun en åben netværksstruktur, der er gavnlig for Li+-diffusion, 
men reducerer også volumenændringen af Si under cykling. Efter 500 cyklusser af 
lithiering/delithiering skete der strukurelle og kemiske ændringer af ZIF anoden, dvs. 
forvrængning eller brud af Co-N bindinger og aromatiske ringe, hvilket fører til en 
stigning i strukturelle defekter og diffusionskanaler til transport og opbevaring af Li+. 
Ydermere fører de øgede kanaler til, at flere Li+ ioner går ind i ZIF og reagerer med 
Si, og derved opnår en stærk synergetisk effekt og udviser fremragende reversibel 
kapacitet, god kinetik og cyklusstabilitet. 
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CHAPTER 1. INTRODUCTION 

1.1. BACKGROUND AND CHALLENGES 

With the continued development of society, the consumption of fossil fuels has 
increased dramatically, leading to global warming and environmental pollution. To 
achieve the goal of sustainable development, renewable energy technologies, such as 
wind energy and solar cells, are expanding rapidly. However, compared to traditional 
fossil fuels, these new energy sources are inherently intermittent, which results in an 
urgent need to develop large-scale and low-cost energy storage technologies to fully 
utilize renewable energy [1-3].  

Batteries, which convert electrical energy into electrochemical energy or vice-versa, 
are one of the most important energy storage technologies in mobile devices. Among 
them, lithium-ion batteries (LIBs) have attracted worldwide attention due to their high 
energy density, long lifespan, and environmental friendliness. They are supporting 
modern society with lightweight power from portable electronics, such as 
smartphones, laptops, to electric vehicles (EVs). In 1970, Whittingham proposed the 
first LIB model, and then in 1981, Jhon Goodenough and Kaichi Mizushima, 
established a rechargeable cell by using lithium cobalt oxide (LiCoO2) and lithium 
metal as cathode and anode, respectively. However, the formation of lithium dendrites 
of the anode during charging hinders its application. It was not until 1990, Sony 
Corporation released the first commercial LIB with LiCoO2 as cathode and graphite 
as anode [1, 2]. As shown in Fig. 1-1, besides the two electrodes, a practical LIB uses 
organic solvent containing Li+ (LiPF6) as the electrolyte. The electrolyte acts as a 
guard, allowing only lithium ions to pass through. When connecting a power source, 
the positive side of the power source attracts electrons from the cathode. These 
electrons flow through the external circuit and reach the graphite layer as they cannot 
pass through the separator and electrolyte. Meanwhile, the lithium ions migrate from 
the cathode side through the electrolyte to the graphite layer space. Once the graphite 
is saturated with lithium ions, the cell is fully charged. As soon as the power source is 
disconnected, and a load is connected, the lithium ions travel back to intercalate into 
the favorable state as a part of the metal oxide cathode. When the lithium ions move 
through the electrolyte, the electrons are forced to move via the load. This process is 
called discharge, and it converts chemical energy to electrical energy, which powers 
the device [4].  

As science and technology have advanced, the gravimetric specific energy density of 
LIBs increased from approximately 90 Wh kg−1 in the 1990s to over 250 Wh kg−1 
today [5], mainly arising from the development of new cathode and anode materials. 
In detail, cathode materials such as LiCoO2, LiFePO4, LiMn2O4, LiNixCoyMn1-x-yO2, 
and anode materials like carbonaceous materials, and Si/SiO-C composites appeared 
successively, improving the electrochemical performances of commercial LIBs [6-8]. 
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However, the fast-growing large-scale smart grids and electric vehicle markets require 
increasingly better storage solutions.  According to a report from World Energy 
Resource, the net capacity of batteries in electric vehicles is predicted to be 250 GW 
by 2030, raising the demand for safer and higher energy density along with longer 
cycle life and lower cost LIBs [1].  

 

Fig. 1-1 Schematic illustration of the Li-ion battery. The graphite anode and LiCoO2 cathode 
are attached to copper and aluminum foils acting as the current collectors, respectively [4].  

Current efforts to improve the safety of batteries mainly focused on developing solid-
state electrolytes to replace conventional organic liquid electrolytes. To date, 
inorganic glass-ceramic/glass-based solid electrolytes are one of the most promising 
candidates as they show the highest ionic conductivities with 10-2∼10-3 S cm-1 [9-12]. 

As for lifting energy density, new anode materials, such as Si, Si@C composites and 
metal oxides with delicate nanostructures have been extensively investigated. 
Nonetheless, due to the complicated synthesis procedures, high cost and huge capacity 
loss during charging and discharging, those anode materials are still far from practical 
applications [13-17].   

Glass materials, as a new branch of electrode materials, have attracted increasing 
attention from scientists owing to their unique disordered open network structure, lack 
of grain boundaries, large free volume, etc. [18-20]. These features could provide 
better cycling stability and higher specific capacity than crystalline counterparts[18, 
21]. For example, semiconducting vanadium-tellurite glasses (VT), which exhibit 
superior cycling stability, i.e., almost no reduction in capacity for 5000 cycles [19], 
have emerged as promising anode materials for LIBs. Besides the open network, VT 
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glasses exhibit a strong crystallization tendency upon discharging/charging, leading 
to the formation of electrochemically active γ-Li3VO4 nanocrystals. The in-situ 
growth of nanocrystals in glass not only toughens the glass matrix, thereby increasing 
the cycling stability, but also provides more space/channels between the crystals and 
glass matrix to facilitate the transportation of Li+.  

Moreover, metal-organic frameworks (MOFs), which are three-dimensional networks 
composed of metal nodes and organic ligands, have been regarded as one of the most 
potential candidates to replace the current graphite anode for LIBs. This potential is 
mainly due to their high specific surface area, abundant active sites, and high porosity, 
which are beneficial for lithium transport and storage. In 2006, MOF-177 was first 
reported as anode materials for LIBs, showing a capacity of 400 mA h g-1 during the 
first cycle but a low capacity of 105 mA h g-1 in the second cycle. When MOFs are 
coated with graphene to obtain the MOF/graphene composite anodes, they deliver a 
reversible capacity up to ∼1075 mA h g-1 at a current density of 50 mA g-1 and 400 
mA h g-1 at the current density of 100 mA g-1 [22, 23]. In 2015, a new family of MOFs, 
i.e., MOF glass, was first discovered by Yue et al. A few years later, in 2022, MOF 
glass was first reported as an anode for LIBs, achieving a capacity of 306 mA h g-1 
after 1000 cycles at 2 A g-1, twice that of the MOF crystal [20, 24-27].  

In addition to displaying better electrochemical performances than their crystalline 
counterparts, glass materials pose many other advantages, i.e., tunable composition, 
simple preparation process, low cost, etc., which are expected to be mass-produced. 
Furthermore, considering that the best lithium solid-state electrolytes are glass/glass-
ceramics, and the interfacial stability between the glassy solid-state electrolyte and 
the traditional electrode faces a big challenge due to poor compatibility at the interface 
[11]. It can be anticipated that a glassy electrode could provide better interfacial 
compatibility with the glassy electrolyte and thus minimize interfacial polarization of 
the cell.  

However, glass anodes still face some challenges, including poor electronic 
conductivity and low reversible capacity. Furthermore, the lithium storage mechanism 
of glasses needs to be further understood, and the composition-structure-performance 
relationship of glasses is still unclear. Solving these problems will help design and 
develop appropriate glass-based anodes for better LIBs.  

1.2. OBJECTIVES 

The overall goal of this PhD project is to investigate the potential of glasses as anode 
materials for LIBs, from aspects of specific capacity, cycling stability and structure-
performance relationship. 
 
The specific capacity, which is proportional to energy density, can be determined by 
the amount of lithium that could be accommodated per unit mass/volume of active 
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material. The cycling stability is the capacity retention rate after a certain number of 
charge/discharge cycles. These two properties are vital criteria for evaluating the 
lithium storage performance 
 
The details of this project are summarized below: 
1. Explore a method to combine silicon (Si), which exhibits a high theoretical specific 
capacity (>4000 mA h g-1), with inorganic glasses (VT glass) to improve the specific 
capacity of glasses for lithium storage. 
2. Develop a facile method to combine silicon with MOF glasses to improve their 
capacities and cycling stabilities during charge-discharge processes. 
3. Study the composition-structure-process-performance relations of Si-glass 
composite.  
4. Investigate the lithiation/delithiation mechanism of batteries in glassy materials. 
5. Develop the potential of glass-based composites as anode materials for LIBs. 

1.3. THESIS CONTENT 

The experiment works of this thesis were conducted at Aalborg University, Qilu 
University of Technology, Fuzhou University and Wuhan University of Technology. 
This thesis consists of an overview followed by three scientific papers. The three 
papers correspond to Chapters 3-5, constituted the main body of the thesis, and will 
be referred to by their roman numerals.  

I. Yan, J., Zhao, T., Shi, N., Zhan, H., Ren, J., Zhang, Y., & Yue, Y., Impact of silicon 
doping on the structure and crystallization of a vanadium-tellurite glass. Journal of 
Non-Crystalline Solids, 589, 121651 (2022). 

Ⅱ. Yan, J., Gao, C., Qi, S., Jiang, Z., Jensen, L. R., Zhuang, Y., Zhan, H., Zhang, Y., 
& Yue, Y., High-performance lithium-ion battery anode based on melt-quenched 
Si@ZIF composite. Nano Energy, 103, 107779 (2022). 

Ⅲ. Yan, J., Li, X., Shi N., Ren X, Zhou, H., Tao, H., Ren, J., Qiao, A., Zhang, Y., & 
Yue, Y., Optimizing vanadium-tellurite glass/Si composite as a superior anode for Li-
ion batteries by hot pressing (To be submitted). 
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CHAPTER 2. EXPERIMENTAL 
SECTIONS 

This chapter presents synthesis methods and characterization techniques of VT/MOF 
glasses and glass-based composites, i.e., Si/VT glass composites, and Si@MOF glass 
composites. 

2.1. SYNTHESIS 

All the chemical reagents used for the preparation/synthesis were purchased from the 
Aladdin or Sigma corporations and used without further modification unless specified. 
All samples were prepared by the authors in this thesis with assistance from other co-
authors.  

2.1.1. VANADIUM-TELLURITE GLASSES (VT)  

The 50V2O5-50TeO2 (in mol. %) glass sample was prepared via the melt-quenching 
method [18, 19]. In detail, the oxides (V2O5 and TeO2) were mixed to get a 
homogenous batch. Then the batch was melted at 800°C for 0.5 h followed by casting 
onto a brass plate. After becoming solid, the glass was transferred into a furnace and 
annealed for 2 h at the glass-transition temperature (Tg). The 50V2O5-50TeO2 glass 
powder (VT) with a narrow size distribution between 5 ∼ 10 µm was obtained by 
crushing and sieving the annealing sample.  

2.1.2.  SI/VT COMPOSITES 

As for the Si/VT composites, the preparation processes were as follows: commercial 
nano-silicon (Si) nanoparticles (about 20-60 nm) were doped in the VT glass powder, 
and then mixed evenly, which is referred to as VTS. In Chapter 3, VTSs with 10 wt.% 
Si were heat-treated by the conventional method, i.e., heating VTS at 10 K/min to 
different temperatures under argon followed by cooling to room temperature. In 
Chapter 4, VTSs with 10 wt.% Si were heated to different temperatures at 10 K/min 
in vacuum with a pressure of 100 MPa and kept for 30 minutes before cooling, which 
is called hot-pressing sintering.  In addition, VTSs with different fraction of Si, i.e., 
10%, 20%, 30%, 40%, were prepared by hot pressing at one temperature (620K). For 
comparison, VTS containing 10 wt.% Si were prepared by the same heating process 
as the hot-pressing samples except that it was not pressurized.   
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2.1.3. COBALT-ZIF-62 CRYSTALS/GLASSES  

Zeolitic imidazolate framework (ZIF) is a subset of MOF materials. Cobalt-ZIF-62 
crystals with the composition of Co(imidazole)1.75(benzimidazole)0.25 were 
synthesized based on a solvothermal method [27-29]. In detail, imidazole (Im, 11.55 
mmol, 785.4 mg), benzimidazole (BIm, 1.66 mmol, 196 mg) and Cobalt acetate 
tetrahydrate (4 mmol, 996 mg) were dissolved in 90 mL N,N-dimethylformamide 
(DMF) and stirred for 0.5 h. Then, the solution was transferred into the autoclave and 
heated at 130°C for 48 h. After cooling, the purple product was separated by 
centrifugation and dried under vacuum at 120°C overnight. To obtain cobalt-ZIF-62 
glass, the ZIF-62 crystals were heated at 10 °C min-1 in argon to 450°C and calcined 
at this temperature for 5 minutes then cooled down naturally to room temperature.  

2.1.4. SI@ZIF-62 COMPOSITES 

Si@ZIF-62 composite (SiZC) was prepared via a reflux method. This method 
involves heating the chemical reaction for a period at a certain temperature, while 
continually cooling the solvent vapor back into liquid form.  In detail, imidazole (Im, 
11.55 mmol, 785.4 mg), benzimidazole (BIm, 1.66 mmol, 196 mg), C4H6CoO4·4H2O 
(4 mmol, 996 mg), and Si nanoparticles with different amounts, i.e., 50-mg, 100-mg, 
150-mg Si, account for about 5%, 10%, 15% of the final product by weight, 
respectively, were added into 90 mL N,N-dimethylformamide (DMF). Then the 
solution was heated at 130°C for 48 h while refluxing and stirring.  After cooling, the 
SiZC was obtained by centrifugation and vacuum drying. Then, the SiZC was melt-
quenched at 450°C for 5 minutes in argon and thus Si@ZIF-62-glass composite 
(SiZGC) was obtained. The samples are named according to the mass percentage of 
Si in the composite. For example, 10SiZGC refers to the Si@ZIF-glass composite 
containing 10 wt.% Si.  

2.2. CHARACTERIZATION METHODS 

The author performed most of the experiments and analyzed almost all results in this 
thesis except part of the solid-state nuclear magnetic resonance (NMR) results. A co-
author contribution is presented in the relevant sections if the experiments or 
characterizations were not conducted by the author independently. 

2.2.1. X-RAY DIFFRACTION (XRD) 

XRD patterns of fine-grinded samples were collected on a PANalytical diffractometer 
X-ray using Cu Kα (λ = 1.5406 Å) radiation during the 2θ range of 5–70° with a step 
size of 0.013°. The simulated XRD patterns of MOF were obtained from Software 
Mercury 3.8 with CIF file of corresponding MOF. Crystalline phases were identified 
by using the X’pert HighScore Plus software.  
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2.2.2. DIFFERENTIAL SCANNING CALORIMETRY (DSC) 

The characteristic temperatures of glassy materials, such as glass-transition 
temperatures, crystallization onset temperatures, melting temperatures, etc., were 
collected by the differential scanning calorimeter (DSC) (Jupiter 449C, Netzsch) in 
Aalborg University. Platinum crucibles were used for both samples and the references. 
The sample mass was usually about 20 mg. All samples were scanned from 40°C to 
target temperatures at 10 °C min-1 in argon and then cooled down at the same rate. 
Before each test, baselines were collected with the same temperature range, scanning 
rates, and atmosphere. During the process of recording DSC curves, the 
thermogravimetric (TG) curves were collected simultaneously.  

2.2.3. RAMAN SPECTROSCOPY 

Raman spectra were obtained via Renishaw In-Via Raman microscopic with an Ar+ 
laser (λ = 532 nm) at 50 × aperture in Aalborg University. To avoid burning the 
sample, the power was limited to 0.1 W and was used to record the spectra within the 
range of 200-2000 cm-1. All samples were tested three times for error reduction. 
Raman spectra were collected with the help of Dr. L.R. Jensen from the Department 
of Materials and Production, AAU.  

2.2.4. ATTENUATED TOTAL REFLECTION FOURIER TRANSFORM 
INFRARED SPECTROSCOPY (ATR-FTIR) 

Attenuated Total Reflection Fourier transform infrared (ATR-FTIR) spectra 
measurements were conducted on a Bruker TENSOR II FTIR spectrometer in Aalborg 
University with Platinum ATR Accessory at room temperature in the range of 400–
2000 cm-1. For each test, a baseline was measured first, and then sample powders were 
directly placed on the holder for data collection. All samples were tested three times 
to reduce error. 

2.2.5. X-RAY PHOTOELECTRON SPECTROSCOPY (XPS) 

To investigate the surface chemistry of samples, X-ray photoelectron spectroscopy 
(XPS) was performed using an ESCALAB 250Xi spectrometer (ThermoFisher 
Scientific, USA) with nonmonochromatic Al Ka X-ray (1486.6 eV) at pass energy of 
50 eV from Wuhan University of Technology with the help of Professor Ang Qiao.  
The peaks were deconvoluted using the software Avantage.  

2.2.6. SOLID-STATE NUCLEAR MAGNETIC RESONANCE (NMR) 

Solid-state NMR measurement was conducted with the help of Professor Jinjun Ren, 
Dr. Tongyao Zhao, and Nian Shi from the Shanghai Institute of Optics and Fine 
Mechanics, Chinese Academy of Sciences. 51V, 125Te, and 29Si spectra of vanadium-
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tellurite glasses (VT) and Si@vanadium-tellurite glass (VTS) were collected. 29Si 
NMR spectra were measured at a spinning rate of 6.0 kHz with relaxation delays of 
200 s. The chemical shift is referenced to Tetrakis (tetramethyl) silicate silane (= -9.7 
ppm). 51V Hahn echo NMR experiments were performed at a pulse length of 2.4 µs. 
125Te static wideband uniform-rate smooth truncation QCPMG (WURST-QCPMG) 
NMR spectra were obtained using the WURST-80 pulse sequence and an 8-step phase 
cycle with 50-μs excitation and refocusing pulses. 

2.2.7. SCANNING ELECTRON MICROSCOPY (SEM) 

The morphologies and elements distributions of samples were analyzed using field-
emission scanning electron microscopy (FE-SEM) (Supra-55, Zeiss Inc.) along with 
X-ray energy dispersive spectroscopy (EDS) (X-Max, OXFORD Instruments Inc.) 
from Fuzhou University and Wuhan University of Technology. All samples were 
vacuum dried at 120°C and then pasted onto the conductive gel before testing 

2.2.8. TRANSMISSION ELECTRON MICROSCOPY (TEM) 

Transmission Electron Microscopy (TEM) images of samples were collected from a 
Tecnai Talos F200i and elemental mapping analysis was conducted via TEM energy-
dispersive X-ray spectroscopy (HAADF-STEM-EDX) in Fuzhou University with the 
help of Yaxuan Zhuang and Dr. Zhenhuan Zheng. Powder samples were dispersed in 
ethanol and ultrasonicated for 30 min, and then drop cast onto copper mesh before 
TEM measurements. 

2.3. ELECTROCHEMICAL METHODS 

The electrochemical performances of the obtained samples were evaluated by coin 
cells using lithium foil (diameter of 10.0 mm) as the counter/reference electrode. A 
slurry consisting of 70 wt.% active materials (the glass-based composites), 20 wt.% 
acetylene black, and 10 wt.% polyvinylidene difluorides (PVDF) were mixed evenly 
in N-methyl-2-pyrrolidone (NMP) and then pasted onto a copper foil current collector 
and dried at 110°C in a vacuum oven for 12 h to get working electrodes. The loading 
amount of active materials was 1∼2 mg. The composition of electrolyte was: 1 M 
LiPF6 dissolved in ethylene carbonate (EC)/diethyl carbonate (DEC)/dimethyl 
carbonate (DMC) (1:1:1 vol%). The separator was a Celgard 2325 membrane 
(diameter of 19.0 mm). The cells were assembled in an argon-filled glovebox with 
both the moisture and the oxygen content below 0.1 ppm and then tested at 25°C. 
Some of the electrochemical measurements were conducted with the help of Zhenjing 
Jiang, Shibin Qi and Xiangyu Li from Qilu University of Technology. All 
electrochemical measurements were repeated with different batches of samples to 
confirm the reproducibility of their performances. 
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2.3.1. CYCLIC VOLTAMMETRY 

Cyclic Voltammetry (CV) curves of samples were obtained to study the lithium 
storage mechanism in active materials at a scan rate of 0.1 mV s-1 in the voltage range 
from 0.01 to 3 V on a CHI 760e electrochemical working station. For Si@ZIF samples, 
both the first three cycles and three cycles after 500 charging/discharging cycles were 
recorded. 

2.3.2. GALVANOSTATIC CHARGE-DISCHARGE 

Galvanostatic charge-discharge (GCD) measurements were conducted to evaluate the 
specific capacity, cycling stability and rate capability of glass-based materials for 
LIBs. All samples were measured on a Land battery test system (CT2001A) within 
the voltage range of 0.01-3V with different current densities for different cycles. The 
specific capacities of materials were calculated based on their weight and the 
Coulombic efficiencies of charge-discharge processes were also collected. Besides, 
the GCD voltage profiles were also obtained to study the lithium insertion/extraction 
mechanism of electrode materials.  

2.3.3. ELECTROCHEMICAL IMPEDANCE SPECTROSCOPY 

Electrochemical Impedance Spectroscopy (EIS) measurements were performed on 
CHI 760e electrochemical workstation in the frequency range of 0.1 Hz–100 kHz with 
an amplitude of 10 mV. By constructing an equivalent circuit and fitting the 
impedance data, the resistance, i.e., ohmic resistance (Re), solid electrolyte interface 
resistance (Rs) and charge transfer resistance (Rct), capacitance (CPE) and diffusion 
impedance (Zw) of the electrode systems could be obtained. 

The line in the low-frequency region corresponds to the diffusion impedance (Zw), 
which is associated with the diffusion coefficient of Li+ in the electrode material. 
Warburg factor (σ) can be determined from the linear relation between impedance Z′ 
and the reciprocal square root of the angular frequency ω. A larger value of σ indicates 
a lower Li+ diffusion coefficient.   
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CHAPTER 3. STRUCTRUE AND 
CRYSTALLIZATION OF VT GLASS 
AND SI/VT-GLASS COMPOSITES 

Since the performances of materials rely on their compositions, structures, process 
etc., it is important to understand how these parameters affect the electrochemical 
performance of a material. In this Chapter (based on Paper I), silicon (Si) was added 
into a vanadium-tellurite glass (VT) and the mixture was heat-treated to different 
temperatures followed by cooling to room temperature to obtain Si/VT composites 
(VTSs), which are used as anode materials for lithium-ion batteries. The effects of Si 
doping on the structure, crystallization, and electrochemical performances of VT glass 
were studied.  

The reasons why chose Si as the element to combine with glasses are as follows: First, 
it has a high theoretical specific capacity (＞4000 mA h g-1). Second, Si is non-toxic 
and is the second most abundant element in the earth’s crust, exhibiting low average 
discharge potential vs. Li+/Li [30]. However, pure Si anode exhibits very poor cycling 
stability, i.e., capacity retention is only about 50 mA h g-1 within 100 cycles [31, 32], 
due to its enormous volume changes (>300%) and pulverization upon 
lithiation/delithiation [33]. On the contrary, VT glasses exhibit superior cycling 
stability due to their unique open structure (more details are shown in Section 1.1) but 
relatively low specific capacity compared to Si [18, 19]. In addition, glasses show 
viscous flow above the glass transition temperature (Tg) and can act as ‘binder’ for 
bonding Si. It is anticipated that the combination of Si and glasses through heat-
treatment could pose synergetic effects to achieve better electrochemical 
performances.   

3.1. CHARACTERIZATIONS OF VT AND SI/VT COMPOSITES 

3.1.1. PHASE AND THERMODYNAMIC ANALYSES OF VT AND VTS 

10 wt.% Si and 90 wt.% vanadium tellurite glass (VT) powders were mixed evenly, 
referred to as VTS in this Chapter. Fig. 3-1 shows the DSC upscan curves for both VT 
and VTS. For these samples, the glass transition temperature (Tg =509K) and 
crystallization onset temperatures (Tc1=563K, Tc2=602K) are the same, while 
crystallization temperature (Tc3) at 673K only shows in VT. In addition, the melting 
temperature (around 760K) of VT glass becomes weaker and shifts to a lower 
temperature when Si is introduced. These results indicate that doping Si into VT does 
not change the glass transition but suppresses the crystallization behavior of the glass.  
The latter phenomenon is anomalous, to the best of my knowledge, doping Si 
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generally provides more heteronuclear sites, thereby promoting the nucleation and 
crystallization of VTS compared with pristine VT glass. The opposite results 
prompted us to further investigate the crystallization behavior of VT and VTS. 

 

Fig. 3-1 DSC upscan curves of both VT and VTS, which are obtained at 10 K/min in argon. The 
characteristic temperatures such as glass transition (Tg) and crystallization onset temperatures 
(Tc1, Tc2, and Tc3) are denoted in the curves. 

Since the crystallization behaviors of VT and VTS are almost the same up to 650K 
but very different in the temperature range of 673∼725K, we conducted several DSC 
upscans on VT and VTS to 650K and 725K. Fig. 3-2a shows the DSC curves for VT 
and VTS upscanned to 650K for three times. Fig. 3-2b shows the curves for these 
samples upscanned to 650K for the first time followed by to 725K for the second and 
third times. In both Figs. 3-2a and b, the Tgs of both VT and VTS shift to higher 
temperatures from the first to the 2nd upscan due to the crystallization in the first 
upscan. In the third upscan, Tgs remain constant in Fig. 3-2a but disappear in Fig. 3-
2b, suggesting that during the second DSC upscan to 725K, the glasses are fully 
transformed into crystal phase. In addition, for each upscan, VT and VTS show the 
same Tg value, indicating that the remaining glass phase in VT and VTS after 
crystallization might have the same composition. New crystallization peaks with onset 
temperatures of Tc3 and Tc4 are observed for VT but not for VTS in Fig. 3-2a. 
Moreover, Tc3 (647K) for VT shifts to a higher temperature (662K) for VTS in Fig. 
3b. These results verify that the crystallization in VT glass was suppressed by 
introducing nano-Si.  

Figs. 3-3a, 3b show XRD patterns of VT and VTS after each DSC upscan to 650K. 
According to the number of the DSC upscans, samples are named as VT/VTS-650, 
VT/VTS-650-2, VT/VTS-650-3, respectively. Clearly, only V2O5 crystals were 
precipitated from both VT-650 and VTS-650 samples, as the crystalline Si already 
exists in VTS.  
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Fig. 3-2 DSC upscan curves of both VT and VTS, which are obtained at 10 K/min in argon. (a) 
DSC upscan to 650K for three times. (b) DSC upscan to 650K for the first time and then to 
725K for the second and third times. The characteristic temperatures such as glass transition 
(Tg) and crystallization onset temperatures (Tc1, Tc2, Tc3 and Tc4) are denoted.  

However, samples VT-650-2 and VT-650-3 show sharp diffraction peaks 
corresponding to Te2V2O9 crystals besides V2O5 peaks, while samples VTS-650-2 and 
VTS-650-3 still only exhibit peaks associated with V2O5 and Si. This suggests that by 
introducing nano-Si into VT glass, the crystallization of Te2V2O9 has been suppressed. 
In addition, this finding also indicates that the compositions of the remaining glass 
matrices in VT and VTS are different after the 2nd and 3rd DSC upscan, even though 
these two samples have the same Tg in each upscan curve.  

 

Fig. 3-3 XRD patterns of (a) VT and (b) VTS after the first, second and third DSC upscans to 
650 K at 10 K/min in argon. 

Fig. 3-4 shows the XRD patterns of VT and VTS after two DSC upscans, i.e., first to 
650K and then to 725K, which are referred to as VT-650-725 and VTS-650-725, 
respectively. Clearly, VT-650-725 shows two kinds of crystalline phases, i.e., V2O5 
and Te2V2O9, while VTS-650-725 shows four types of crystals, i.e., V2O5, Te2V2O9, 
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TeVO4, and Si. This indicates that although the crystallization of Te2V2O9 in VTS is 
suppressed, a new crystalline phase (TeVO4) is precipitated during heating VTS to 
725K. The formation of TeVO4 could arise from the reaction between VT glass and 
nano-Si.  

 

Fig. 3-4 XRD patterns of VT and VTS after two DSC upscans at 10 K/min in argon. The first 
upscan was carried out to 650K and the second one was to 725K, which are referred to as VT-
650-725 and VTS-650-725, respectively. 

3.1.2. STRUCTURAL ANALYSIS OF VT AND VTS 

 

Fig. 3-5 Possible linkage modes between (a) VO4 tetrahedra, (b) VO5 trigonal bipyramids (tbps) 
with TeO3 or TeO4 in vanadium-tellurite glasses [34]. 
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Unlike traditional inorganic glasses with 3D tetrahedral network, the structure of VT 
contains VO4 tetrahedra and VO5 trigonal bipyramids(tbps) [34]. Fig. 3-5 shows three 
possible tetrahedra of VO4, including types of VO3- 

4 , V2V4-
7 , and (VO3)n-

n -chain and two 
possible tbps of VO5, i.e., (VO4)3n-

n -chain and (V2O8)n-zigzag chain. Clearly, VO4 and 
VO5 units can be corner-sharing and edge-sharing with TeO3 or TeO4 units.  

 

Fig. 3-6 51V NMR spectra of (a) VT and (b) VTS samples before and after two different DSC 
upscans at 10 K/min in argon. For VT/VTS-650-2, samples were upscanned to 650K twice, 
while for VT/VTS-650-725, samples were upscanned to 650K first and then to 725K. The 
deconvolution of 51V NMR spectra for VT/VTS (c), VT/VTS-650-2 (d), and VT/VTS-650-725 (e). 
Purple and green curves represent the VO4 and VO5 contributions, respectively. 

To further verify the inhibition effect of crystallization in VTS and probe the structural 
evolution in VT and VTS samples upon different heating processes, NMR 
characterizations of VT and VTS were performed. Figs. 3-6a, b shows the 51V NMR 
spectra of VT, VTS, VT/VTS-650-2, and VT/VTS-650-725. The spectrum of each 
sample can be deconvoluted into two peaks (purple and green curves), corresponding 
to VO4 and VO5, respectively (Figs. 3-6c, d, e). For each sample, the fractions of VO4 
and VO5 are shown in Table 3-1. Clearly, as the DSC maximum upscanning 
temperature (Tmax) rises, the VO5/VO4 ratio increases for both VT and VTS. In 
addition, the VT-650-2 shows higher VO5/VO4 ratio than VTS-650-2. This is due to 
that the majority of vanadium of Te2V2O9 and V2O5 crystals exist in VO5 units [34-
40] and both Te2V2O9 and V2O5 are precipitated in VT-650-2, but only V2O5 forms in 
VTS-650-2. The lower VO5/VO4 ratio in VTS-650-2 compared with that in VT-650-
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2 further confirms the inhibiting effects of Si on the crystallization of VT glass. When 
Tmax reaches 725K, VT/VTS-650-725 exhibit the same VO5/VO4 ratio. This is because 
the two glass samples are fully transformed into crystals, verified by the DSC results 
in Fig. 3-2b. It is worth noting that although a new TeVO4 phase is precipitated in 
VTS-650-725 besides V2O5 and Te2V2O9, the majority of vanadium in TeVO4 exists 
in VO5 [35, 36, 38, 39].  

Table 3-1 The fraction of VO5 and VO4, which were obtained from the deconvoluted 51V NMR 
spectra shown in Fig. 3-6.  

Samples VO5 
(%) 

VO4 
(%) 

VO5/VO4 Samples VO5 
(%) 

VO4 
(%) 

VO5/VO4 

VT 62.2 37.8 1.65 VTS 62.3 37.7 1.65 
VT-650-2 80.9 19.1 4.24 VTS-650-2 75.8 24.2 3.13 

VT-650-725 88.1 11.9 7.40 VTS-650-725 88.2 11.8 7.47 
 

 

Fig. 3-7. 125Te NMR spectra of (a) VT and (b) VTS samples before and after two different DSC 
upscans at 10 K/min in argon. For VT/VTS-650-2, samples were upscanned to 650K twice, 
while for VT/VTS-650-725, samples were upscanned to 650K first and then to 725K. Dashed 
lines: the fitting curves. 

Fig. 3-7 shows the 125Te NMR spectra of VT/VTS, VT/VTS-650-2, and VT/VTS-
650-725. Each 125Te spectrum can be fitted by one unsymmetric peak, ascribing to 3-
coordinated Te. As Tmax rises, the peak shape becomes sharper, indicating the glass-
to-crystal transformation [34]. In addition, VT-650-2 shows a sharper peak than VTS-
650-2, suggesting that crystallization of Te2V2O9 has been suppressed in VTS.  

To reveal the mechanism of the suppressing crystallization in VTS, XPS 
measurements were conducted on VTS and VTS-650. As shown in Fig. 3-8a, each Si 
2p XPS curve can be deconvoluted into two peaks, i.e., 99.5 and 103.1 eV 
corresponding to Si and SiO2, respectively [41].  More details are shown in Table 3-
2. Clearly, the fractions of Si in VTS and VTS-650 are 61.1 and 55.6%, respectively, 
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implying the oxidation of Si during heat-treatment.  Fig. 3-8b shows the V 2p spectra, 
in which VTS can be deconvoluted into four peaks while VTS-650 can be 
deconvoluted into five peaks. Peaks at 532.7, 530.6, 524.9, and 517.5eV are ascribed 
to V-OH, V-O, V 2p1/2, and V 2p3/2, respectively. For VTS, peak at 517.5 eV becomes 
wider after heat-treatment, and the wider peak can be deconvoluted into two peaks, 
i.e., 517.5 and 516.4 eV, corresponding to V5+ and V4+, respectively. This indicates a 
redox reaction occurred between Si and VT during the heating process [42, 43].     

 

Fig. 3-8 XPS high-resolution of Si 2p(a) and V 2p (b) spectra for VTS and VTS-650.  

Table 3-2 The fraction of Si, SiO2 of VTS and VTS-650, which were obtained from the 
deconvoluted Si 2p XPS spectra shown in Fig. 3-8a.  

Chemical state 
Samples 

Si 
(%) 

SiO2 
(%) 

Ratio 
(Si/SiO2) 

VTS 61.1 38.9 1.6 
VTS-650 55.6 44.4 1.2 

To further study the reaction between Si and VT during heating, systematical NMR 
analyses were performed on the VTS with different Tmax. As shown in Fig. 3-9a, for 
29Si NMR spectra, each spectrum can be deconvoluted into three peaks, i.e., at −110 
ppm, −85 ppm, and ∼ −80 ppm, corresponding to Q4 in amorphous SiO2, amorphous 
Si (A-Si), and crystalline Si (C-Si) [44], respectively, where Q represents tetrahedron, 
and 4 is the number of bridging oxygen [45].  With an increase of the Tmax, the peak 
at ~ −80 ppm becomes weaker, and the peak at ~ −85 ppm decreases and disappears 
at 1.6Tg (815K). In contrast, the peak at ~ −110 ppm increases as the Tmax rises. These 
imply the transformation of nano-Si into amorphous SiO2 during the heating process. 
Fig. 3-9b shows the 51V spectrum of VTS after DSC scanning to different 
temperatures, i.e., Tg=509 K, 1.1Tg =560 K, 1.2Tg =610 K, 1.3Tg≈650 K, and 1.4Tg 
≈725 K. Fig. 3-9c shows the deconvolution results, and each spectrum can be 
deconvoluted into two components, i.e., the purple curve corresponds to [VO4], while 
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the green curve is ascribed to [VO5]. Obviously, as Tmax rises, the fraction of [VO5] 
increases, while that of [VO4] decreases.  

 

Fig. 3-9 (a) 29Si NMR spectra of VTS upscanned in DSC to Tg ∼ 2.1Tg at 10 K/min in argon (b) 
51V NMR spectra of VTS upscanned in DSC to Tg∼1.4Tg at 10 K/min in argon (c) deconvolution 
of 51V NMR spectra shown in (b).  

 

Fig. 3-10 The dependences of both Si(dec.)/(Si+SiO2) and VO4(trans.)/((VO4+VO5) on the DSC Tmax 
for VTS samples. The T/Tg represents the ratio of the Tmax to the glass transition temperature of 
VTS. 

Fig. 3-10 is a summary of the 29Si and 51V NMR results (Fig. 3-9). By integrating the 
areas of deconvoluted peaks, the fractions of Si, SiO2, VO4, and VO5 can be 
determined.  Si(dec.) and VO4(trans.) refer to the fractions of Si and VO4 units, which have 
been oxidized to Si4+ or transformed into VO5 during heating. Obviously, as the Tmax 
increases, both the fractions of Si(dec.) and VO4(trans.) rise. In detail, when Tmax is higher 



CHAPTER 3. STRUCTRUE AND CRYSTALLIZATION OF VT GLASS AND SI/VT-GLASS COMPOSITES 

19 
 

than 1.4Tg, the Si(dec.)/(Si+SiO2) increases dramatically, suggesting that a violent 
reaction occurs between Si and VT glass. In contrast, the VO4(trans.)/(VO4+VO5) 
increases rapidly from 1.1Tg to 1.4Tg. Since the coordination number of stable V4+ can 
only be 5 or 6 while that of stable V5+ can be 4, 5 and 6 [46], the increase of VO4(trans.) 

in VTS-1.1Tg compared to VTS-Tg could partially arise from the transition of V5+ to 
V4+. When the Tmax is above 1.1 Tg, the transition of VO4 to VO5 units is ascribed to 
both the reduction of V5+ to V4+ and the crystallization of V2O5, Te2V2O9 and TeVO4 
(the valence of vanadium is +4). The changes in both Si(dec.) and VO4(trans.) imply that 
nano-Si starts to react with VT glass at 1.1Tg. Thus, the Si-to-SiO2 conversion in VTS 
can be controlled by varying the heat-treatment temperature. 
 

 

Fig. 3-11. FTIR spectra of Si and VTS after upscanning in DSC to Tg, 1.1Tg and 1.2Tg at 10 
K/min in argon. 

Fig. 3-11 shows the FTIR spectra of Si, VTS-Tg, VTS-1.1Tg, and VTS-1.2Tg. Peaks 
at 478cm-1 and 1000∼1250 cm-1 correspond to Si−O vibrations [47-51], while peaks 
at 680, 985 and 1018 cm-1 are assigned to O−Te−O or Te−O−Te vibrations [48], [VO5] 
vibrations, and V=O vibrations in [VO5], respectively [48, 50, 52-54]. Moreover, the 
broad peaks between 750 and 940 cm-1 are mainly attributed to V−O−V, [VO4], and 
[VO5] vibrations[48, 50, 51]. A new peak at 530 cm-1 associated with the V−O−V 
vibrations appears in spectra of VTS-1.1Tg and -1.2Tg samples [55-58]. Clearly, for 
the Si spectrum, a strong peak in the range of 1000∼1250 cm-1 is observed, suggesting 
the existence of SiO2 in commercial nano-silicon particles. For the spectra of the other 
three samples, as the Tmax increases, the intensities of peaks at 530, 985, 1018, and 
1050∼1250 cm-1 rise, indicating increases in the numbers of V−O−V bonds, [VO5] 
units, and Si−O bonds. This is consistent with the NMR results (Fig. 3-9).  

The above results reveal that although SiO2 already exists in the pristine commercial 
nano-silicon particles, during heating process, Si gradually transformed into 
amorphous SiO2, while V5+ converted to V4+, and hence a redox reaction should occur 
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between Si and VT. One possible reaction mechanism is shown in Fig. 3-12. In detail, 
during the heating process, Si-Si bonds break and each Si gains 4 oxygens from the 
[VO5] units in VT glass, consequently, forming the tetrahedral [SiO4] network and 
[VO4] units. Meanwhile, Si reduces V5+ in [VO5] to V4+ in [VO4] (Fig. 3-12a). 
However, the [VO4] units containing V4+ are not stable [46], and they will rearrange 
themselves to form [VO5]. Thus, during the heating process to 725K, [VOx] units, 
which could be the [VO4] units containing V4+/V5+ and [VO5] units containing V5+, 
evolve into the ordered structure. Simultaneously, part of [VO4] units transform into 
[VO5] units by sharing oxygen with other [VO4] units [34] (Fig. 3-12b), generating 
new V−O−V bonds, verified by NMR and FTIR results.  

 

Fig. 3-12. Schematic diagram of the reaction between Si and VT glass (a), and the evolution of 
[VO4] to [VO5] (b) when VTS was upscanned by DSC to 725K at 10 K/min in argon.  

Combined with the XRD results (Fig. 3-4), the redox reaction between Si and VT 
glass can be written as: 

2 2 9 4 2
1 1( ) 2 ( ) ( )
2 2

Si Te V O glass TeVO glass SiO amorphous+ → +                               (3-1) 

For VTS, during the first DSC upscan to 650K, the thermal energy is mainly used to 
overcome the energy barrier for V2O5 formation. When the second DSC upscan to 
650K, the thermal energy is preferentially consumed for the above reaction (3-1) but 
not enough for the precipitation of new crystals. However, when the Tmax of the second 
upscan is increased to 725K, the thermal energy is sufficient to not only make this 
reaction occur but also overcome the energy barriers for both the precipitation of 
Te2V2O9 and TeVO4 crystals. This can be the origin of the suppression effects, i.e., 
crystallization was suppressed by doping Si in VT.  

3.2. ELECTROCHEMICAL PERFORMANCES OF VT AND VTS 
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Fig. 3-13. The cycling performance of anodes based on the VTS, VTS-650-2, VTS-650-725, 
Nano Si, VT, VT-650-2, VT-650-725 at 0.1 A g-1 for 50 cycles.  

Fig. 3-13 shows the cycling performances of VTS, VTS-650-2, VTS-650-725, nano 
Si, VT, VT-650-2, VT-650-725, which exhibit capacities of 291, 424, 350, 5, 269, 
305, and 261 mA h g-1, respectively, at a current density of 0.1A g-1 after 50 cycles. 
Clearly, the capacities of VTS after heat-treatment are higher than those of VT after 
heat-treatment, pristine VT and Si, suggesting VTS-650-2/VTS-650-725 exhibits a 
synergistic effect of VT and Si to some extent. In addition, the higher capacity of VTS 
after heat-treatment than that of pristine VTS indicates that the heating process can 
combine Si with VT and hence leverage the strengths of both materials. Moreover, 
VTS-650-725 based anode exhibits lower capacity than VTS-650-2, in which the 
former is fully crystallized while the latter is partially crystallized, verified by the DSC 
results. This could be due to that on the one hand, VTS-650-2 has more channels for 
Li+ diffusion as it preserved both open networks of glass and space between crystals 
and glass matrix. On the other hand, the fraction of inactive SiO2 in VTS-650-2 is 
lower than that of VTS-650-725, verified by the NMR results. Therefore, introducing 
Si into glass by heat-treatment and fabricating glass-ceramics, which contain both 
glass and crystals, could be an approach to enhance the capacity of both VT and VTS. 
However, the electrochemical performances of VTS need to be further improved. We 
will explore it further in the next chapter. 

3.3. SUMMARY 

In this chapter, we prepared a composite material composed of nano-Si and V2O5-
TeO2 glass (VT), which could be potentially applied as the anode material for LIBs. 
The nano-Si particles were evenly mixed with the VT glass, and then the mixture was 
subjected to different dynamic heat-treatment in argon by DSC. The as-prepared VTS 
exhibits higher capacity than their VT counterparts. In addition, the crystallization of 
VTS was suppressed compared with VT during the heating process. We clarified the 
origin of the suppression effects by using XPS, solid-state NMR, and FTIR 
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techniques. It was found that the introduction of nano Si in VT glass suppressed the 
formation of Te2V2O9 crystals during heating to 650K but induce the precipitation of 
TeVO4 during heating to 725K. This can be explained by the redox reaction between 
nano-Si and the VT glass. That is, when the VTS was heated to 650K, some thermal 
energy was consumed to overcome the energy barrier for the redox reaction (3-1), 
thereby making the precipitation of Te2V2O9 crystals more difficult. When VTS was 
heated to 725K, the energy was sufficient for the precipitation of both TeVO4 and 
Te2V2O9 phases. This fundamental research on the structure evolution and 
crystallization behaviors of VTS upon heating contributes to the design of Si-glass 
composites for high-performance LIBs. 



CHAPTER 4. OPTIMIZING PERFORMANCES OF SI/VT-GLASS COMPOSITES BY HOT PRESSING 

23 
 

CHAPTER 4. OPTIMIZING 
PERFORMANCES OF SI/VT-GLASS 
COMPOSITES BY HOT PRESSING  

In Chapter 3, we have found that the Si/vanadium-tellurite glass composites (VTSs) 
can enhance the electrochemical performance compared with the pure Si and VT. 
However, the capacity of the VTS, which was obtained by the traditional heat 
treatment method (Chapter 3), still needs to be improved. Since the preparation 
process is one of the key factors affecting the material properties, in this chapter 
(based on Paper III), we fabricated Si/VT composites by the hot-pressing method (see 
Section 2.1.2 for details). The composition-process-structure-electrochemical 
performance relations were studied.   

4.1. CHARACTERIZATIONS OF SI/VT COMPOSITES 

4.1.1. PHASE AND THERMODYNAMIC ANALYSES 

 

Fig. 4-1 XRD patterns of 10VTS-550-HP, 10VTS-570-HP, 10VTS-620-HP, 10VTS-670-HP, 
and 10VTS-770-HP. 

Based on the DSC results of VTS in Fig. 3-1 (Chapter 3), the glass transition 
temperature (Tg), crystallization onset temperatures (Tc1 and Tc2), and melting 
temperature (Tm) are observed at 509, 563, 602, and 750K, respectively. To find out a 
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proper hot-pressing process, we firstly hot pressed 10VTS samples in a vacuum 
furnace under 100 MPa and kept for 0.5 h at different temperatures, i.e., 550K (above 
Tg), 570K (above Tc1), 620K (above Tc2), 670K (below Tm), and 770K (above Tm), 
where the number-10 represents the introduction of 10 wt.% Si nanoparticles into VT. 
According to the hot-pressing temperature, samples are referred to as 10VTS-550-HP, 
10VTS-570-HP, 10VTS-620-HP, 10VTS-670-HP, and 10VTS-770-HP, respectively. 
For comparison, 10VTS was heated to 620K and kept for 0.5 h in the vacuum furnace 
without pressure, and the obtained sample is named as 10VTS-620.   

Fig. 4-1 shows the XRD patterns of the 10VTS-550/570/620/670/770-HP samples. 
Clearly, in all the samples, Bragg diffraction peaks at 2θ≈28, 47, 56° are detected. 
These peaks are ascribed to Si crystals, suggesting the preservation of Si after heat-
treatment. In addition, samples 10VTS-670-HP and 10VTS-770-HP show V2O5 and 
TeVO4 crystals besides Si, while 10VTS-550-HP, 10VTS-570-HP, and 10VTS-620-
HP samples only exhibit Si. This indicate that although 10VTS-570-HP and 10VTS-
620-HP was heated above the first crystallization onset temperature Tc1 (563K) shown 
in DSC, no detectable new crystals were formed in both samples.  This could be due 
to the different heating conditions between the different devices (DSC and furnace).  

 

Fig. 4-2 DSC upscan curves of both 10VTS and 10VTS-620-HP, which are obtained at the rate 
of 10 K/min in argon. The characteristic temperatures such as glass transition (Tg) and 
crystallization onset temperatures (Tc1, Tc2, and Tc3) are denoted in the curves.       

To study the effect of hot-pressing process on thermal properties of samples, we 
performed DSC measurements on both 10VTS and 10VTS-620-HP. As shown in Fig. 
4-2, both 10VTS and 10VTS-620-HP show the same Tg, Tc1, and Tc2 values. However, 
a new crystallization peak (Tc3=622K) appears in 10VTS-620-HP, indicating the 
different potential energy and/or structure between those two samples. This is 
reasonable considering that 10VTS-620-HP has undergone heat-treatment compared 
to 10VTS. During heating 10VTS to 620K by hot pressing, the thermal energy can be 
used to increase the potential energy of the composite and overcome energy barrier of 
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a redox reaction which may occur between Si and VT [59], as shown in Chapter 3. 
Therefore, 10VTS-620-HP is more likely to precipitate new crystals in the subsequent 
DSC scan compared to 10VTS.   

4.1.2. MORPHOLOGICAL AND STRUCTURAL CHARACTERIZATIONS 

Fig. 4-3 shows the morphologies and EDS elemental mappings of samples 10VTS-
620, 10VTS-620-HP, and 10VTS-670-HP. For 10VTS-620 (Fig. 4-3a), Si nano 
particles agglomerated and covered the surface of VT, verified by the SEM image and 
elemental mappings of Si, V, Te, suggesting that Si is only in physical contact with 
VT when no pressure is applied.  In contrast, Si nano particles are embedded in the 
VT matrix and form Si/VT composites for 10VTS-620-HP (Fig.4-3b) and 10VTS-
670-HP (Fig.4-3c). This indicate that compared with traditional heat-treatment, hot 
pressing method could be a more effective approach to combine Si with VT. Thereby, 
for hot-pressed samples, the VT is expected to buffer the volume change of Si during 
cycling. 

 

Fig. 4-3 SEM images and EDS elemental mappings of Si, V and Te. (a) 10VTS-620, (b) 10VTS-
620-HP, (c) 10VTS-670-HP, where the number, i.e., 10, represents the introduction of 10 wt.% 
Si nanoparticles into VT. 

The FTIR spectra of Si, 10VTS, 10VTS-620, and 10VTS-620-HP are shown in Fig. 
4-4. Peaks at 478, 530, 680, 982, and 1000∼1250 cm-1 correspond to Si−O, V−O−V, 
Te−O−Te or O−Te−O, [VO5], and Si−O vibrations [47-49, 59], respectively. When 
compared to the pristine 10VTS, the peak intensities at 1000–1250 cm-1 for samples 
10VTS–620 and 10VTS–620–HP rise, implying that Si was oxidized after heat-
treatment. This phenomenon can only be explained by that VT oxidized Si, as the 
heating process is carried out in a vacuum. Moreover, 10VTS-620 shows a sharp peak 
at 530 cm-1, which is not observed in 10VTS-620-HP. Instead, sample 10VTS-620-
HP exhibit sharp peaks at 644 cm-1 and 435 cm-1, which are attributed to 
V−O−V/Te−O−Te vibrations [60, 61]. The spectral differences between 10VTS-620 
and 10VTS-620-HP suggest that the pressure applied affects the structural evolution 
of VTS during heating.  
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Fig. 4-4 FTIR spectra of Si, 10VTS, 10VTS-620, 10VTS-620-HP, where the number, i.e., 10, 
represents the introduction of 10 wt.% Si nanoparticles into VT. 

 

Fig. 4-5 XPS high-resolution of Si 2p(a) and V 2p (b) spectra for 10VTS, 10VTS-620, 10VTS-
620-HP, and 10VTS-670-HP.  

To further study the structural evolution upon heating, XPS measurements of 10VTS, 
10VTS-620, 10VTS-620-HP, and 10VTS-670-HP were carried out. Fig. 4-5a shows 
the Si 2p spectra of samples. Each spectrum can be deconvoluted into peaks at ∼99.5 
eV (Si) and ∼103.1 eV (SiO2) [41]. The deconvolution results are shown in table 4-1. 
Clearly, more Si converts into SiO2 with the increase of heating temperature. In 
addition, VTS-620 and VTS-620-HP show the same fractions of Si (∼54.5%), 
indicating that the pressure does not promote the Si-to-SiO2 conversion. Fig. 4-5b 
shows he high-resolution spectra of V 2p of these four samples. Peaks at 532.7, 530.6, 
524.9, and 517.5 eV are ascribed to V-OH, V-O, V 2p3/2, and V 2p1/2, respectively [42, 
43]. For the spectra of samples after heat-treatment, the V 2p1/2 peak becomes wider 
than that of pristine 10VTS. The wider peak can be deconvoluted into two peaks, i.e., 
V5+ at ∼517.5 eV and V4+ at 516.4 eV, suggesting a redox reaction occurred in 10VTS 
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during the heating process, i.e., V5+ oxidized Si and formed V4+ and SiO2. The 
formation of V4+ could facilitate the electrical conductivity in VT glass. This is 
because during discharging processes, polarons formed due to the electron-phonon 
interaction, and thus, high electronic conductivity can be realized by polaron-hopping 
from V4+ to V5+. However, the formation of SiO2, which is an insulating material, can 
decrease the electrical conductivity of materials. Therefore, there should be a 
compromise ratio between V4+ and SiO2 to achieve high electrical conductivity.  

Table 4-1 The fraction of Si, SiO2 of VTS, VTS-620, VTS-620-HP, VTS-670-HP, which were 
obtained from the deconvoluted Si 2p XPS spectra shown in Fig. 4-5.  

Chemical state 
Samples 

Si 
(%) 

SiO2 
(%) 

Ratio 
(Si/SiO2) 

VTS 61.1 38.9 1.6 
VTS-620 54.5 45.5 1.2 

VTS-620-HP 54.6 45.4 1.2 
VTS-670-HP 52.2 47.8 1.1 

 

4.2. ELECTROCHEMICAL PERFORMANCES 

4.2.1. CYCLING PERFORMANCE 

 

Fig. 4-6 Cycling performances of anodes based on Si, VT, 10VTS-570-HP, 10VTS-620-HP, 
10VTS-670-HP, 10VTS-770-HP, 10VTS-620, 20VTS-620-HP, 30VTS-620-HP, and 40VTS-
620-HP. 

Fig. 4-6a shows the cycling performances of Si, VT, 10VTS-570-HP, 10VTS-620, 
10VTS-620-HP, 10VTS-670-HP, and 10VTS-770-HP. Obviously, the capacities of 
10VTS-620-HP and 10VTS-670-HP reach 408 and 313 mA h g-1 at a current density 
of 1 A g-1 up to 1000 cycles, respectively, while those of Si, VT, 10VTS-570-HP, 
10VTS-620, 10VTS-770-HP are 28, 110, 136, 206, 205 mA h g-1 respectively. The 
significant capacity enhancement of samples 10VTS-620-HP, 10VTS-670-HP 
compared with that of pure Si and VT verifies that the hot pressing is an effective 
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method to combine Si and VT and realize a good synergistic effect. Since 10VTS-
620-HP shows higher capacity than the above-mentioned other samples, we increased 
the fraction of doping Si in VT, i.e., 20%, 30%, 40%, and hot pressed the mixture at 
the same condition as sample 10VTS-620-HP.  According to the Si fraction, the as-
prepared samples are referred to as 20VTS-620-HP, 30VTS-620-HP, and 40VTS-
620-HP, respectively. The cycling performances of these samples are shown in Fig. 
4-6b. Clearly, as the Si fraction increases from 20% to 40%, the capacities of the 
corresponding samples are 216, 260, and 126 mA h g-1, respectively. A higher fraction 
of Si in VTS leads to a lower capacity than 10VTS-620-HP, indicating that 10 wt.% 
Si is the optimal doping level.  

4.2.2. RATE PERFORMANCE 

 
Fig. 4-7 The rate performances of anodes based on Si, 10VTS-570-HP, 10VTS-620, 10VTS-
620-HP, 10VTS-670-HP, 10VTS-770-VTS, 20VTS-620-HP, 30VTS-620-HP, and 40VTS-620-
HP at current densities of 0.1, 0.2, 0.5, 1, 2 A g-1. 

Fig. 4-7 shows the rate performances of Si, 10VTS-570-HP, 10VTS-620, 10VTS-620-
HP, 10VTS-670-HP, 10VTS-770-VTS, 20VTS-620-HP, 30VTS-620-HP, and 
40VTS-620-HP samples at the current densities of 0.1, 0.2, 0.5, 1, and 2 A g-1. In Fig. 
4a, the capacity of Si drops dramatically from 2290 to 774 mA h g-1 while capacities 
of 10VTS-570-HP, 10VTS-620, and 10VTS-770-HP decrease from ∼450 to ∼200 mA 
h g-1 after 5 cycles at 0.1 A g-1. In contrast, the capacities of samples 10VTS-620-HP 
and 10VTS-670-HP are more stable and deliver average charging/discharging 
capacities of 725 and 621 mA h g-1 after 5 cycles at 0.1 A g-1, respectively. With the 
stepwise increase in the current density, the average capacities of all samples decrease, 
and among them, 10VTS-620-HP exhibits the highest capacity retention after 
performing 5 cycles at 0.2 0.5, 1, and 2 A g-1. When the current density was decreased 
back to 0.1 A g-1, the capacities of 10VTS-620-HP and 10VTS-670-HP recover to 710 
and 532 mA h g-1, respectively, and remain stable in the following cycles, while the 
capacity of Si reaches 568 mA h g-1 but decreases rapidly to 67 mA h g-1 after 100 
cycles in total. The significant capacity decrease of Si is due to its volume change and 
pulverization during cycling [31, 32]. The enhanced rate capacities in both 10VTS-
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620-HP and 10VTS-670-HP compared with pure Si, further confirm the effectiveness 
of the hot-pressing strategy. 

The rate performances of the 10VTS-620-HP, 20VTS-620-HP, 30VTS-620-HP, and 
40VTS-620-HP are shown in Fig. 4-7b. The average capacity of the 20VTS-620-HP, 
30VTS-620-HP, and 40VTS-620-HP in the first five cycles is 808, 857, and 910 mA 
h g-1, respectively, which is greater than that of the 10VTS-620-HP (725 mA h g-1). 
However, these three samples are sensitive to current density, and the capacity 
retention decreases rapidly as the current density increases. When the current was 
decreased back to 0.1 A g-1, the capacities of 20VTS-620-HP, 30VTS-620-HP, and 
40VTS-620-HP samples are 636, 695, and 720 mA h g-1, respectively, and after 100 
cycles, the capacities of these three samples are 316, 281, and 189 mA h g-1, 
respectively. This rapid capacity decline in 20VTS-620-HP, 30VTS-620-HP, and 
40VTS-620-HP samples could be interpreted that although these three samples 
contain higher percentages of doped Si than the 10-VTS-620-HP, not all the Si 
nanoparticles are properly embedded into the VT glass matrix due to the limited 
storage capability of the glass for Si. A larger fraction of doping may cause more bare 
Si nanoparticles to aggregate on the surface of the VT particles as opposed to being 
embedded in the protective glass matrices, resulting in a higher percentage of Si 
undergoing volume changes and pulverization. Hence a rapid decline in capacity is 
observed.   

4.2.3. CYCLIC VOLTAMMETRY CURVE 

To study why the 10VTS-620-HP based anode shows higher capacity than other 
samples with higher Si fraction or higher temperature, Cyclic Voltammetry (CV) 
measurements of 10VTS-620-HP, 10VTS-670-HP, 30VTS-620-HP, and 40VTS-620-
HP were performed (Fig. 4-8). For 10VTS-620-HP (Fig. 4-8a), the reduction peaks at 
around 1.01 V, 0.66 V, and 0.02 V are observed, which can be attributed to the 
interaction between Li+ and VT, formation of solid electrolyte interface film (SEI), 
and the alloying of Li+ with Si, forming LixSi phase, respectively [62-64]. Peaks at 
around 0.34 V and 0.54 V in the delithiation process indicate the extraction of Li+ 
from LixSi, while peaks at ∼1.26 and ∼2.08 attribute to the extraction of Li+ from VT 
glass matrix [18, 19]. In the subsequent two CV cycles, peaks at 1.01 and 0.66 V 
disappear and instead, a new strong peak located at ∼0.85 V is observed, which arises 
from the insertion of Li+ into VT [19].  

Fig. 4-8b shows the CV curves of 10VTS-670-HP, in which both glass and V/V-Te 
containing crystals (V2O5 and TeVO4) are present. In the first cathodic scan, peaks at 
1.83 V, 0.97 V, 0.63 and 0.02 V are observed. The former two peaks should 
correspond to the insertion of Li+ into VT glass-ceramic, while the latter two peaks 
are ascribed to the formation of SEI and the alloying of Li+ with Si, respectively. The 
anodic peak positions are similar to those of 10VTS-620-HP, except that the peaks 
shift from 1.26 and 2.08 V in 10VTS-620-HP to 1.31 and 2.21 V in 10VTS-670-HP. 
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These two peaks should be attributed to the Li+ extraction from VT glass-ceramic. In 
the second and third CV curves, new strong peaks at ∼0.91 V appear due to the Li+ 
insertion into VT glass-ceramic. Obviously, peaks corresponding to Si 
insertion/extraction (0.02, 0.34, and 0.54 V) in 10VTS-670-HP are weaker than those 
in 10VTS-620-HP (Fig. 4-8a), indicating that the reversible reaction between Si and 
LixSi is reduced. This can be explained by the fact that more Si in the VTS is 
transformed into SiO2 when the hot-pressing temperature rises, resulting in fewer Si 
active sites and hence decreased capacity. 

 

Fig. 4-8 Cyclic Voltammetry (CV) curves of 10VTS-620-HP(a), 10VTS-670-HP(b), 30VTS-620-
HP(c), 40VTS-620-HP(d) within the range from 0.01 to 3.0 V at a scan rate of 0.1 mV s-1. 

The CV curves of the 30VTS-620-HP and 40VTS-620-HP are shown in Figs. 4-8c, d. 
Clearly, the cathodic and anodic peak positions of 30VTS-620-HP (Fig. 4-8c) are 
identical to those of 10VTS-620-HP (Fig. 4-8a), but peak intensities of the former are 
weaker. This suggests that in 30 VTS-620-HP, fewer Li+ inserted/extracted into/from 
both Si/LixSi and VT matrix. In contrast to 10VTS-620-HP, 40VTS-620-HP in Fig. 
4-8d displays weaker peaks at 0.02, 0.34, and 0.54 eV and no anodic peak at 1.26 eV. 
Additionally, in 40VTS-620-HP, the peaks at 0.85 and 2.08 eV are essentially 
undetectable. These results imply that as the fraction of doping Si increases, the 
reversible reactions decrease, i.e., fewer Li+ inserted/extracted into/from Si or LixSi 



CHAPTER 4. OPTIMIZING PERFORMANCES OF SI/VT-GLASS COMPOSITES BY HOT PRESSING 

31 
 

and VT, resulting in a decrease of capacity. This is reasonable considering the limited 
capability of VT matrix to accommodate Si.  When the amount of Si particles exceeds 
the limitation of the VT glass, the excess Si cannot be embedded into the VT matrix 
by hot pressing. Instead, Si particles aggregated and covered the surface of VT 
particles, preventing Li+ from entering the VT matrix. Furthermore, due to volume 
fluctuations during charge/discharge, the bare Si without the protection of the VT 
matrix is easily pulverized, resulting in a quick drop in capacity. 

4.2.4. ELECTROCHEMICAL IMPEDANCE SPECTRA 

The electrochemical impedance spectroscopy (EIS) of the 10VTS-620-HP and 
10VTS-670-HP is displayed in Fig. 4-9. One semicircle is present at high frequency 
on each EIS curve, while an inclined line is present at low frequency. The resistance 
parameters (table 4-2) were obtained from the inset equivalent circuit. Obviously, 
10VTS-620-HP shows a smaller charge transfer resistance (Rct=161.6 Ω) than 
10VTS-670-HP (Rct=354.8 Ω), indicating that the former exhibits a higher electrical 
conductivity, which leads to a better electrochemical performance in 10VTS-620-HP.  

 

Fig. 4-9 Nyquist plots of 10VTS-620-HP and 10VTS-670-HP, which were obtained from 
electrochemical impedance spectra within the frequency range from 0.01 Hz to 100 kHz. 

Table 4-2 Calculated impedance (Re, Rct) of 10VTS-620-HP and 10VTS-670-HP based on EIS 
equivalent circuit model.  

Impedance 
Samples 

Re (Ω) Rct (Ω) 

10VTS-620-HP 4.4 161.6 
10VTS-670-HP 3.4 354.8 
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4.3. PROPOSED MECHANISM 

 

Fig. 4-10 The protecting role of VT glass matrix, which prolongs the cycling life of Si.  

The structural origin of the electrochemical performance enhancements of VTS after 
hot pressing is related to the synergistic effects of VT glass matrix and the embedded 
nano-Si particles in lithium storage. First, the open disordered network structure that 
VT glass demonstrates is advantageous for Li+ diffusion. Second, the Si was 
embedded into VT matrix, which confines the volume expansion and buffers 
pulverization of Si during the insertion of Li+ into the composite, leading to good 
cycling stability. Specifically, compared with bare Si without the protection of glass, 
fewer Li-ions reacting with the embedded Si due to that some Li+ ions diffuse and 
store in the VT glass matrix in the composite during discharging. That is, to some 
extent, the VT glass matrix suppress the alloying of Li+ with Si. Moreover, the volume 
expansion of the embedded Si during alloying can be confined by the glass matrix (as 
shown in Fig. 4-10), leading to a lower degree of volume change and pulverization of 
Si. Third, the electrical conductivity of VTS can be increased by the production of V4+ 
as a result of the redox reaction between Si and VT during heat-treatment. Therefore, 
the VTS-HP samples outperform pristine Si, VT, and VTS in terms of reversible 
capacity and rate capability.  

4.4. SUMMARY 

In this chapter, we used a hot-pressing technique to embed Si nanoparticles into the 
vanadium-tellurite glass (VT) matrix to create Si/VT composites (VTSs) for lithium 
storage. By optimizing the hot-pressing temperature and Si fraction, the VTS can yield 
a strong synergistic effect. The capacity of the anode made from 10VTS-620-HP after 
1000 cycles at 1 A g-1 is 408 mA h g-1, which is 3 times that of VT and 14 times that 
of pure Si. The significant performance enhancement could be due to that the VT glass 
with an open disordered network can provide channels for lithium transfer, as well as 
the glass matrix buffers the volume change of Si. Additionally, the electron transfer 
in 10VTS-620-HP can be facilitated by the formation of V4+ arising from the redox 
interaction between Si and VT during heat treatment.  
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CHAPTER 5. STRUCTURE AND 
PERFORMANCES OF SI@MOF-GLASS 
COMPOSITES 

Metal-organic frameworks (MOFs), which are constructed by metal ion nodes and 
organic ligands, have shown great potential to be applied in the fields of energy and 
environmental technology. This potential is mainly due to their great porosity, huge 
surface, abundant reaction sites and tunable structures [20]. In this regard, scientists 
are attempting to develop MOF-based electrodes for lithium-ion batteries (LIBs). 
Despite some progress, there are still three major barriers for developing superior 
MOF-based anodes: 1) low capacity; 2) poor cycling stability; 3) limited electronic 
conductivity. 

About 6 years ago, a new family of MOFs, i.e., the MOF glasses via melt-quenching, 
were discovered by Yue et al. [25]. In contrast to crystalline MOFs, glassy MOFs 
possess disordered network structures with higher potential energy, and hence, 
contain larger free volume and more channels for lithium-ion storage and diffusion. 
These characteristics enable MOF glasses to exhibit better electrochemical 
performances than their crystalline counterparts [20]. However, it is still challenging 
to further enhance the capacity of MOF glass anodes owing to the limited Li+ 
intercalation. Silicon is well known to have high theoretical capacity but poor cycling 
stability. This inspired us to fabricate composite by combing the advantages of MOF 
glass and high-capacity Si material to obtain high-performance anodes.  

Zeolitic imidazolate framework (ZIF) is a subset of MOFs. In this Chapter (based on 
Paper II), Si nanoparticles were wrapped into cobalt-ZIF-62 by a reflux method. It 
should be mentioned that cobalt-ZIF-62 is a type of ZIF with the composition of 
Co(imidazole)1.75(benzimidazole)0.25. After melt-quenching the Si@ZIF composite 
(SiZC), the Si@ZIF-glass composite (SiZGC) was obtained (see 2.1.4 for details). We 
investigated the composition-structure-electrochemical performance relations of the 
SiZGC.   

5.1. CHARACTERIZATIONS OF SI@ZIF COMPOSITES 

5.1.1. PHASE AND THERMODYNAMIC ANALYSES 

Fig. 5-1 shows the XRD patterns of the ZIF crystal (Z), ZIF glass (ZG), 10Si@ZIF 
composite (10SiZC), 10Si@ZIF-glass composite (10SiZGC), and the simulated ZIF-
62 crystal, where the number, i.e.,10, represents that weight percent of Si 
nanoparticles introduced into ZIF-62. Samples Z, 10SiZC, and simulated ZIF-62 show 
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sharp diffraction peaks in the range of 10°∼25°, indicating the existence of ZIF 
crystals in these samples [20]. In contrast, sample ZG and 10SiZGC show no 
diffraction peaks between 10°∼25°, suggesting their amorphous nature. In addition, 
the Bragg diffraction peaks corresponding to Si crystals were observed in both 
10SiZC and 10SiZGC, indicating the existence of Si particles in the composites. Thus, 
the melt-quenching method only changed the crystal structure of ZIF but did not affect 
the crystal structure of Si.  

 

Fig. 5-1 XRD patterns of the ZIF-62 crystal (Z), ZIF-62 glass (ZG), 10Si@ZIF-62 composite 
(10SiZC), 10Si@ZIF-62-glass composite (10SiZGC), and the simulated ZIF-62 crystal, where 
the number, i.e., 10, represents that weight percent of Si nanoparticles introduced into ZIF-62. 

 

Fig. 5-2 DSC upscan curves (a) and thermogravimetric curves (b) of the ZIF crystal (Z), ZIF 
glass (ZG), 10Si@ZIF composite (10SiZC), and 10Si@ZIF-glass composite (10SiZGC), which 
were obtained at 10 °C min-1 in argon.  

DSC upscan curves and thermogravimetric (TG) curves of Z, ZG, 10SiZC and 
10SiZGC samples are shown in Fig. 5-2. For both Z and 10SiZC, the DSC curves (Fig. 
5-2a) exhibit endothermic peaks at around 280°C and 420°C, which are due to the 
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release of solvent and the melting event, respectively. However, ZG and 10SiZGC 
samples show a different situation in which the glass transition is observed at ∼330°C. 
This suggests that the vitrification of ZIF in 10SiZC is not affected by the introduction 
of Si. To evaluate the thermal stability, TG measurements of these four samples are 
conducted (Fig. 5-2b). Clearly, in the temperature range of 150~300°C, significant 
mass loss is observed in both Z and 10SiZC while no mass loss occurs in both ZG and 
10SiZGC. This is because the solvent (DMF) is released from the former two samples 
during the heating process.  

5.1.2. MORPHOLOGICAL AND STRUCTURAL CHRACTERIZATIONS 

Fig. 5-3 shows the morphologies of samples 10SiZC and 10SiZGC. For 10SiZC (Fig. 
5-3a), the SEM images and EDS elemental mappings of Co, N, and Si verify that Si 
nanoparticles are wrapped into ZIF layers with a size about 10 µm. In Fig. 5-3b, the 
morphologies of 10SiZGC are similar to those of 10SiZC, suggesting that the ZIF 
architectures remain after melt-quenching. In addition, the enlarged image (Fig. 5-3b) 
indicates that small Si particles are wrapped by ZIF-62 glass. Thus, as expected, SiZC 
and SiZGC are obtained by the facile reflux and the combination of reflux and melt-
quenching methods, respectively. 

 

Fig. 5-3 (a) SEM images of the 10Si@cobalt-ZIF-62composite (10SiZC) (Inset: EDS elemental 
mappings of Co, N and Si for SZ); (b) SEM images of the 10Si@cobalt-ZIF-62-glass composite 
(10SiZGC).  

To study the structure of the as-prepared samples, FTIR and Raman measurements 
were performed. Fig. 5-4a shows the FTIR spectra of Z, ZG, 10SiZC and 10SiZGC. 
Obviously, these four spectra show similar frequency bands corresponding to the 
intramolecular vibrations, suggesting that the integrity of organic linkers in ZIFs are 
preserved during melt-quenching [27]. Peaks at ∼430, ∼835, 668, and 1082 cm-1 are 
ascribed to the Co-N bonds,  in-plane bending of the aromatic ring [20, 65], the ring 
deformation out-of-plane-bending in the organic ligands, and the C-H bending 
vibrations, respectively [20]. Clearly, the peaks in the crystal at around 430 and 
835cm-1 shift to a lower wavenumber after vitrification. The intensity ratio between 
the 668 and 1082 cm-1 peaks increases when the ZIF crystal transform into glass. 
These indicate that ZG and 10SiZGC exhibit weaker Co-N bonds, aromatic rings, and 
an increased structure distortion compared with Z and 10SiZC. In addition, peaks at 
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1383 and 1675 cm-1 corresponding to the vibrational mode of C-H and the carbonyl 
groups of solvent molecules (DMF), respectively, are not observed in the glass-based 
samples [20, 66]. This indicates that the DMF molecules have escaped from Z or 
10SiZC during melt-quenching process, agreeing with the DSC results. Since Si is 
FTIR-inactive, Si-Si bonds were not detected in FTIR spectra of 10SiZC and 
10SiZGC. However, the Raman spectra of these two samples in Fig. 5-4b clearly show 
Si-Si bonds at ∼517 cm-1 [67], confirming the existence of Si in the target composites. 

 

 
Fig. 5-4 (a)FTIR spectra of Z, ZG, 10SiZC and 10SiZGC. (b) Raman spectra of 10SiZC and 
10SiZGC. 

5.2. ELECTROCHEMICAL PERFORMANCES 

5.2.1. CYCLING PERFORMANCE 

The cycling performances of the Si, Z, ZG, 5SiZC, 5SiZGC, 10SiZC, 10SiZGC, 
15SiZC, and 15SiZGC based anodes at a current density of 1 A g-1 for 500 cycles were 
shown in Fig. 5-5a. Obviously, the Si-doped composite samples exhibit higher 
capacities than those of the pristine ZIF crystal/glass and Si. In addition, the capacities 
of 5SiZGC and 10SiZGC are higher than those of 5SiZC and 10SiZC. In detail, the 
capacities of 5SiZGC and 10SiZGC based anodes reach 550 and 650 mA h g-1 at 1 A 
g-1 after 500 cycles, respectively, while those of 5SiZC and 10SiZC are 380 and 600 
mA h g-1, respectively. Moreover, the capacity of 10SiZGC based anode is more than 
three times that of ZG (210 mA h g-1), six times that of pristine ZIF crystal (108 mA 
h g-1) and thirty times that of pure Si (20 mA h g-1). The above results not only suggest 
that the Si@ZIF composite gives a synergistic effect (i.e., a combination of high 
capacity and high cycling stability) compared with pure Si and ZIFs, but also indicate 
the important role of ZIF glass in protecting Si in the composite. When 10SiZGC was 
subjected to longer cycling (Fig. 5-5b), the capacity of 10SiZGC peaked at 660 mA h 
g-1 at 570 cycles and then declined to 450 mA h g-1 after 1000 cycles. This could be 
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attributed to the structural evolution of ZIF and the pulverization of Si during 
lithiation/delithiation.  

 

Fig. 5-5 (a) The cycling performances of anodes based on the ZIF crystal (Z), ZIF glass (ZG), 
5Si@ZIF composite (5SiZC), 5Si@ZIF-glass composite (5SiZGC), 10Si@ZIF composite 
(10SiZC), 10Si@ZIF-glass composite (10SiZGC), 15Si@ZIF composite (15SiZC), and 
15Si@ZIF-glass composite (15SiZGC) at 1 A g-1 for 500 cycles, and (b) cycling performance 
of 10SiZGC at 1 A g-1 for 1000 cycles.  

5.2.2. RATE PERFORMANCE 

The rate capabilities of 5SiZC, 10SiZC, 15SiZC, 5SiZGC, 10SiZGC, and 15SiZGC 
samples are shown in Fig. 5-6. Samples 15SiZGC, 10SiZGC, and 5SiZGC deliver the 
average capacities of 666, 516, and 482 mA h g-1 within the first 10 cycles at 0.1 A g-

1, respectively, which are higher than their crystalline counterparts.  This can be 
explained that the ZIF glass phase provides more Li-ion intercalation sites arising 
from increased distortion and defects compared with crystalline ZIF [20]. As the 
current density increases, the average capacities decrease for all the samples, among 
which 5SiZGC exhibits the highest capacity retention after cycles at 0.5, 1, 2, and 5 
A g-1. In contrast, both 15SiZGC and 10SiZGC are sensitive to the current density and 
show a rapid drop in capacity with an increase of the current density. When the current 
density was set back to 0.1 A g-1, the specific capacity of 5SiZGC recovers to 432 mA 
h g-1 and remains stable in the following cycles, while that of 15SiZGC and 10SiZGC 
restores to 540 and 440 mA h g-1, respectively, but decreases in the subsequent cycles. 
This could be explained by the fact that, although 15SiZGC and 10SiZGC contain 
more Si than 5SiZGC, not all the Si nanoparticles in the composite contributed to the 
capacity increase within the studied 80 cycles. When more Si nanoparticles are 
introduced into the composite, such as the 10SiZGC, not all Si can be encapsulated 
into glassy ZIF cages, as shown in Fig. 5-3a. Therefore, due to the absence of the ZIF 
protection layer, the excess Si particles would aggregate and collapse during 
lithiation/delithiation, resulting in a decrease in capacity. 
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Fig. 5-6 The rate performances of anodes based on the 5SiZC, 5SiZGC, 10SiZC, 10SiZGC, 
15SiZC, and 15SiZGC at current densities of 0.1, 0.2, 0.5, 1, 2, 5 and 0.1A g-1. 

5.2.3. CYCLIC VOLTAMMETRY CURVE 

 
Fig. 5-7 Cyclic Voltammetry (CV) curves of pristine 10SiZGC within the range from 0.01 to 3.0 
V at a scan rate of 0.1 mV s-1. 

Fig. 5-7 shows the CV curves of 10SiZGC at a scan rate of 0.1 mV s-1. In the first 
cathodic scan, three reduction peaks at around 1.48 V, 0.32 V, and 0.02 V appear, 
attributing to the storage of Li+ within ZIF, formation of SEI and LixSi phase, 
respectively [62-64, 68]. Peaks at around 0.35 and 0.57 V in the anodic scan are 
ascribed to dealloying of LixSi to Si, while the peak at ∼1.24 V arises from the 
extraction of Li+ from ZIF glass [20, 64]. In the subsequent two CV cycles, peaks at 
1.48 and 0.32 V in the cathodic scan disappeared. Instead, a broad peak at 0.71 V and 
a small peak at 0.12 V are observed, which correspond to the insertion of Li+ into ZIF 
glass and the alloying of Li+ with Si, respectively [69].  
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5.2.4. ELECTROCHEMICAL IMPEDANCE SPECTRA 

 

Fig. 5-8 Nyquist plots of 10SiZC and 10SiZGC before and after cycling obtained from 
electrochemical impedance spectra within the frequency range from 0.01 Hz to 100 kHz. 

Fig. 5-8 shows the EIS of pristine10SiZC and 10SiZGC. For each sample, the 
depressed semicircle in the high-frequency region correspond to charger transfer 
resistance (Rct) and interface capacitance (CPE), while the inclined line in the low- 
frequency region is ascribed to diffusion impedance (Zw). [20, 70]. According to 
fitting results of the equivalent circuit for the Nyquist plots (the inset), the ohmic 
resistance (Re) of 10SiZC and 10 SiZGC are 2.1 and 1.3 Ω, while the Rct of 10SiZC 
and 10SiZGC are 290.4 and 405.3 Ω, respectively. This suggests that for pristine 
composites, 10SiZC shows a higher electrical conductivity than 10SiZGC. 

5.3. CHARACTERIZATIONS OF SI@ZIF COMPOSITES AFTER 
CHARGING/DISCHARGING CYCLING 

5.3.1. STRUCTURAL AND MORPHORLOGICAL CHARACTERIZATIONS 

XPS measurements were conducted on both 10SiZC and 10SiZGC before and after 
cycling (Fig. 5-9). The high-resolution spectra of Co 2p show two main peaks (Fig. 
5-9a), i.e., peaks at 796.2 and 781.1eV attributed to the Co 2p1/2 and Co 2p3/2, 
respectively, suggesting the existence of Co2+ in both pristine 10SiZC and 10SiZGC 
[20]. After cycling, the two peaks (796.2 and 781.1 eV) slightly shift to higher binding 
energy, implying that the chemical environment of cobalt in 10SiZC and 10SiZGC 
varies upon insertion/extraction of Li+. This could be due to the distortion and 
breakage of the Co-N [20]. In Fig. 5-9 b, each spectrum of N 1s can be deconvoluted 
into two peaks, i.e., 398.7 eV (C=N-C) and 400.4 eV (C-N-H) [20, 71]. According to 
the deconvolution results in Table 5-1, the fraction of the C=N-C bonds is the same 
(i.e., about 94%) in both pristine 10SiZC and 10SiZGC. However, the C=N-C bond 



CHAPTER 5. STRUCTURE AND PERFORMANCES OF SI@MOF-GLASS COMPOSITES 

40 
 

fractions in both samples decrease to ∼73% after cycling, indicating the breakage of 
C=N-C upon cycling.  

  
Fig. 5-9. XPS high-resolution spectra of Co 2p (a), N 1s (b), Si 2p (c) and C 1s (d) for 10SiZC 
and 10SiZGC before and after cycling. 

Table 5-1 The fraction of C=N-C, C-N-H of 10SiZC and 10SiZGC before and after cycling, 
which were obtained from the deconvoluted N 1s XPS spectra shown in Fig. 5-9b.  

Bonds 
Samples 

C=N-C 
(%) 

C-N-H 
(%) 

Ratio 
(C=N-C/C-N-H) 

10SiZC 94.3 5.7 16.5 
10SiZGC 93.1 6.9 13.5 

10SiZC-after cycling 73.8 26.2 2.8 
10SiZGC-after cycling 72.9 27.1 2.7 

For both samples before and after cycling, the XPS spectra of Si (Fig. 5-9c) exhibit 
similar characteristics. Each spectrum can be deconvoluted into two peaks and the 
results are shown in Table 5-2. The high fraction of SiO2 in the XPS of the four 
samples can be explained as follows: Since Si oxidizes easily when exposed to air, 
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SiO2 forms even at room temperature [72]. In other words, SiO2 is already existing in 
the as-purchased commercial Si nanoparticles, verified by the FTIR and XPS results 
in Chapters 3 and 4. However, considering the XPS detection depth limitation, SiO2 
is predominant only in the surface layer (< 5 nm). Overall, the fraction of SiO2 in the 
as-purchased Si is still much smaller than that of Si. For the high-resolution XPS 
spectrum of C 1s (Fig. 5-9d), the peaks of pristine 10SiZC and 10SiZGC can be 
deconvoluted into two peaks, i.e., 284.8 eV (C-C/C=C/C-H) and 286 eV (N=C-N). 
After cycling, the C 1s spectra of 10SiZC and 10SiZGC can be deconvoluted into four 
peaks. i.e., 284.8, 286.6, 288.5, and 290.1 eV, which are related to C-C/C=C/C-H, C-
O/N=C-N, O-C=O/C-F, and Li2CO3 or lithium alkyl carbonates, respectively. The 
new deconvoluted peaks arise from the addition of PVDF and the formation of SEI 
during cycling [20, 73-75].   

Table 5-2 The fraction of Si, SiO2 of 10SiZC and 10SiZGC before and after cycling, which were 
obtained from the deconvoluted Si2p XPS spectra shown in Fig. 5-9c.  

Chemical state 
Samples 

Si 
(%) 

SiO2 
(%) 

Ratio 
(Si/SiO2) 

10SiZC 15.0 85.0 0.18 
10SiZGC 13.8 86.2 0.16 

10SiZC-after cycling 10.0 90.0 0.11 
10SiZGC-after cycling 10.2 89.8 0.11 

 

Fig. 5-10 FTIR spectra (a) and XRD patterns (b) of the 10SiZC and 10SiZGC after cycling. 

Fig. 5-10 shows the FTIR spectra and XRD patterns of 10SiZC and 10SiZGC after 
cycling. In Fig. 5-10a, the FTIR spectra of 10SiZC and 10SiZGC are almost the same, 
suggesting that both samples have similar structural features after cycling. In addition, 
compared with peaks in FTIR spectra of pristine 10SiZC and 10SiZGC(Fig. 5-4a), 
many peaks disappeared for both samples after cycling, including peaks at around 835, 
748, 668, and 430 cm-1 attributed to the in-plane-blending of aromatic ring, the 
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benzene group of imidazole/benzimidazole, the ring deformation out-of-plane-
bending in the organic ligands, and the Co-N bonds, respectively [20, 65, 76]. This 
further verifies breakages of the aromatic rings and Co-N bonds after cycling. The 
XRD patterns of 10SiZC and 10SiZGC after 500 cycles are shown in Fig. 5-10b. 
Obviously, no sharp diffraction peak but a broad peak at 2θ≈16° is observed in each 
XRD pattern, indicating the transformation of crystalline Si in both samples and 
crystalline ZIF in 10SiZC sample into amorphous materials upon cycling. 

 

Fig. 5-11 (a), (c) TEM images and EDS mappings of Si, N, Co for 10SiZGC and 10SiZC after 
cycling, respectively. (b), (d) HRTEM images and the corresponding SAED patterns of 
10SiZGC and 10SiZC after cycling. 

Fig. 5-11 shows the morphologies of 10SiZGC and 10SiZC after 500 cycles at 1 A g-

1. From the TEM image, EDS mappings, and the upper right inset in Fig. 5-11a, we 
can see that the overall architecture of ZIF in 10SiZGC after cycling is preserved and 
Si particles are still encapsulated within ZIF glass. Fig. 5-11b exhibits the HRTEM 
images and the selected area electron diffraction (SAED) patterns of 10SiZGC after 
500 cycles. Clearly, this sample demonstrates a large amount of amorphous phase and 
a few crystals with a size of 10∼20 nm. The lattice fringes with an interplanar spacing 
of ∼0.31 nm is attributed to Si. Figs. 5-11c, d show the TEM image, EDS mappings, 
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HRTEM image, and the SAED pattern of 10SiZC after 500 cycles. Obviously, the 
cycled 10SiZC exhibits a similar scenario as 10SiZGC, i.e., a large amount of 
amorphous phase and a few Si crystals. These results suggest that ZIF crystals in 
10SiZC and the majority of Si in both samples are converted into amorphous states 
after 500 cycles due to the insertion/extraction of Li+.  

5.3.2. CYCLIC VOLTAMMETRY CURVE  

The CV curves of 10SiZGC after 500 charging/discharging cycles are shown in Fig. 
5-12. Compared with the redox peaks in the CV curves of pristine 10SiZGC (Fig. 5-
7), a new pair of redox peaks, arising from the insertion/extraction of Li+ into/from 
ZIF glass [77], appear in the cycled sample, i.e., (1.69 vs 1.91 V). This indicates that 
as the charging/discharging cycle number increases, ZIF glass is gradually activated 
for lithium storage, contributing to the enhancement of the capacity of the composite. 
In addition, the peak at 0.12 V corresponding to the alloying of Li+ with Si in the 
second cathodic curve in pristine 10SiZGC (Fig. 5-7) is not observed in the cycled 
sample (Fig. 5-12). These results implies that the structure of both ZIF glass and Si 
changes with cycling.  

 
Fig. 5-12 Cyclic Voltammetry (CV) curves of 10SiZGC after 500 cycles within the range from 
0.01 to 3.0 V at a scan rate of 0.1mV s-1. 

5.3.3 ELECTROCHEMICAL IMPEDANCE SPECTRA 

Fig. 5-13a shows the EIS curves of 10SiZC and 10SiZGC after 500 cycles. Clearly, 
different from the Nyquist plots of 10SiZC and 10SiZGC before cycling (Fig. 5-8), 
two depressed semicircles arising from Rs along with CPE1 and Rct with CPE2, 
respectively, appear in the high-frequency region. The equivalent circuit for the 
Nyquist plots is given in the inset. The charge transfer resistance (Rct) of 10SiZGC 
and 10SiZC decreases from 405.3 and 290.4 Ω (Fig. 5-8) to 10.8 and 29.7 Ω after 500 
cycles, respectively, suggesting the increased electrical conductivity. The diffusion 
impedance (Zw) and Warburg factor (σ) can be determined from the inclined line in 



CHAPTER 5. STRUCTURE AND PERFORMANCES OF SI@MOF-GLASS COMPOSITES 

44 
 

the low-frequency region and the linear relation between impedance Z′ and the 
reciprocal square root of the angular frequency ω, respectively. The σ values of 
10SiZC and 10SiZGC before and after cycling are shown in Fig. 5-13b. Clearly, upon 
cycling, the σ values of 10SiZC and 10SiZGC drop from 191.78 and 320.88 to 32.36 
and 14.16, respectively, suggesting an increased Li+ diffusion coefficient [20, 78]. The 
EIS results indicate that both the electron transfer rate and Li+ diffusion coefficient of 
10SiZC and 10SiZGC are greatly enhanced by cycling.  

 

Fig. 5-13 (a) Nyquist plots of 10SiZC and 10SiZGC after cycling obtained from electrochemical 
impedance spectra within the frequency range from 0.01 Hz to 100 kHz. (b) The dependence of 
Z' on ω-1/2 in the low-frequency region obtained from Nyquist plots in Figs. 5-8, 5-13a. 

5.4. PROPOSED MECHANISM 

 

Fig. 5-14 The protecting role of ZIF glass matrix, which prolongs the cycling life of Si.  

Based on the above results, the enhanced capacity of the Si@ZIF-glass composite 
compared with pure Si, ZIF crystal/glass and Si@ZIF-crystal composite is associated 
with the synergistic effects of ZIF glass layer and the wrapped nano-Si particles in 
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lithium storage. In detail, compared to crystalline counterparts, cobalt-ZIF-62 glass 
has an open disordered network structure that offers more active sites and channels 
for Li+ storage and transfer. In addition, the volume changes of the encapsulated Si 
can be buffered by the ZIF glass layer during charging/discharging process. This is 
because that on the one hand, ZIF glass layer in the composite stores some Li+ itself, 
leading to fewer Li+ ions entering the inner surface of ZIF and reacting with wrapped 
Si, i.e., the alloying of Li+ with wrapped Si is suppressed to some extent. On the other 
hand, ZIF layer can geometrically confine the volume expansion of Si during alloying, 
and thereby reducing the degree of pulverization of Si in the composite. Even if the 
encapsulated Si is pulverized after cycling (as shown in 5-14), a large amount of Si is 
still attached to the inner surface of ZIF glass, and thus the composite structure can 
maintain good electrical contact with the copper current collector. Such good contact 
ensures electron transfer and hence the alloying between Li+ and Si. Moreover, the 
Li+ insertion/extraction could cause the distortion and breakage of aromatic rings and 
Co-N in ZIF, increasing structural defects and thus diffusion channels for Li+ [20, 79]. 
The increased channels lead to more Li+ ions going into ZIF and alloying with Si, 
thereby enhancing the reversible capacity and rate capability.  

5.5. SUMMARY 

In this chapter, we fabricated Si@ZIF-glass composites for lithium storage by 
combining the reflux and melt-quenching methods (more detail can be seen in Paper 
II). The composite based anode yields a strong synergistic effect and delivers a 
capacity up to 650 mA h g-1 at the current density of 1 A g-1 after 500 cycles. This 
capacity is more than three times that of ZIF glass, six times that of ZIF crystal, and 
thirty times that of pure Si. The structural origin of this enhanced electrochemical 
performance of composites has been revealed. In detail, first, the open disordered 
network structure of ZIF glass is beneficial for the transport and storage of Li+. Second, 
the existence of the ZIF glass layer buffers the volume expansion and pulverization 
of Si, so that Si can give full play to the advantages of high specific capacity. Third, 
the composite structure remains in good contact with the current collector, and thus 
ensures the transport of electrons and reversible reactions during the charge and 
discharge process. Our approach to constructing hierarchical Si@ZIF-glass composite 
could be further extended to other types of ZIF glasses and highly active materials for 
application in electrochemical energy storage. 
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CHAPTER 6. GENERAL DISCUSSIONS 

Since the electrochemical performances of glass-based materials are associated with 
their composition, microscopic structure, prepare process, it is critical to understand 
composition-structure-process-performance relations for different glass systems. For 
both oxide glass and metal-organic framework (MOF) glass, a different fraction of 
doping Si affects the performances of Si/vanadium tellurite glass (VT) composites 
and Si@ZIF-glass (a subset of MOF) composites. By optimizing the Si fraction, i.e., 
10 wt.%, Si-glass composite-based anodes exhibit superior capacity, cycling stability, 
and rate performance.  

As one of the most important features of glasses, structural disorder plays a crucial 
role in their properties and functionalities. The structure of oxide glasses features 
short-range order, which involves polyhedral units such as VO4, VO5, TeO3, etc., and 
medium-range order, but long-range disorder. In contrast, the short-range structure of 
MOF glasses is disordered, since it has a lower rigidity and larger size of the 
tetrahedral units in MOF compared [20, 26]. The long-range or short-range disordered 
structures exhibit open networks with larger free volumes than crystals, which are 
beneficial for lithium-ion diffusion and storage. Therefore Si@ZIF-glass composite 
(SiZGC) and VTS-620-HP anodes exhibit better electrochemical performances than 
Si@ZIF-crystal composite (SiZC) and VTS-670/770-HP anodes, respectively. In 
addition, for VT glass, when the glass was heat-treated above its Tg, which is related 
to glass network connectivity, bond strength etc., glass can act as a binder to combine 
with Si as it demonstrates viscous fluidity above Tg.  

The preparation process can affect the composition and structure of materials and thus 
change the performances. For VT glass system, the introduction of Si and heating of 
the mixture (VTS) at different temperatures above Tg cause the redox reaction between 
Si and VT to form SiO2 and V4+. The existence of V4+ could facilitate the electrical 
conductivity in VT glass. This is because during the discharging process, polarons 
formed due to the electron-phonon interaction, and thus efficient charge transfer can 
be realized by polaron-hopping on medium-range V4+−O−V5+ chains 
(V4+−O−V5+→V5+−O−V4+) [59]. However, SiO2 can decrease electrical conductivity 
as it is an insulating material. Therefore, to achieve high electrical conductivity of 
VTS, a compromise ratio between V4+ and SiO2 should be considered.  In addition, 
the redox reaction affects the crystallization of VTS. In detail, on the one hand, the 
reaction that occurred in VTS suppresses the precipitation of Te2V2O9 crystals 
compared with VT owing to the energy consumed for the redox reaction. On the other 
hand, new TeVO4 crystals appear due to the redox reaction between Si and VT, 
leading to compositional variations. The VTS sample with some crystals, namely 
glass-ceramic, contains both disordered and ordered domains. Although the formation 
of an ordered zone reduces the open networks of glass, new channels between glass 
and crystals can be generated for ion diffusion beneficial for electrochemical 
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performances. Moreover, when using the hot-pressing method to prepare samples, Si 
nanoparticles were embedded into the VT matrix, which could not be achieved by 
traditional heat treatment. The insertion of Si into the VT matrix stabilizes the Si 
particles during lithiation, and hence the VTS composites yield good synergistic 
effects (a combination of high capacity and good cycling stability). 

As for Si@ZIF-glass system, Si nanoparticles were encapsulated into ZIF glass by 
combining the reflux and melt-quenching methods. As a result, a robust hierarchical 
structure was constructed, which demonstrates a strong synergistic effect. The unique 
architecture in ZIF glass prevents the aggregation of nano Si particles and buffers the 
volume changes of Si, hence promoting the transport kinetics for both electrons and 
lithium ions. In addition, ZIF glass itself also enhanced the electrochemical 
performance of Si@ZIF-glass based anode owing to its open network structure that 
facilitates the Li+ ion diffusion and storage, leading to better performances than 
pristine Si, ZIF glass, ZIF crystal and Si@ZIF-crystal counterparts. 

In short, to obtain glass-based composite anodes with good electrochemical 
performances, the following aspects should be considered: 

1) The glass system and the fraction of doping Si (composition). Choosing glass that 
is semi-conductive or conductive. This is because good electronic conductivity is 
essential for anode materials but most inorganic and ZIF glasses show low electronic 
conductivities. In addition, since both VT glass and ZIF glass show limited 
accommodation ability of Si, excessive Si can bring negative effects, e.g., extra Si not 
only cannot be protected by glass matrix but also hinder the transport of Li+ to glasses. 
Therefore, it is important to find the optimal fraction of doping Si.  

2) SiO2 vs. V4+, crystals vs. glass (composition and structure). For VTS system, a 
redox reaction occurred during heating, i.e., Si reduces V5+ and form SiO2 and V4+. 
SiO2 and V4+−O−V5+ chains demonstrate opposite effects on electrical conductivity. 
Thus, a compromise between SiO2 and V4+ content is crucial. In addition, although 
glass-ceramics generated new channels between glass and crystals for ion diffusion, 
the glass anodes with disordered networks are superior to their crystal and glass-
ceramic counterparts. This is verified by the excellent electrochemical performances 
of 10VTS-620-HP and 10SZGC, in which the matrices are only glass.   

3) Whether Si volume change can be buffered by glass matrix (preparing process and 
architecture). For VT glass, the strategy to buffer Si volume change is to embed Si 
into VT matrix. When VTS composites are prepared by traditional heat-treatment, it 
is difficult to realize this goal. However, Si can be embedded into VT matrix by the 
hot-pressing method and achieve good performances. For ZIF glass, the approach to 
buffer Si volume fluctuation is to wrap Si into ZIF glass layers by combing reflux and 
melt-quenching methods. Using the facile method not only realized the goal but also 
doubled the yields of ZIF glass. 
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CHAPTER 7. CONCLUSIONS AND 
PERSPECTIVES 

7.1. CONCLUSIONS 

Although glassy materials have received growing attention due to their compositional, 
structural and performance advantages compared with their crystalline counterparts, 
their application potential in energy storage, especially in LIBs, are still needed to be 
fulfilled. There are a few reports about using VT glasses and MOF glasses as anodes 
for LIBs, exhibiting excellent cycling stability. However, the capacities of these glass 
anodes need to be improved. To solve this problem, we combined glasses with Si, 
which has ultrahigh theoretical capacity but poor cycling stability due to the volume 
expansion during discharging and contraction during charging, to make full use of the 
advantages of both materials. Therefore, one of the main points of this thesis is to 
explore how they can combine effectively and yield synergistic effects. In detail, three 
synthesis methods for combining glasses (VT glass or MOF glass) with Si and 
forming Si-glass composites are investigated and explored: (1) the Si/VT composites 
obtained by the conventional heat-treatment method (Chapter 3); (2) the Si/VT 
composites prepared by hot pressing method (Chapter 4); (3) the Si@ZIF-glass 
composites synthesized by reflux and melt-quenching method (Chapter 5). Moreover, 
as another main point of this thesis, the composition-structure-process-performance 
relations are studied.  Highlights are presented as follows: 
 
For the VT glass system, we prepared Si/VT composites through two methods, i.e., 
conventional heat-treatment and hot-pressing methods. The hot-pressing is verified as 
an effective approach to combine Si and VT. We investigated the compositions, 
structures, morphologies, and electrochemical performances of the composites after 
different heating temperatures. It is found that 10VTS-620-HP sample, i.e., doping 10 
wt.% Si into VT matrix and hot pressing at 620K, exhibits better electrochemical 
performances (408 mA h g-1 at 1A g-1 after 1000 cycles) than other samples with 
different Si fraction and hot-pressing temperatures. The origin of the high capacity of 
this sample was revealed. First, 10 wt.% of doping Si is an optimal fraction to embed 
into VT matrix as the glass has a limited ability to accommodate Si nanoparticles. 
Second, the hot-pressing temperature for VTS, i.e., 620K, not only preserves the 
disordered open network of VT glass, but also ensures a proper amount of V4+ 
generated by the redox reaction between Si and V5+, resulting in both good Li-ion 
diffusion and electron transfer. Third, both the hot-pressing temperature and pressure, 
i.e., 620K and 100 MPa, guarantee enough viscous fluidity of the glass and sufficient 
driving force to embed Si into the glass matrix. Therefore, the volume expansion of 
Si can be buffered by the VT glass matrix during discharging. In summary, a 
synergistic effect can be achieved of Si and VT by hot-pressing method, leading to 
better electrochemical performances. 
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For the ZIF glass system, Si@ZIF-glass composites (SiZGCs) were synthesized by 
combining the reflux and melt-quenching methods. The 10SiZGC anode demonstrates 
a capacity of 650 mA h g-1 at 1 A g-1 after 500 cycles, which is higher than pure ZIF 
crystal, ZIF glass, Si, and Si@ZIF-crystal composites (SiZCs). The origin of high 
capacity of 10SiZGC was revealed by performing structural and morphological 
analyses before and after cycling. First, like VT glass, ZIF glass also has a limited 
capability to wrap Si, and 10 wt.% of doping Si is proved to be the optimal fraction. 
Second, ZIF glass possesses an open disordered network structure and weaker Co-N 
and aromatic rings, which involve more active sites and channels for both storage and 
transport of Li+ compared to their crystalline counterparts. Third, the volume changes 
of Si can be buffered by ZIF glass layers during the charging/discharging cycling. 
Fourth, the insertion/extraction of Li+ could result in the distortion or breakage of Co-
N and aromatic rings in ZIF, leading to an increase in structural defects and diffusion 
channels for the transport and storage of Li+. Finally, the increased channels lead to 
more Li+ ions going into ZIF and reacting with Si, thereby achieving a strong 
synergistic effect, and exhibiting excellent reversible capacity, rate capability and 
cycling stability. 
 
To sum up, we proposed and implemented the effective strategies of combining Si 
with oxide glass and MOF glass and thereby produced two promising glass-based LIB 
anode materials, which may have better compatibility with glass/glass-ceramic solid-
state electrolytes than traditional anode materials. In addition, our approach could be 
further extended to other types of oxide and MOF glasses to combine with other highly 
active materials like Sn and SnO2 for energy storage.   
 

7.2. PERSPECTIVES 

The outcomes of this thesis shed light on the development of glass-based materials 
for LIBs, while the following research topics are still in need of further investigation. 
 
The lithium storage mechanism of VT glass is still not fully clarified. Future 
experiments and analyses are needed to elucidate the process. Some studies have 
reported the Li-ion storage mechanism of V2O5 crystals, i.e., Li ions intercalate into 
the layered space of the V2O5 crystalline structure forming LixV2O5 (0<x≤3) and then 
de-intercalate [80, 81]. However, there is still no direct evidence to prove whether the 
layered space is preserved or partially preserved in vanadium-tellurite glass and the 
intercalation/deintercalation mechanism [18, 19]. Therefore, more advanced 
characterization technologies, such as in-situ XRD, in-situ NMR, etc., are urgently 
needed to explore the actual lithium storage mechanism in VT glass.  
 
Similarly, the lithium storage mechanisms of MOF crystals and glasses are still 
uncertain. Scientists have proposed a possible mechanism for MOF crystals that 
carboxylate group from organic ligands could react with Li+ ions to give reversible 
capacity [82, 83]. However, there is still no direct evidence to prove this insertion 
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mechanism. In addition, for Si@MOF composites, it is still unknown the main 
insertion sites of Li+, i.e., at the interfaces of Si and MOF or Si within MOF layers. 
Therefore, further experiments and analyses are necessary. 

Moreover, the reason why ZIF glass-based anodes exhibit gradually increasing 
capacity and experience order-disorder transition along with cycling is debatable. In 
addition, the origin of these growing capacities lacks solid evidence. Thus, the 
structure-performance relation of ZIFs should be further clarified.  
 
Furthermore, our approaches to combining Si and VT/ZIF glass materials need to be 
expanded to other highly active materials and glass systems, thereby broadening the 
application fields of such composites. In addition, as all solid-state batteries are the 
development trend, it would be attractive to assemble glass-based electrodes with the 
currently best-performing solid-state electrolytes (glass/glass-ceramic) into all-solid-
state batteries.  
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Impact of silicon doping on the structure and crystallization of a 
vanadium-tellurite glass 
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A R T I C L E  I N F O   

Keywords: 
V2O5-TeO2 glass 
Nano-silicon 
Heat treatment 
Silicon-glass interaction 
Structural change 
Crystallization 

A B S T R A C T   

We studied the effect of silicon doping on the structure and crystallization behavior of 50V2O5-50TeO2 (mol%) 
(VT) glass by performing solid-state nuclear magnetic resonance (NMR), Fourier-transform infrared spectroscopy 
(FTIR), X-ray diffraction (XRD), and differential scanning calorimetry (DSC). We observed two interesting 
phenomena. First, when the mixture of glass and Si is heated in argon to 560 K (1.1Tg), Si starts to react with VT 
glass and is oxidized to amorphous silica, being confirmed by NMR and FTIR. Second, Si suppresses the formation 
of the Te2V2O9 phase in VT glass during heating process up to 650 K (about 1.3Tg), whereas it leads to the 
formation of the new crystalline phase TeVO4 during heating to 725 K (1.4Tg). We discuss the origin of these two 
phenomena by considering the changes both in glass structure and in the redox reaction.   

1. Introduction 

It is known that silicon (Si) has high initial theoretical capacity 
(>4000 mA h/g) as anode material in Li-ion batteries (LIBs), but in re-
ality, has not been applied since it undergoes a severe volume change 
during lithiation/delithiation, leading to a drastic decay of the capacity 
[1]. It is also known that vanadium-tellurite (VT) glasses are a promising 
anode material with higher cycling stability for LIBs, although it has 
lower capacity than Si [2,3]. The reason for the high cycling stability of 
VT glasses lies in their unique structure feature (e.g., not purely 3D 
tetrahedral network) that exhibits higher liquid fragility, semi-
conducting and stronger crystallization tendency upon heating 
compared to most of the conventional oxide glasses with tetrahedral 
network. During discharging/charging process, electrons can cause 
formation of polarons, and thus, high electronic conductivity can be 
realized by polaron-hopping in V4+− O− V5+ chains 
(V4+− O− V5+→V5+− O− V4+) [2,4]. The cycling ability of VT glass 
anode has been attributed to formation of the electrochemically active 
γ-Li3VO4 nanocrystals induced by insertion/extraction of Li ions. The 
nanocrystals lead to toughening of glass matrix and thereby increase the 

cycling stability. Thus, it is anticipated that the incorporation of nano Si 
into VT glass could lead to the synergetic effect, i.e., to both enhanced 
capacity and increased cycling stability of the anode for LIBs. 

Here, the key question is whether the VT glass can buffer the volume 
change of Si during lithiation/delithiation and thereby suppress the 
decay of the anode performance if the two types of materials are prop-
erly combined. To answer this question, we need to investigate how they 
can be bonded together physically or chemically during heating process, 
and to find out how the Si-doping affects the crystallization behavior of 
VT glasses. To the best of our knowledge, such studies have not been 
reported in literature. 

To conduct the above-mentioned investigations, we prepared the 
mixture of 10 wt% Si and 90 wt% VT glass using the physical mixing and 
subsequently sintering method. As is known, the heterogeneous nucle-
ation in glass is easier to occur than the homogenous nucleation as the 
former has a lower nucleation energy barrier [5]. When nano-silicon 
powder is introduced into glass, the chemical heterogeneity and in-
terfaces are created, and hence, the crystallization tendency is expected 
to be enhanced. The question is whether this common knowledge also 
applies to the impact of Si doping on the crystallization of VT glass. To 
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do so, the mixed powder samples were heat-treated to different tem-
peratures in argon (see Experimental section). The crystallization 
behavior is characterized by using the differential scanning calorimetry 
(DSC) and X-ray diffraction (XRD). The nature of bonding between Si 
nano powder and VT glass, as well as the structure changes of VT glass 
and Si upon crystallization were analyzed by performing the nuclear 
magnetic resonance (NMR) and Fourier-transform infrared spectroscopy 
(FTIR). We discussed the mechanism of the crystallization in the Si 
doped VT glass. 

2. Experimental 

The 50V2O5-50TeO2 (in mol %) glass prepared via the melt- 
quenching method [2] is chosen as the basic glass to composite with 
nano-Si. The 50V2O5-50TeO2 glass powder (VT) with a narrow size 
distribution between 5 and 10 μm was obtained by crushing and sieving 
the bulk sample. 100 mg commercial nano-silicon powder (about 20-60 
nm particle size) was added into 0.9 g glass powder and then mixed 
thoroughly, which is referred to as VTS. 

We conducted dynamic heat-treatment on both VT and VTS samples 
by the differential scanning calorimeter (DSC) (Jupiter 449C, Netzsch). 
Specifically, the VT and VTS were firstly subjected to a DSC upscan to 
775 K at 10 K/min, respectively, to detect their thermal events, e.g., the 
glass transition temperature (Tg) and the crystallization onset temper-
ature (Tc) (see Fig. S1). Based on this result, the new VT and VTS samples 
are upscanned to 545 K (a temperature just over the glass transition 
peak) and then downscanned at 10 K/min in argon to eliminate the glass 

thermal history. After that, different DSC scanning procedures were 
performed at the same heating and cooling rates of 10 K/min. VTS 
samples were upscanning to Tg (509 K), 1.1Tg (560 K), 1.2Tg (610 K), 
1.3Tg (≈650 K), 1.4Tg (≈725 K), 1.6Tg (815 K), 1.8Tg (916 K), 2Tg (1018 
K), and 2.1Tg (1067 K), in order to study the temperature at which Si 
starts to react with VT glass. VT and VTS samples after upscanning to 
650 K (a temperature between Tc2 and Tc3, which is denoted in Fig. S1), 
referred to as VT-650 and VTS-650, respectively, underwent the second 
and third DSC upscanning to investigate their crystallization behaviors. 
In detail, some VT-650 and VTS-650 samples were heat-treated to 650 K 
for the second and third upscans, others were upscanned to 725 K (a 
temperature between Tc3 and the melting peak, which is denoted in 
Fig. S1) for the second and third times, which are referred to as VT-650- 
2,VTS-650-2, VT-650-3, VTS-650-3, VT-650-725, VTS-650-725, VT-650- 
725-2, and VTS-650-725-2, respectively, according to the upscanning 
temperatures and times. The detailed heat-treatment procedure is given 
in Table 1. 

The crystal phases in VT and VTS after various heat treatment were 
identified on a PANalytical X-ray diffractometer with Cu Kα (λ = 1.5406 
Å) radiation. NMR measurement for VT, VTS were performed on a 
Bruker Avance III HD 500 M spectrometer (11.7 T). We detected 51V and 
125Te spectra for VT and VTS, and 29Si spectra for VTS. The 29Si, 51V and 
125Te NMR measurements were conducted at the resonance frequencies 
of 99.4, 131.7 and 159.1 MHz, respectively. 29Si MAS NMR spectra were 
measured at a spinning rate of 6.0 kHz. Relaxation delays of 200 s were 
used, and chemical shift is referenced to Tetrakis (tetramethyl) silicate 
silane (= -9.7 ppm). 51V Hahn echo NMR experiments were operated at a 
spinning rate of 0 kHz with the pulse length of 2.4 µs. 125Te static 
wideband uniform-rate smooth truncation QCPMG (WURST-QCPMG) 
NMR spectra were obtained using the WURST-80 pulse sequence and an 
8-step phase cycle, employing 50-μs excitation and refocusing pulses 
(liquid nutation frequency 8.1 kHz). FTIR spectra of Si and VTS were 
obtained by a Bruker Invenio S infrared spectrometer in the wave-
number range of 400 to 1400 cm− 1 at room temperature with a reso-
lution of 4 cm− 1. 

3. Results 

To investigate how and at which temperature Si and VT glass were 

Table 1 
The detailed heat-treatment procedures of 50V2O5-50TeO2 glass powder (VT) 
and 50V2O5-50TeO2 glass doped with Si powder (VTS).  

Sample Name Heat-Treatment Procedures 
1st DSC 
upscan 

2nd DSC 
upscan 

3rd DSC 
upscan 

VT-650 or VTS-650 To 650 K / / 
VT-650-2 or VTS-650-2 To 650 K To 650 K / 
VT-650-3 or VTS-650-3 To 650 K To 650 K To 650 K 
VT-650-725 or VTS-650-725 To 650 K To 725 K / 
VT-650-725-2 or VTS-650- 

725-2 
To 650 K To 725 K To 725 K  

Fig. 1. 29Si and 51V NMR spectra of VTS upscanned in DSC to different temperatures at 10 K/min in argon. (a) 29Si NMR spectra of VTS upscanned to Tg ~ 2.1Tg, (b) 
51V NMR spectra of VTS upscanned to Tg~1.4Tg, (c) deconvolution of 51V NMR spectra shown in (b). Purple and green curves represent the VO4 and VO5 contri-
butions, respectively. 
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bonded together during heating process, NMR analysis was performed 
on the VTS after upscanning to different temperatures in DSC to probe 
their local structural changes. Fig. 1a shows the 29Si spectra of VTS after 
upscanning to 1.1, 1.2, 1.3, 1.4, 1.6, 1.8, 2 and 2.1Tg, respectively, by 
DSC in argon. Each spectrum can be deconvoluted into three peaks, i.e., 
at ~ − 80 ppm, − 85 ppm, and − 110 ppm. These three peaks are 
attributed to crystalline Si (C-Si), amorphous Si (A-Si), and Q4 in 
amorphous SiO2 [6], respectively, where Q represents tetrahedron, and 
4 is the number of bridging oxygen [7]. It can be seen that the peak at ~ 
− 80 ppm becomes broader and weaker with an increase of the 
maximum upscanning temperature (Tmax). The peak at ~ − 85 ppm 
decreases and disappears at 1.6Tg while the peak at ~ − 110 ppm in-
creases gradually. This implies that the nano-Si (both C-Si and A-Si) 
transformed into amorphous SiO2 during the heating process. Fig. 1b 
shows the 51V spectrum of VTS after scanning to different temperatures. 
The spectrum of each sample is deconvoluted into two components, i.e., 
purple and green curves, which are ascribed to [VO4] and [VO5], 
respectively, where 4 or 5 are the numbers of oxygen coordinated to 
each vanadium (in Fig. 1c). For VTS, as Tmax increases, the fraction of 
[VO5] increases, while that of [VO4] decreases. 

To further explore the reaction between Si and VT glass, FTIR spectra 
for Si, VTS-Tg, 1.1Tg, 1.2Tg were obtained and normalized by the 
strongest peak, as shown in Fig. 2. For the Si spectrum (black dash line), 
the peaks at 478cm− 1 and at around 1000~1250 cm− 1 correspond to 
Si− O vibrations [8,9]. For the spectra of VTS-Tg, -1.1Tg, and -1.2Tg 
samples, peaks at 680 cm− 1 are assigned to O− Te− O or Te− O− Te vi-
brations [10]. The peaks at around 985cm− 1 are due to the vibrations of 
[VO5] while the peak at 1018 cm− 1 arises from V=O vibrations in [VO5] 
[10–14]. In addition, the broad peaks locating between 750 and 940 
cm− 1 are mainly assigned to V− O− V, [VO4], and [VO5] vibrations and 
the peaks at around 1050~1250 cm− 1 arise from Si− O vibrations [9,10, 
12,15]. It should be noted that a new peak at 530 cm− 1 is associated with 
the V− O− V vibration in each spectrum of VTS-1.1Tg and -1.2Tg sam-
ples, respectively [16–19]. Obviously, the intensities of peaks at 530 
cm− 1, 985 cm− 1, 1018 cm− 1, and 1050~1250 cm− 1 increase with 
increasing Tmax, indicating an increase in the numbers of V− O− V bonds, 
[VO5] units and the Si− O bonds. This is consistent with the NMR results 
(Fig. 1). 

Based on the NMR results in Fig. 1, the fractions of Si, SiO2, VO4, and 
VO5 are determined by their respective deconvoluted peak areas ob-
tained by integrating the signal intensity over the chemical shift. The 
fractions of both the decreased Si (i.e., Si(dec.)/(Si+SiO2)) and the [VO4] 

transformed into [VO5] (i.e., VO4(trans.)/(VO4+VO5)), are used to assess 
the critical temperature, at which Si starts to react with VT glass. Spe-
cifically, Si(dec.) refers to the fraction of Si, which has been oxidized to 
Si4+ during heating. It is obtained by subtracting the fraction of Si in VTS 
heated to a temperature above Tg from that in VTS heated to Tg. VO4 

(trans.) refers to the fraction of VO4 units that have been transformed into 
VO5 during heating, which is determined by subtracting VO4 fraction in 
VTS heated to a temperature above Tg from that in VTS heated to Tg. The 
dependences of both Si(dec.)/(Si+SiO2) and VO4(trans.)/((VO4+VO5) on 
the Tmaxs are shown in Fig. 3. Obviously, Si(dec.) rises with increasing the 
Tmax, interestingly, it increases drastically when Tmax is higher than 
1.4Tg, suggesting that a violent reaction occurs between Si and VT glass. 
In contrast, VO4(trans.) increases dramatically from 1.1Tg to 1.4Tg. The 
changes in both Si(dec.) and VO4(trans.) imply that nano-Si starts to react 
with VT glass at 1.1Tg. This means that the nano Si-to-SiO2 conversion in 
VT glass can be controlled by varying the heat-treatment temperature. 

Fig. 2. FTIR spectra of Si and VTS after upscanning in DSC to Tg, 1.1Tg and 
1.2Tg at 10 K/min in argon. 

Fig. 3. The dependences of both Si(dec.)/(Si+SiO2) and VO4(trans.)/((VO4+VO5) 
on the maximum DSC upscanning temperatures for VTS samples. The T/Tg 
represents the ratio of the DSC upscanning temperature to the glass transition 
temperature of VTS. 

Fig. 4. DSC upscan curves of both VT (the solid line) and VTS (the dotted line), 
which are obtained at 10 K/min in argon. The characteristic temperatures such 
as Tg, Tc1, Tc2, Tc3, and Tc4for VT and VTS are denoted. 
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Since Si can react with VT glass during the heating process, it is 
important to find out whether the Si-doping affects the crystallization 
behavior of VT glass. Fig. 4 shows the DSC upscan curves of the VT and 
the VTS to 650 K for three times at 10 K/min, and according to the 
number of the upscans, the samples are denominated as VT-650, VTS- 
650, VT-650-2, VTS-650-2, VT-650-3, and VTS-650-3, respectively. The 
Tg of both VT and VTS shifts to a higher temperature from the first to the 
2nd upscan due to the crystallization in the first upscan. Then Tgs remain 
constant in the subsequent upscans. In addition, the Tg of VT is the same 
as that of VTS at each upscan, implying that the remaining glass phase in 
VT and VTS after crystallization might have the same composition. The 
two exothermic peaks with onset temperatures of Tc1 and Tc2 (see the 
first DSC upscans), respectively, do not appear in the 2nd and 3rd DSC 
upscan curves. However, new crystallization peaks with onset temper-
atures of Tc3 and Tc4 occur for VT but not for VTS, suggesting that the 
crystallization in VT glass was suppressed by introducing nano-Si. 

Fig. 5 shows the XRD patterns of VT and VTS after the first, second 
and third DSC upscans to 650 K. The VT-650 sample shares the same 
XRD pattern as that of VTS-650, from which the V2O5 crystals can be 
identified. The precipitation of V2O5 increases the connectivity of the 
structural network according to a previous study [20], and thereby 
increasing Tg. However, Te2V2O9 crystals are found in VT-650-2 and 
VT-650-3, but not in the corresponding VTS samples. This implies that 
the crystallization of Te2V2O9 has been suppressed by introducing 
nano-Si into VT glass. In addition, this finding suggests that although the 
VT and VTS samples have the same Tg for both the 2nd and 3rd upscan 
curves, the compositions of the remaining glass matrices are different 
between the two samples. 

To further explore the effect of nano-Si on the crystallization of VT 

Fig. 5. XRD patterns of (a) VT and (b) VTS after the first, second and third DSC upscans to 650 K at 10 K/min in argon.  

Fig. 6. DSC upscan curves of both VT (the solid line) and VTS (the dotted line), 
which are obtained at 10 K/min in argon. The 1st DSC upscan was performed to 
650 K, and the 2nd and 3rd upscans were performed to 725 K. The characteristic 
temperatures such as Tg, Tc1, Tc2, and Tc3 for VT and VTS are denoted. 

Fig. 7. XRD patterns of VT and VTS after two DSC upscans at 10 K/min in 
argon. The first upscan was performed to 650 K and then the second one was to 
725 K, which are referred to as VT-650-725 and VTS-650-725, respectively. 
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glass, VT and VTS were upscanned to 650 K firstly and then to 725 K for 
the 2nd and 3rd times as shown in Fig. 6. Like the results in Fig. 4, the Tgs 
of both VT and VTS increase from the first to the second DSC upscan. 
However, the Tc3 (662 K) of VTS-650-725 sample is higher than that 
(647 K) of VT-650-725, further confirming that the crystallization cor-
responding to Tc3 is suppressed by introducing nano-Si into VT glass. In 
addition, the glass transitions do not occur in both VT-650-725-2 and 
VTS-650-725-2, implying that the glasses are fully transformed into 
crystal phase during the second DSC upscan. 

Fig. 7 shows the XRD patterns of VT-650-725 and VTS-650-725, 
respectively. The Bragg peaks in the XRD pattern of VT-650-725 are 
attributed to V2O5 and Te2V2O9. Besides these two crystalline phases, 
another crystalline phase, i.e., TeVO4 is identified in the VTS-650-725. 

In other words, although the crystallization of Te2V2O9 in VT glass is 
suppressed to some extent by introducing nano-Si, a new crystalline 
phase (TeVO4) is precipitated during this process. The formation of 
TeVO4 could be caused by the reaction of VT glass and nano-Si. 

To probe the microstructural evolution in VT and VTS samples after 
different DSC scans, 51V and 125Te NMR measurements were performed. 
The deconvolutions of 51V and 125Te spectra were conducted based on 
chemical shift anisotropy (CSA) model [21]. Fig. 8 shows the 51V NMR 
spectra of VT, VTS, VT-650-2, VTS-650-2, VT-650-725, and 
VTS-650-725, respectively. The spectrum of each sample is deconvo-
luted into two components (purple and green curves), which are 
ascribed to VO4 and VO5, respectively (Fig. S2). The fractions of VO4 and 
VO5 in each sample are shown in Table 2. As Tmax increases, the 
VO5/VO4 ratio increases for both VT and VTS. Moreover, the VO5/VO4 
ratio is higher in VT-650-2 than that in VTS-650-2. This is due to the fact 
that both Te2V2O9 and V2O5 crystals, in which the majority of vanadium 
exist in VO5 [22–28], are precipitated in VT-650-2, while only V2O5 
forms in VTS-650-2. The lower VO5/VO4 ratio in VTS-650-2 further 
confirms the inhibiting effects of Si on the crystallization of VT glass 
when the sample was heat-treated to 650 K (≈1.3Tg). When Tmax reaches 
725 K (≈1.4Tg), the VO5/VO4 ratio in VTS-650-725 is almost the same as 
that in VT-650-725. This is because the two glass samples are fully 
transformed into crystalline phase, as verified in Fig. 6. Although a new 
TeVO4 phase is precipitated in VTS-650-725 besides V2O5 and Te2V2O9, 
the majority of vanadium in TeVO4 exists in VO5 [24–27]. 

Fig. 8. 51V NMR spectra of (a) VT and (b) VTS samples before and after two different DSC upscan protocols at 10 K/min in argon. One is to upscan VT and VTS to 650 
K twice (VT-650-2, VTS-650-2), the other is to upscan VT and VTS to 650 K first and then to 725 K (VT-650-725, VTS-650-725). 

Table 2 
The fraction of VO5 and VO4, which were obtained from the deconvoluted 51V 
NMR spectra shown in Fig. S2.  

Sample 
Name 

VO5 

(%) 
VO4 

(%) 
VO5/ 
VO4 

Sample 
Name 

VO5 

(%) 
VO4 

(%) 
VO5/ 
VO4 

VT 62.2 37.8 1.65 VTS 62.3 37.7 1.65 
VT-650-2 80.9 19.1 4.24 VTS-650- 

2 
75.8 24.2 3.13 

VT-650- 
725 

88.1 11.9 7.40 VTS-650- 
725 

88.2 11.8 7.47  

Fig. 9. 125Te NMR spectra of (a) VT and (b) VTS samples before and after two different DSC upscan protocols at 10 K/min in argon. One is to upscan VT and VTS to 
650 K twice (VT-650-2, VTS-650-2), the other is to upscan VT and VTS to 650 K first and then to 725 K (VT-650-725, VTS-650-725). Dashed lines: the fitting curves. 
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Fig. 9 shows the 125Te NMR spectra of VT, VTS, VT-650-2, VTS-650- 
2, VT-650-725, and VTS-650-725. Each 125Te spectrum can be repre-
sented by one unsymmetric peak, which should be ascribed to 3-coordi-
nated Te, considering the chemical shift anisotropy (CSA) values 
(approximately 640-820) and the asymmetry parameters (ηCS) (0.1-0.2) 
(see Table S1) [29,30]. The peak shape of 125Te spectrum becomes 
sharper as Tmax rises, suggesting the transformation of glass into 
Te-containing crystals [23]. The sharper peak in VT-650-2 compared to 
that in VTS-650-2 also indicates that crystallization of Te2V2O9 has been 
suppressed in VTS. 

4. Discussion 

As shown above, an increase of Tmax leads to a pronounced increase 
both in the Si(dec.)/(Si+SiO2), VO4(trans)/(VO4+VO5) ratios and in the 
number of V− O− V bonds and this indicates that the doped Si does react 
with VT glass. It should be mentioned that two exothermic peaks (with 
onset temperatures, Tc1 and Tc2, respectively) consecutively occur in the 
1st DSC upscan curve of VTS when heating to 650 K (Fig. 4), but only one 
crystalline phase (V2O5) is identified from the XRD pattern (Fig. 5). This 
could be explained by the possible scenario where the first and the 
second peak could be caused by the surface crystallization and the bulk 
crystallization (i.e., V2O5 formation), respectively. In addition, as shown 
in Fig. 6, a new crystallization peak with the onset temperature (Tc3) of 
662 K for VTS appears, which is much larger than that for VT. This can 
be ascribed to the precipitation of two crystal phases Te2V2O9 and 
TeVO4, while only Te2V2O9 precipitated in VT sample, as evidenced by 
the XRD patterns in Fig. 7. This means that two phases (V2O5 and 
Te2V2O9) exist in VT-650-725, whereas, besides Si, three phases (V2O5, 
Te2V2O9, and TeVO4) occur in VTS-650-725 (Fig. 7). 

Based on the NMR results in Fig. 1, the reaction of Si with oxygen 
leads to formation of amorphous SiO2, where Si is tetrahedrally bonded 
to 4 bridging oxygen, during heating the VTS sample. One possible re-
action mechanism is that Si bonds to 4 oxygens and each oxygen is 
provided by one [VO5] unit in VT glass, consequently, the tetrahedral 
[SiO4] network locally forms and [VO4] units appear. Meanwhile, Si 
reduces V5+ to V4+. Then, the remaining [VOx] units rearrange them-
selves to the ordered structure, i.e., crystals form during the heating 
process to a temperature of 662 K, and simultaneously part of [VO4] 
units are transformed into [VO5] units by sharing oxygen with other 
[VO4] units. Thus. the chain-like [VO4] structure are converted into 
zigzag [VO5] structure (Fig. 10) [23], generating new V− O− V bonds as 
verified by NMR and FTIR results shown in Fig. 2. 

In addition, introducing nano-Si into VT glass has only a minor effect 
on formation of V2O5, but can suppress the crystallization of Te2V2O9 

during the first and second DSC upscans to 650 K. When the Tmax is 
increased to 725 K, both Te2V2O9 and TeVO4 crystals formed for VTS 
(Fig. 7). However, the onset temperature (Tc3) of the crystallization peak 
for VTS glass is higher than that of VT glass (see Fig. 6). This means that 
the nano-Si has the suppressing effect on crystallization of VT glass. To 
uncover the crystallization-suppressing mechanism of Si on VT glass, it 
is important to clarify the redox reaction between Si and VT glass. In this 
regard, we need to derive the redox reaction equation for n moles of VT 
glass. During the first upscan to 650 K, since only a small amount of Si 
particles has reacted with VT glass, the moles of the original glass can be 
approximately considered to be n moles. After the first upscan to 650 K, 
k moles V2O5 crystals are assumed to precipitate from the glass matrix. 
Thus, the chemical formula of the remaining glass (R-glass) is expressed 
as TenV2(n-k)O7n-5k (n>k, n>0, k>0). Assuming that the molar amounts 
of the reacted Si and R-glass are x and y, respectively, during the second 
DSC scan, then the reaction can be written as: 

xSi + yTenV2(n− k)O7n− 5k→yTenV2(n− k)O7n− 5k− 2x + xSiO2(amorphous) (1) 

Among the four types of elements in the VTS sample, only vanadium 
is polyvalent, since it can exist as V5+ and V4+. Therefore, considering 
the charge balance of the reaction, Si reduces V5+ to V4+. Thus, we get 
the equations:4x = 2y(n − k), then x =

y(n− k)
2 . In addition, owing to the 

conservation of oxygen ions, the relation y(7n − 5k) = y(7n − 5k − 2x)
+2x should be valid, from which y is found to be 1. Since the new crystal 
(TeVO4) is precipitated from VTS-650-725, the values of n and k can be 2 
and 1, respectively. Hence, reaction (1) can be rewritten as: 

1
2

Si + Te2V2O9(glass)→Te2V2O8(2TeVO4)(glass) +
1
2

SiO2(amorphous)

(2) 

During the first and second DSC upscan to 650 K, in addition to the 
energy used to overcome the energy barrier for V2O5 formation, the 
remaining energy is preferentially consumed for the reaction (2). 
However, when increasing Tmax of the second upscan to 725 K, the 
thermal energy is sufficient for overcoming the energy barrier for both 
the precipitation of Te2V2O9 and TeVO4 crystals and that for reaction 
(2). 

5. Conclusions 

We prepared a composite material that is composed of nano-Si and 
V2O5-TeO2 glass (VT) to be potentially applied as the anode material for 
advanced LIBs. The nano-Si is physically mixed with the VT glass, and 
then the mixture was subjected to different dynamic heat-treatment in 
argon. By using both solid-state NMR and FTIR techniques, we clarified 

Fig. 10. Schematic diagram of the reaction between Si and VT glass (a), and the evolution of [VO4] to [VO5] (b) when VTS was upscanned by DSC above its Tg at 10 
K/min in argon. 
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both the reaction mechanism of nano-Si with VT glass and their crys-
tallization behavior. The nano-Si reacted with VT glass at ≥ 1.1Tg (560 
K), leading to formation of amorphous SiO2. The nano Si-to-SiO2 con-
version in VTS glass can be controlled by designing the heating protocol. 

Moreover, it was found that introducing nano Si into VT glass could 
suppress the formation of Te2V2O9 crystals during heating to 650 K 
(1.3Tg) but induce the formation of TeVO4 during heating to a higher 
temperature 725 K (1.4Tg). This was explained by the redox reaction 
between nano-Si and the remaining glass after V2O5 precipitation. That 
is, during the heating of VTS sample, V2O5 was precipitated. After that, 
nano-Si reacted with Te2V2O9 glass phase, leading to formation of 
amorphous SiO2 and TeVO4 glass phase. Differing from the crystalliza-
tion in VT glass under the same heating condition, the crystallization in 
VTS glass requires more thermal energy to overcome the energy barrier 
for redox reaction (2), thereby making the formation of Te2V2O9 crystals 
more difficult. When VTS was heated to a higher temperature 725 K 
(1.4Tg), the energy is sufficient for formation of both TeVO4 and 
Te2V2O9 phases. This work helps design Si-oxide glass composites for a 
specific application, e.g., in high performance LIBs. 
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Fig. S1. DSC upscan curves of both VT (the dark line) and VTS (the red line), which are obtained at the rate 

of 10 K/min in argon. The characteristic temperatures such as glass transition (Tg) and crystallization onset 

temperatures (Tc1, Tc2, and Tc3) are denoted in the curves.  

 



 

Fig. S2 51V NMR spectra of VT and VTS before and after DSC upscans to different temperatures at the rate of 10 

K/min in argon. (a) 51V NMR spectra of VT and VTS without DSC scans. (b) 51V NMR spectra of VT and VTS 

after DSC upscans to 650 K twice. (c) 51V NMR spectra of VT and VTS after the first DSC upscans to 650 K and 

the second upscans to 725 K. Purple and green curves represent the VO4 and VO5 contributions, respectively. 

 

Table S1 Position, chemical shift anisotropy (CSA) and asymmetry parameter (ηCS) of 125Te NMR spectra of 

VT and VTS before and after two different DSC upscan protocols at the rate of 10 K/min in argon. One 

is to upscan VT/VTS to 650 K twice (VT/VTS-650-2), the other is to upscan VT/VTS to 650 K first 

and then to 725 K (VT/VTS-650-725).  

Sample Name Position (ppm) CSA ηCS 
VT 2739.3 −720.9 0.20 

VT-650-2  2739.3 −700.9 0.20 
VT-650-725  2739.3 −640.8 0.10 

VTS 2721.0 −820.7 0.20 
VTS-650-2 2739.9 −757.6 0.20 

VTS-650-725  2759.3 −640.8 0.20 
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A B S T R A C T   

Although metal-organic framework (MOF) glasses have exhibited high potential to be applied as anode materials 
for lithium-ion batteries (LIBs), their electrochemical performances still need to be greatly improved to match the 
rapid development of green energy technologies. Silicon is a promising candidate for the next generation of LIB 
anode but suffers from vast volume fluctuations upon lithiation/delithiation. Here, we present a strategy to in 
situ grow a kind of MOF, namely, cobalt-ZIF-62 (Co(imidazole)1.75(benzimidazole)0.25) on the surface of Si nano 
particles, and then to transform the thus-derived material into Si@ZIF-glass composite (SiZGC) through melt- 
quenching. The robust hierarchical structure of the SiZGC based anode exhibits the specific capacity of ~650 
mA h g-1, which is about three times that of pure ZIF glass and about six times that of pristine ZIF crystal at 1 A g- 

1 after 500 cycles. The origin of this huge enhancement is revealed by performing structural analyses. The ZIF 
glass phase can not only contribute to lithium storage, but also buffer the volume changes and prevent the 
aggregation of Si nano particles during lithiation/delithiation processes.   

1. Introduction 

Lithium-ion batteries (LIBs) are still the main energy storage devices 
to meet the demand for clean and sustainable energy. The anode ma-
terial in commercial LIBs is primarily graphite, which can accommodate 
lithium ions and exhibit a theoretical gravimetric capacity of 372 mA h 
g-1 [1]. However, the capacity of graphite cannot meet the market de-
mand for large-scale applications with high energy/power density and 
operation reliability. Therefore, it is vital to develop new anode mate-
rials with high capacity, low charging/discharging potential, and low 
production cost. 

Concerning the specific capacity, silicon (Si) is potentially the best 
alternative anode material for LIBs, as it has a theoretical specific ca-
pacity of ＞4000 mA h g-1. In addition, Si is non-toxic and is the second 
most abundant element in earth crust, exhibiting low average discharge 
potential vs. Li+/Li. However, pure Si anode exhibits very poor cycling 

stability, i.e., capacity retention is only about 50 mA h g-1 within 100 
cycles [2,3] due to the enormous volumetric expansion (> 300%) upon 
lithiation [4]. Furthermore, the low intrinsic electronic conductivity of 
Si leads to the sluggish electrochemical kinetics and causes severe po-
larization, limiting the utilization of Si anodes. To solve the aforemen-
tioned critical problems, significant efforts have been devoted to 
modifying Si morphology in nanoscale [5] and compositing Si with 
conducting and/or stress-relief buffer matrix to accommodate volume 
expansion [5–7]. For example, Cui et al. reported a 
silicon-nanolayer-embedded graphite anode for LIBs [8]. Thus, a deli-
cate structure design based on Si for anode material is necessary to 
achieve outstanding battery performances. 

Metal-organic frameworks (MOFs), which are three-dimensional 
networks constructed by metal nodes and organic ligands, have been 
receiving much attention owing to their promising applications, e.g., in 
catalyst, drug delivery, energy harvest, conversion and storage. 
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Considering the ultrahigh specific surface area for contacting with col-
lector, abundant active sites for Li+ ions storage, as well as the tunable 
pores for migration of the Li+ ions, MOFs are regarded as one of the most 
potential candidates to replace current graphite anode for LIBs [9,10]. 
Crystalline MOF-177, first used as anode materials by Chen et al. shows a 
high irreversible initial capacity of 400 mA h g-1 but low capacity of 100 
mA h g-1 after 2 discharging/charging cycles [10]. To tackle the problem 
of poor electronic conductivity of MOF anodes, MOFs are coated with 
graphene to obtain the MOF/graphene composite anode, and thereby 
deliver a reversible capacity up to ~1075 mA h g-1 at a current density of 
50 mA g-1 [11] and 400 mA h g-1 at the current density of 100 mA g-1 [9]. 
However, their reversible capacities at higher current densities still need 
further improvement to meet the soaring demands from modern elec-
tronic devices and electric vehicles. 

As a promising method for improving the performances of anodes, 
vitrification of MOFs provides additional channels for Li+ ion diffusion 
and storage due to the increased distortion and local breakage of the Co- 
N coordination bonds. Note that zeolitic imidazolate frameworks (ZIFs) 
are a subset of MOFs. It was recently reported that the anode based on 
cobalt-ZIF-62 glass exhibits high lithium storage capacity, i.e., 306 mA 
h g-1 after 1000 cycles at 2 A g-1, high cycling stability, and superior rate 
performance compared with both crystalline and amorphous ones 
(prepared by high-energy ball-milling) [12]. It should be mentioned that 
cobalt-ZIF-62 is a type of ZIF with the composition of Co(imidazo-
le)1.75(benzimidazole)0.25. However, the ZIF glass anode still faces a 
main challenge, e.g., the limited reversible capacity. This inspired us to 
fabricate composite by combing the advantages of MOF glass and 
high-capacity Si materials to obtain high-performance anodes. 

Recent progress in developing Si@MOF composite has dramatically 
enlarged the design space for anode materials [13–16]. Although crys-
talline MOFs have been utilized in fabricating the Si@MOF composites, 
the glassy MOF/Si composites have not been reported to the best of our 
knowledge [13,14]. In this work, we first applied a reflux technique (see 
Experimental section) to prepare Si nano particles@cobalt-ZIF-62 
composites. Then we heated them to 450 ◦C, at which cobalt-ZIF-62 
was melted and subsequently quenched to glass state, and thus the 
Si@calbolt-ZIF-62-glass composites (SiZGC) were obtained. This fabri-
cation process involves wrapping Si nano particles into ZIF-62 and melt 
quenching treatment. We chose ZIF-62 as the precursor since it can be 
easily melt-quenched to glass state with a disordered open network, 
benefiting to the Li-ion storage and transfer [12,17,18]. Si 
nano-particles increased the yield of ZIF-62 by providing heterogeneous 
nucleation sites for ZIF crystal formation. Thus, a synergistic effect was 
achieved for the composite-based anode, which led to a rather high 
reversible capacity (650 mA h g-1 at 1 A g-1 after 500 cycles). This ca-
pacity is about 3 times higher than that of ZIF glass, 6 times that of ZIF 
crystal, and 30 times that of pure Si-based anodes. The strategy used in 
this work not only buffered the volume expansion and the aggregation of 
Si nano particles during cycling, but also made full use of ZIF-62 glass for 
lithium storage. We clarified the structural origin of the enhancement of 
the capacity in the derived composite-based anodes. 

2. Experimental section 

2.1. Synthesis of samples 

Cobalt-ZIF-62 crystal (Z) was synthesized by conventional sol-
vothermal method [18–20]. The cobalt-ZIF-62 glass (ZG) was obtained 
by heating the Z at 10 ◦C⋅min-1 in argon to 450 ◦C and calcined at this 
temperature for 5 mins followed by cooling naturally to room temper-
ature [12]. Instead of using the solvothermal method, Si@cobalt-ZIF-62 
composite (SiZC) was prepared via a reflux method, which involves: 1) 
heating the chemically reacting solution for a period at a certain tem-
perature; 2) condensing the vapor to liquid state via a pipe. In detail, 
imidazole (Im, 11.55 mmol, 785.4 mg), benzimidazole (BIm, 1.66 
mmol, 196 mg), C4H6CoO4•4H2O (4 mmol, 996 mg), and Si 

nanoparticles with different amounts (50, 100, 150 mg, accounting for 
about 5%, 10%, 15 wt% of the final product, respectively), were added 
to 90 mL N,N-dimethylformamide (DMF). Then the solution was heated 
at 130 ◦C for 48 hrs while refluxing and stirring. After cooling naturally 
to room temperature, the SiZC was obtained by centrifugation and 
vacuum drying. The SiZC was melt-quenched using the same procedure 
as that vitrifying the Z to obtain Si@cobalt-ZIF-62-glass composite 
(SiZGC), in which Si remains crystalline. The samples are named ac-
cording to the weight percentage of Si in composite. For example, 
5SiZGC refers to the SiZGC containing 5 wt% Si. The detailed prepara-
tion procedures are given in Table 1. 

2.2. Materials characterizations 

The phases of the samples were identified on a PANalytical X-ray 
diffractometer with Cu Kα (λ = 1.5406 Å) radiation during the 2θ range 
of 5–70◦ with a step size of 0.013◦. To investigate the characteristic 
temperature of glassy material, i.e., glass-transition temperature, the 
differential scanning calorimeter (DSC) (Jupiter 449 C, Netzsch) mea-
surements were conducted at 10 ◦C⋅min-1 in argon to 450 ◦C. The Raman 
spectroscopy measurements were conducted via Renishaw In-Via 
Raman microscopic with an Ar+ laser (λ = 532 nm). Fourier transform 
infrared (FTIR) spectra were recorded on a Bruker TENSOR II FTIR 
spectrometer with Platinum ATR Accessory at room temperature in the 
range of 400–4000 cm-1. To study the chemical environment of Co, Si, C, 
N, O in anodes before and after discharging/charging cycling, X-ray 
photoelectron spectroscopy (XPS) measurements were performed using 
ESCALAB 250Xi spectrometer (ThermoFisher Scientific, USA) with 
nonmonochromatic Al Ka X-ray (1486.6 eV) at pass energy of 50 eV. The 
morphologies and element distributions of samples were analyzed using 
field-emission scanning electron microscopy (FE-SEM) (Supra-55, Zeiss 
Inc.), transmission electron microscopy (TEM) (JEOL Ltd., Japan) and X- 
ray energy dispersive spectroscopy (EDS) (X-Max, OXFORD Instruments 
Inc.). 

2.3. Cell assembly and electrochemical evaluation 

The electrochemical performances of the obtained samples were 
evaluated by using CR2032 coin cells with lithium foil (diameter of 10.0 
mm) as the counter/reference electrode. A uniform slurry consisting of 
70 wt% active materials (the as-prepared ZIFs or Si@ZIFs), 20 wt% 
acetylene black, and 10 wt% polyvinylidene difluorides (PVDF) were 
prepared in N-methyl-2-pyrrolidone (NMP) and then pasted onto a 
copper foil substrate via a doctor blade and dried at 110 ◦C in a vacuum 
oven for 12 h to obtain working electrodes. The loading amount of active 
materials was 1~2 mg. 1 M LiPF6 in ethylene carbonate (EC)/diethyl 
carbonate (DEC)/dimethyl carbonate (DMC) (1:1:1 vol%) and a Celgard 
2325 membrane (diameter of 19.0 mm) were used as the electrolyte and 
separator, respectively. The cells were assembled in an argon-filled 
glovebox with both the moisture and the oxygen content lower than 
0.1 ppm and then the cells were tested at 25 ◦C. The galvanostatic 
charging/discharging tests of the samples were conducted on a Land 
battery test system (CT2001A) within the voltage range 0.01–3 V. Cyclic 
voltammetry (CV) curves were obtained in the voltage range of 0.01–3 V 

Table 1 
The preparation procedures of the cobalt-ZIF-62 crystal (Z), cobalt-ZIF-62 glass 
(ZG), Si@cobalt-ZIF-62 composite (SiZC), and Si@cobalt-ZIF-62-glass composite 
(SiZGC).  

Sample Names Preparation Procedures 
Solvothermal Reflux 

Melt-Quenching 

Z √ − −

ZG √ − √ 
SiZC − √ −

SiZGC − √ √  
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at the scanning rate of 0.1 mV s-1. EIS spectra were recorded in the 
frequency range of 0.1 Hz–100 kHz on CHI 760e electrochemical 
workstation. All electrochemical measurements were repeated with 
different batches of samples to confirm the reproducibility of their 
performances. 

3. Results and discussion 

Scheme 1 illustrates the fabrication process of the Si@cobalt-ZIF-62- 
glass composite (SiZGC). First, the raw materials including organic 
ligand, metal ions, and Si nano-powder, were dispersed in the DMF, and 
then reflux at 130 ◦C for 2 days to precipitate the Si@ZIF-62 composite 
(SiZC) (see Experimental section). The Si nanoparticles act as hetero- 
nucleation sites for growing ZIF layer. Second, the obtained SiZC was 
heated to 450 ◦C at 10 ◦C⋅min-1 in argon and then cooled down natu-
rally, leading to the SiZGC formation. Finally, Si nanoparticles with a 
size distribution of 20~60 nm were encapsulated in ZIF glass matrix, 
resulting in a robust structure that buffers the volume changes of Si 
during lithiation/delithiation processes. 

The morphologies and microstructures of samples 10SiZC and 
10SiZGC were examined using field emission scanning electron micro-
scopy (FE-SEM), as shown in Fig. 1. For 10SiZC (Fig. 1a), ZIF particles 
with a size of ~10 µm are observed, in which Si nanoparticles are 
wrapped, as verified by EDS elemental mappings of Co, N, and Si. Thus, 
SiZC was obtained by the facile reflux method. The SEM image of 
10SiZGC (Fig. 1b) reveals that the ZIF cages remain owing to the high 
viscosity of ZIF melt, and hence, the morphologies of 10SiZGC are 
similar to those of 10SiZC. In addition, the enlarged image (Fig. 1b) 
indicates that small Si particles are covered by ZIF-62 glass. 

To obtain the crystallographic information on the studied samples, X- 
ray diffraction (XRD) measurements were conducted (Fig. 2a). In the 
XRD patterns of Z and 10SiZC, sharp diffraction peaks can be seen in the 
range of 10◦~25◦, coinciding with those in the simulated ZIF-62 [12]. 
Moreover, the Bragg diffraction peaks associated with Si were also 
observed in 10SiZC, further confirming the wrapping of nano Si particles 
by crystalline ZIF-62. In contrast, the XRD patterns of sample ZG show 
no diffraction peaks, indicating its amorphous nature. While the 
diffraction peaks for Si crystals also appear in the XRD pattern of 
10SiZGC sample. Thus, ZIF-62 becomes amorphous while Si remains 
crystalline in 10SiZGC upon melt-quenching. That is, the 
melt-quenching method did not affect the crystal structure of Si. 

Fig. 2b shows the DSC upscan curves of Z, ZG, 10SiZC and 10SiZGC 
samples obtained at 10 ◦C min-1 in argon. For both Z and 10SiZC, the 
DSC curve of each sample exhibits an endothermic peak at around 
280 ◦C due to the release of solvent, followed by another endothermic 
peak at 420 ◦C associated with the melting event. However, a different 
scenario is observed for both ZG and 10SiZGC samples, i.e., the glass 
transition occurs at ~330 ◦C, implying that the vitrification of ZIF in 

10SiZC is not affected by introducing Si. To evaluate the thermal sta-
bility, thermogravimetry (TG) curves of Z, ZG, 10SiZC, and 10SiZGC 
were collected. As shown in Fig. S1, significant mass loss occurs in both Z 
and 10SiZC in the temperature range of 150–300 ◦C owing to the solvent 
(DMF) release, while no mass loss is seen in both ZG and 10SiZGC as the 
solvent was already released during the glass preparation process. 

The FTIR spectra of Z, ZG, 10SiZC and 10SiZGC in Fig. 2c show the 
similar frequencies of intramolecular vibrations, indicating that the 
integrity of organic linkers in ZIFs are preserved during melt-quenching 
[19]. However, structural changes take place during transformation of 
crystal into glass (Fig. 2c). First, the peaks at around 430 and 835 cm-1 

correspond to Co-N bonds and the in-plane bending of aromatic rings, 
respectively [12,21], and both peaks shift to a lower wavenumber after 
vitrification, suggesting that both Co-N bonds and aromatic rings 
become weaker in ZG and 10SiZGC. Second, the intensity ratio between 
the 668 and 1082 cm-1 peaks increases and the two peaks are attributed 
to the ring deformation out-of-plane-bending in the organic ligands and 
the C-H bending vibrations, respectively [12]. This implies an increased 
distortion in glass samples. Third, the peaks at 1383 and 1675 cm-1 

arising from vibrational mode of C-H and the carbonyl groups of solvent 
molecules (DMF) disappear upon vitrification [12,22]. This indicates 
that the DMF molecules have escaped from Z or 10SiZC during 
melt-quenching, agreeing with the DSC results. It is worth noting that 
the Si-Si bonds were not detected in FTIR spectra for 10SiZC and 
10SiZGC since Si is FTIR-inactive. However, the strong peak at 
~517 cm-1 assigned to Si-Si bonds [23] was observed in Raman spectra 
(Fig. 2d) for those two samples, verifying the existence of Si in the target 
composites. 

To evaluate the anode performances of the Si@ZIF composites, the 
cycling experiments of the commercial nano-Si, Z, ZG, 5SiZC, 5SiZGC, 
10SiZC, 10SiZGC, 15SiZC, and 15SiZGC based anodes were performed at 
a current density of 1 A g-1 (Fig. 3a). The specific capacity of almost 
every sample decays distinctly within about 50 cycles and then increases 
dramatically, except for the Si and Z based anodes which deliver rather 
low capacities. Specifically, the Si-doped composite samples exhibit 
remarkably higher capacities than those of the corresponding pure ZIF- 
crystal/glass and Si. This implies that the co-existence of ZIF layer and Si 
leads to a synergistic effect that benefits both Li-ion storage and trans-
port. Specifically, the ZIF layer can protect Si from pulverization by 
buffering the volume changes during charging/discharging cycles, while 
Si provides large specific capacity. In addition, the ZIF glass-containing 
composites show higher capacities than the samples with ZIF crystal, 
except for the samples doped with 15 wt% Si. The capacity of 
650 mA h g-1 of 10SiZGC based anode can be reached at 1 A g-1 after 
500 cycles, i.e., it is more than three times that of ZG (210 mA h g-1), six 
times that of pristine ZIF crystal (108 mA h g-1), and 30 times that of 
pure Si (20 mA h g-1). This is a remarkable enhancement, considering 
that the specific capacities are calculated based on the mass of the total 

Scheme 1. Schematic illustration of the synthesis process of the Si@cobalt-ZIF-62-glass composite (SiZGC) and the protecting role of ZIF glass matrix, which 
prolongs the cycling life of Si. 
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active material - Si@ZIF composite, and only ~10 wt% of Si exists in the 
active material for 10SiZGC. This means that 10 wt%Si contributes 
around 400 mA h g-1 to the total capacity, which almost reaches the 
theoretical capacity of 10%Si as that of pure Si is ~4000 mA h g-1. In 
addition, 10SiZC and 5SiZGC also show high capacities, reaching 600 
and 550 mA h g-1 after 500 cycles at 1 A g-1, respectively. All these re-
sults not only suggest that the Si@ZIF composite exhibits a synergistic 
effect (i.e., a combination of high capacity and high cycling stability) 
compared with pure Si and ZIFs [2,12], but also indicate the important 
role of ZIF glass in protecting Si in the composite. Fig. S2 shows the 
cycling performance of 10SiZGC after 1000 cycles at 1 A g-1. Appar-
ently, the capacity of 10SiZGC did not rise all the way but peaked at 
660 mA h g-1 after 570 cycles and then declined to 450 mA h g-1 after 

1000 cycles. This could be attributed to structural evolution of ZIF and 
the pulverization of Si during lithiation/delithiation. 

To probe the electrochemical performances of 5SiZC, 10SiZC, 
15SiZC, 5SiZGC, 10SiZGC, and 15SiZGC samples, we also investigated 
their rate capabilities (Fig. 3b). The results suggest the excellent kinetics 
of the SiZGC-based anodes at different current densities up to 5 A g-1. As 
expected, 15SiZGC, 10SiZGC, and 5SiZGC manifested outstanding high- 
rate capability compared with other samples, delivering the favorable 
average capacities of 666, 516, and 482 mA h g-1 after 10 cycles at 
0.1 A g-1, respectively. This can be explained in terms of the amounts of 
doping Si and the effects of ZIF glass. The glass phase provides more Li- 
ion intercalation sites arising from increased distortion and defects 
compared with crystalline ZIF [12]. With a stepwise increase in the 

Fig. 1. Microscopic characterizations. (a) SEM images of the 10Si@cobalt-ZIF-62 composite (10SiZC) (Inset: EDS elemental mappings of Co, N and Si for SZ), where 
the number, i.e., 10, represents the introduction of 10 wt% Si nanoparticles into ZIF-62; (b) SEM images of the 10Si@cobalt-ZIF-62-glass composite (10SiZGC). 

Fig. 2. Phase, thermal and structure analyses of the ZIF crystal (Z), ZIF glass (ZG), 10Si@ZIF composite (10SiZC), and 10Si@ZIF-glass composite (10SiZGC). (a) XRD 
patterns along with that of simulated ZIF-62. (b) DSC upscan curves which were obtained at 10 ◦C min-1 in argon. (c) FTIR spectra. (d) Raman spectra of 10SiZC 
and 10SiZGC. 
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current density, the average capacity decreases for all the samples, 
among which 5SiZGC exhibits the highest capacity retention after cycles 
at 0.5, 1, 2, and 5 A g-1. In addition, when the current density was set 
back to 0.1 A g-1, the specific capacity of 5SiZGC can recover to 
432 mA h g-1 and remains stable in the following cycles, indicating a 
superior rate performance. In contrast, both 15SiZGC and 10SiZGC are 
sensitive to the current density and show a rapid decline in capacity 
retention rate with an increase of the current density. When the current 
density was switched back to 0.1 A g-1, the capacities of 15SiZGC and 
10SiZGC restore to 540 and 440 mA h g-1, respectively, and decrease 
slowly in the following cycles. This could be explained as follows. 
Although the Si content in 15SiZGC and 10SiZGC is higher than that in 
5SiZGC, not all the Si nanoparticles in the composite contributed to the 
capacity increase within the studied 80 cycles in the test of rate capa-
bility. When introducing more Si into the composite, e.g., 10SiZGC, the 
glassy ZIF cages simply cannot accommodate all Si, as shown in Fig. 1a. 
The additional Si particles will aggregate and collapse during lith-
iation/delithiation because no ZIF protection layer exists, resulting in a 
capacity decline. 

The cyclic voltammetry (CV) measurements of 10SiZGC at a scan rate 
of 0.1 mV s-1 were carried out to investigate the electrochemical reac-
tion, as shown in Fig. 3c. In the first cathodic scan, there are three 

distinct reduction peaks at around 1.48, 0.32, and 0.02 V, which are 
attributed to the storage of Li+ within ZIF, formation of solid electrolyte 
interface film (SEI), and formation of LixSi phase, respectively [24–27]. 
During the anodic reaction, the peaks at around 0.35 and 0.57 V are 
ascribed to dealloying of LixSi to Si, while the peak at ~1.23 V comes 
from the extraction of Li+ from ZIF glass [12,27]. In the subsequent two 
CV curves, the pair of redox peaks (~0.71 versus ~1.24 V) arises from 
reversible insertion or extraction of Li+ into/from ZIF glass, whereas 
both the 0.12 vs 0.57 V pair and the 0.02 vs 0.35 V pair are associated 
with the alloying-dealloying processes of Si/LixSi [28]. Fig. 3d shows the 
typical galvanostatic discharge/charge voltage profiles in the first three 
cycles of 10SiZGC anode at 0.1 A g-1. The observed plateau voltage in 
the profiles is consistent with the peak voltage in the CV curves. The 
initial discharge and charge capacities were 1010 and 627 mA h g-1, 
respectively, giving the first Coulombic efficiency of 62%, and the 
irreversible capacity loss may be due to the formation of the SEI layer 
and other irreversible reactions [29]. 

To clarify why the capacity of 10SiZGC continuously increases dur-
ing 500 cycles, three CV cycling of 10SiZGC after 500 charging/dis-
charging cycles were performed (Fig. 3e). Remarkably, compared with 
the redox peaks in the CV profiles of the fresh battery (Fig. 3c), a new 
couple of redox peaks appear, i.e., (1.69 vs 1.91 V), which can be 

Fig. 3. Electrochemical Performances. (a) 
The cycling performance of anodes based on 
the ZIF crystal (Z), ZIF glass (ZG), 5Si@ZIF 
composite (5SiZC), 5Si@ZIF-glass compos-
ite (5SiZGC), 10Si@ZIF composite 
(10SiZC), 10Si@ZIF-glass composite 
(10SiZGC), 15Si@ZIF composite (15SiZC), 
15Si@ZIF-glass composite (15SiZGC), 
where the numbers, i.e., 5, 10, 15, represent 
that weight percent of Si nanoparticles 
introduced into ZIF-62, respectively, at 
1 A g-1 for 500 cycles. (b) Rate performance 
of 5SiZC, 5SiZGC, 10SiZC, 10SiZGC, 
15SiZC, and 15SiZGC at current densities of 
0.1, 0.2, 0.5, 1, 2, 5 and 0.1 A g-1. (c) Cyclic 
Voltammetry (CV) curves of pristine 
10SiZGC within the range from 0.01 to 
3.0 V at a scan rate of 0.1 mV s-1. (d) Gal-
vanostatic charge-discharge voltage profiles 
of 10SiZGC for three cycles at the current 
density of 0.1 A g-1. (e) Cyclic Voltammetry 
(CV) curves of 10SiZGC after 500 cycles 
within the range from 0.01 to 3.0 V at a 
scan rate of 0.1 mV s-1. (f) Nyquist plots of 
10SiZC and 10SiZGC before and after 
cycling obtained from electrochemical 
impedance spectra within frequency range 
from 0.01 Hz to 100 kHz.   
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ascribed to the reversible insertion/extraction of Li+ into/from ZIF glass 
[30]. This indicates that the ZIF glass is gradually activated for lithium 
storage as a result of the charging/discharging cycling, which contrib-
uted to the enhancement of the capacity. Moreover, the redox peaks 
located at ~0.71 and ~1.24 V in Fig. 3c shift to higher voltages, i.e., 
~0.94 and ~1.41 V (Fig. 3e). The peak at 0.12 V in the second cathodic 
curve in Fig. 3c does not appear in Fig. 3e, implying the gradual struc-
tural changes in both ZIF glass and Si with cycling. In addition, the 
overlapping of three CV curves in Fig. 3e indicates the reversibility of 
10SiZGC after 500 cycles. 

To understand the origin of the electrochemical performance 
enhancement in 10SiZGC upon cycling, the electrochemical impedance 
spectroscopy (EIS) measurements of 10SiZC and 10SiZGC before and 
after 500 cycles were performed (Fig. 3 f). All the Nyquist plots consist 
of one or two depressed semicircles in the high frequency region and an 
inclined line in the low frequency region. The equivalent circuit for the 
Nyquist plots is given in the inset of Fig. 3 f, where Re, Rs, Rct, CPE and Zw 

represent the ohmic resistance, SEI resistance, charge transfer resis-
tance, interface capacitance and diffusion impedance of the half-cell 
systems, respectively [12,29]. The fitted parameters are shown in 
Table S1. It is seen that the charge transfer resistance (Rct) of 10SiZC and 
10SiZGC decreases from 290.4 and 405.3 Ω to 29.7 and 10.8 Ω after 500 
cycles, respectively, indicating the increased electrical conductivity. In 
addition, the depressed semicircle in each EIS curve of 10SiZC and 
10SiZGC splits into two consecutive ones after cycling. The semicircle in 
the higher frequency region arises from the SEI impedance (Rs and CPE1). 
The line inclined at approximately 45◦ in the low frequency region 
corresponds to the Warburg impedance (W), which is associated with 
the diffusion coefficient of Li+ in the electrode material. Warburg factor 
(σ) can be determined from the linear relation between impedance Z′

and the reciprocal square root of the angular frequency ω (Fig. S3). As 
shown in Fig. S3, the σ values of 10SiZC and 10SiZGC before and after 
cycling are 191.78, 320.88, 32.36, and 14.16, respectively. The declined 
σ value after cycles suggests a larger Li+ diffusion coefficient [12,31]. 

Fig. 4. Structure and phase analyses. (a) FTIR 
spectra of the 10Si@ZIF composite (10SiZC) 
and 10Si@ZIF-glass composite (10SiZGC) after 
cycling, where the number (10) represents that 
100-mg Si nanoparticles were added into ZIF- 
62, accounting for about 10% of the final 
product by weight. (b)~(e) XPS survey spectra 
and high-resolution core level of Co 2p, N 1 s, Si 
2p spectra for 10SiZC and 10SiZGC before and 
after cycling, respectively. (f) XRD patterns of 
10SiZC and 10SiZGC after 500 cycles.   
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The above EIS results indicate that both the electron transfer rate and 
Li+ diffusion coefficient of 10SiZC and 10SiZGC are greatly enhanced by 
cycling. 

To investigate the structural evolutions of 10SiZC and 10SiZGC after 
cycling, FTIR spectra were collected. As shown in Fig. 4a, 10SiZC ex-
hibits similar FTIR spectrum to that of 10SiZGC, indicating that both 
samples have similar structural features after cycling. It is known that 
the peaks at around 430, 668, 748 and 835 cm-1 for the pristine 10SiZC 
and 10SiZGC (Fig. 2c) are attributed to the Co-N bonds, the ring 
deformation out-of-plane-bending in the organic ligands, the benzene 
group of imidazole/benzimidazole, and the in-plane-blending of aro-
matic ring, respectively [12,21,32]. However, these peaks disappeared 
in the spectra of the two samples after 500 cycles. This suggests the 
breakages of the Co-N bonds and rings in the organic ligand after 
cycling. In addition, the peaks at 471, 860, and 1418 cm-1 are ascribed to 
aromatic C-H bonds, isolated aromatic H vibrations, and ring stretch of 
organic ligands, respectively [21,33–35], while the peaks at 1487 and 
1619 cm-1 are attributed to stretching of C-C in the benzimidazole aro-
matic ring (Fig. 4a) [36]. 

The surface elemental analyses of 10SiZC and 10SiZGC before and 
after cycling are carried out by the X-ray photoelectron spectroscopy 
(XPS) survey spectrum (Fig. 4b), and thereby the existence of Co, N, Si, C 
and O elements is confirmed, agreeing with the EDS results (Fig. 1). It is 
seen that the O 1 s signal of the samples after cycling become stronger, 
and this mainly originate from the SEI (products from electrolyte 
decomposition). Fig. 4c exhibits the high-resolution spectrum of Co 2p, 
in which the Co 2p1/2 and Co 2p3/2 peaks of both 10SiZC and 10SiZGc 
samples are located at 796.2 and 781.1 eV with two satellite peaks at 
802.1 and 786.0 eV, suggesting the existence of Co2+ in both samples. 
After cycling, these two peaks (796.2 and 781.1 eV) slightly shift to 
higher binding energy compared with those of pristine samples, 
implying that the chemical environment of cobalt in 10SiZC and 
10SiZGC varies upon insertion/extraction of Li+ and this could be due to 
the distortion and local breakage of the Co-N [12]. In Fig. 4d, the peak of 
N 1 s in the XPS spectrum is deconvoluted into two peaks at 398.7 and 
400.4 eV, which are attributed to C––N-C and C-N-H bonds, respectively 
[12,37]. The fractions of the two bonds are shown in Table S2. 10SiZC 
shares a similar fraction of the C––N-C bonds (i.e., about 94%) with that 
in 10SiZGC before cycling. However, the C––N-C bond fractions in both 
samples dramatically decrease to around 73% after cycling, implying 
the breakage of C––N-C upon insertion/extraction of Li+. This agrees 
well with the FTIR results (Fig. 4a). For the high-resolution XPS spec-
trum of C 1 s (Fig. S4), the peaks of pristine 10SiZC and 10SiZGC can be 
deconvoluted into two peaks assigned to C-C/C––C/C-H at 284.8 eV and 
N––C-N at 286 eV, respectively. In contrast, the C 1 s spectra of 10SiZC 
and 10SiZGC vary significantly upon cycling, which can be deconvo-
luted into four peaks. Besides the peak at 284.8 eV, three new peaks 
appear at 286.6, 288.5, and 290.1 eV, which are related to C-O/N––C-N, 
O-C––O/C-F, and Li2CO3 or lithium alkyl carbonates, respectively, as 
consequences of both the addition of PVDF as anode binder and the 
formation of SEI during cycling [12,38–40]. Fig. 4e shows the core level 
spectra of Si 2p in 10SiZC and 10SiZGC before and after cycles, which 
exhibit similar characteristics. The peak deconvolution results are 
shown in Table S3. The XPS peak associated with SiO2 can be observed 
in all the composite samples, implying the existence of SiO2. However, 
SiO2 is predominant only in the surface layer (< 5 nm) considering the 
detection depth limit of XPS. The formation of the thin SiO2 layer is due 
to the high tendency of Si to be oxidized when exposed to air, even at 
room temperature [41]. The existence of SiO2 was also verified by the 
FTIR results (Fig. S5). Overall, the fraction of SiO2 in the as-purchased Si 
is still much smaller than that of Si. Fig. 4f shows the XRD patterns of 
10SiZC and 10SiZGC after 500 cycles. A broad peak at 2θ≈ 16◦ appears 
in each pattern, implying the transformation of crystalline ZIF in 10SiZC 
sample and crystalline Si in both samples into amorphous materials 
upon cycling. 

To detect the morphologies of 10SiZGC and 10SiZC after 500 cycles 

at 1 A g-1, SEM and HRTEM measurements were conducted (Fig. 5 and 
Fig. S6). The overall skeleton of ZIF in 10SiZGC after cycling is preserved 
and Si particles are still wrapped within ZIF glass, and this is confirmed 
by the upper right inset, TEM image and EDS mappings in Fig. 5a. The 
HRTEM image and the selected area electron diffraction (SAED) patterns 
demonstrate the existence of a large amount of amorphous phase and 
few crystals with a size of 10~20 nm in 10SiZGC after cycling, as shown 
in Fig. 5b. The lattice fringes with an interatomic spacing of ~0.31 nm is 
attributed to Si, implying that the insertion/extraction of Li+ ions results 
in the majority of Si in 10SiZGC converting to an amorphous state after 
500 cycles. In addition, Fig. S6 shows that the cycled 10SiZC exhibits a 
similar scenario as 10SiZGC, i.e., a large amount of amorphous phase 
and few Si crystals, suggesting that not only Si crystals, but also ZIF 
crystals in 10SiZC transform into amorphous phases upon cycling. 

The above results clearly demonstrate the enhanced capacity and 
rate performance of SiZGC as an anode material for lithium storage [9, 
12], and this is achieved by designing and fabricating the Si@ZIF-62 
glass composite, in which nano Si is wrapped and protected by porous 
ZIF glass phase. First, cobalt-ZIF-62 glass possesses an open disordered 
network structure, which provides more active sites and channels for 
both storage and transport of Li+ compared to their crystalline coun-
terparts. Second, the ZIF glass encapsulates Si nano particles to buffer 
the volume fluctuations of Si during the charging/discharging cycling, 
thereby realizing excellent cycling performances. In detail, the ZIF glass 
layer not only stores Li+ ions, but also suppresses the alloying of Li+ with 
wrapped Si to some extent, and also reduces volume change of Si via 
confinement, and thereby lowers the degree of pulverization of Si in the 
composite. Even if the wrapped Si nanoparticles are pulverized after 
cycling (as shown in Scheme 1), a substantial amount of Si is still 
attached to the inner surface of ZIF glass, and thus the composite 
structure can remain in a good electrical contact with the copper current 
collector. Such good contact can facilitate the electron transfer to ensure 
the alloying process between Li+ and Si. Third, the insertion/extraction 
of Li+ could result in the distortion or breakage of Co-N, and aromatic 
rings in ZIF, leading to an increase in structural defects and diffusion 
channels for the transport and storage of Li+ [12,42]. Moreover, the 
increased channels lead to more Li+ ions going into ZIF and reacting 
with Si, thereby highly enhancing the reversible capacity and rate 
capability. 

4. Conclusions 

We designed and fabricated the Si@ZIF-glass composite compro-
mising interior high-capacity Si nano particles and exterior ZIF glass 
phase for lithium storage, which yields a strong synergistic effect. Such a 
unique architecture in ZIF glass buffers the volume changes of Si and 
thus prevents its pulverization, and hence promotes the transport ki-
netics for both electrons and lithium ions. In addition, ZIF glass itself 
also enhanced the electrochemical performance of Si@ZIF-glass based 
anode owing to its open network structure that facilitates the Li+ ion 
diffusion and storage. As a consequence, 10SiZGC based anode exhibits 
the capacity of 650 mA h g-1, which is about three times and six times as 
high as that of ZIF glass and ZIF crystal at the current density of 1 A g-1 

after 500 cycles, respectively. Our findings paved a new avenue for 
developing anode material for the next generation of high-performance 
LIBs. Moreover, our approach to construct hierarchical Si@ZIF-glass 
composite could be further extended to other types of ZIF glasses to 
combine with highly active materials like Sn and SnO2 for application in 
electrochemical energy storage. 
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Fig. S1 Thermogravimetric curves of Z, ZG, 10SiZC, and 10SiZGC. 

 
Fig. S2. The cycling performance of anode made from 10SiZGC at 1 A g-1 for 1000 cycles. 

 

 

 

 



Table S1 Calculated impedance (Re, Rs, Rct) of 10SiZC, 10SiZGC before and after 500 cycles based on EIS 
equivalent circuit model. Re stands for the resistance of the bulk electrode, electrolyte, and the separator, 
while Rs and Rct are related to the resistance of SEI resistance and that of charge transfer, respectively. 

Impedance 
Samples 

Re (Ω) Rs (Ω) Rct (Ω) 

10SiZC 2.1 / 290.4 
10SiZGC 1.3 / 405.3 

10SiZC-after 500 cycles 2.9 14.9 29.7 
10SiZGC-after 500 cycles 2.5 17.7 10.8 

 

  
Fig. S3. The dependence of Z' on ω-1/2 in the low frequency region obtained from Nyquist plots in Fig. 3f. 

                                         

Table S2 The fraction of C=N-C, C-N-H of 10SiZC and 10SiZGC before and after cycling, which were 
obtained from the deconvoluted N 1s XPS spectra shown in Fig. 4d.  

Bonds 
Samples 

C=N-C 
(%) 

C-N-H 
(%) 

Ratio 
(C=N-C/C-N-H) 

10SiZC 94.3 5.7 16.5 
10SiZGC 93.1 6.9 13.5 

10SiZC-after cycling 73.8 26.2 2.8 
10SiZGC-after cycling 72.9 27.1 2.7 

 

 



 

Fig. S4 High-resolution of C 1s XPS spectra for 10SiZC and 10SiZGC before and after cycling. 

 

Table S3 The fraction of Si, SiO2 of 10SiZC and 10SiZGC before and after cycling, which were obtained from 
the deconvoluted Si2p XPS spectra shown in Fig. 4e.  

Chemical state 
Samples 

Si 
(%) 

SiO2 
(%) 

Ratio 
(Si/SiO2) 

10SiZC 15.0 85.0 0.18 
10SiZGC 13.8 86.2 0.16 

10SiZC-after cycling 10.0 90.0 0.11 
10SiZGC-after cycling 10.2 89.8 0.11 

 

 
Fig. S5 FTIR spectrum of commercial nano-Si, in which Si-O bonds are already present, indicating the 
existence of SiO2 in the commercial nano-Si.  



 
Fig. S6. Microscopic characterization. (a) TEM image and EDS mappings of Si, N, Co for 10SiZC after 
cycling. (b) HRTEM image and the corresponding SAED patterns of 10SiZC after cycling. 
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Abstract 

Vanadium-tellurite glasses (VT) have emerged as promising anode materials for lithium-ion batteries 

(LIBs) due to their unique disordered open network for Li+ diffusion and high cycling stability. 

However, the capacity of VT still needs to be greatly improved. To tackle this problem, combining 

VT with high active elements is a bright way. Silicon (Si), which exhibits ultrahigh theoretical 

capacity (>4000 mA h g-1) but suffers from rapid capacity decline due to vast volume changes upon 

lithiation/delithiation. This inspired us to combine VT with Si to take advantage of both materials. 

Here, we embedded Si nanoparticles into VT glass matrix and obtained Si/VT composite (VTS) by 

hot pressing method. The obtained VTS yields a synergistic effect, exhibitng a capacity of 408 mA h 

g-1 at 1 A g-1 after 1000 cycles, which is more than three times that of VT and fourteen times that of 

pure Si. The origin of this huge enhancement is revealed by performing structural analyses. The VT 

matrix with open network not only can contribute to lithium storage, but also buffer the volume 

changes and prevent the aggregation of Si nano particles during lithiation/delithiation processes. 

 

Keywords: Vanadium-tellurite glass; Silicon; Anode; Lithium-ion batteries  
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1. Introduction 

With high energy density, long lifespan, and environmental friendliness, lithium-ion batteries (LIBs) 

represent one of the most attractive portable energy storage devices. However, the current LIBs 

cannot satisfy the demands for safer and higher energy density batteries used in electric vehicles and 

large-scale energy storages [1]. To tackle these problems, many efforts have been made. From the 

aspect of safety, all-solid-state batteries have been widely studied, that is, replacing conventional 

organic liquid electrolytes with solid electrolytes, of which inorganic glass-ceramic/glass-based solid 

electrolytes are one of the most promising candidates as they show the highest ionic conductivities 

with 10-2∼10-3 S cm-1[2-5].  In terms of high energy density (proportional to specific capacity), one of 

the main attempts is to use silicon (Si), which has a theoretical capacity exceeding 4000 mA h g-1, to 

replace current graphite anodes [1, 6]. Nonetheless, the drastic volume fluctuation of Si (~400%) 

during lithiation/de-lithiation [1] leads to a dramatic decay of specific capacity, i.e., capacity retention 

is about 50 mA h g-1 within 100 cycles [7, 8]. To buffer the volume expansion of Si, some specific 

structures, such as hollow core-shell, york-shell, porous structures, in combination with carbon have 

been constructed mostly by sol-gel method, solvothermal method, chemical vapor deposition method 

et.al. [9-12]. However, the complex synthesis processes, low yield and high cost [2] hinder their 

practical applications.  

Vanadium-tellurite glasses (VT), which exhibit a superior cycling stability, i.e., almost no capacity 

fading for 5000 cycles [13, 14], have emerged as promising anode material for LIBs. The reason for 

the high cycling stability of VT glasses lies in their unique structure feature, i.e., not purely 3D 

tetrahedral network, that exhibits higher liquid fragility and stronger crystallization tendency upon 

heating compared to most the conventional oxide glasses with the tetrahedral network. During 

discharging/charging process, electrochemically active γ-Li3VO4 nanocrystals are formed in VT glass. 

The in-situ growth of nanocrystals from glass not only toughening the glass matrix, and thereby 
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increasing the cycling stability, but also providing more space/channels between the crystals and glass 

matrix to facilitate the transportation of Li+ [13-16].  However, the capacities of VT glasses are around 

120 mA h g-1 at a current density of 1 A g-1 [13, 14] and still need to be improved. Thus, combing Si 

with VT glass could be a promising strategy to achieve the synergetic effect, i.e., to both enhanced 

capacity and increased cycling stability of the anode for LIBs. 

In our previous study [15], we have investigated how Si-doping affects the structure and 

crystallization behavior of VT glasses during heating process. Based on these results, in this work, 

we focused on how Si and VT glass can be properly combined by comparing traditional heating 

process and hot-pressing process and studied the electrochemical performance of the composites. The 

reason we chose heat-treatment to conduct the combination of Si and glass is that glass exhibits 

viscous flow above Tg and thus can act as ‘binder’ for bonding Si. It is found that the Si@VT 

composite after hot pressing exhibited a reversible specific capacity of 408 mA h g-1, which is more 

than three times that of VT and fourteen times that of pure Si at the current density of 1 A g-1 after 

1000 cycles, resulting from the synergy effects between Si and VT glass. Furthermore, considering 

that the best lithium solid-state electrolytes are inorganic glass/glass-ceramics, the interfacial stability 

between the glassy solid-state electrolyte and the traditional electrode faces a big challenge due to the 

mismatch of expansion coefficient and poor compatibility at the interface [4]. Thus, it can be 

anticipated that glassy electrolyte and glassy electrode could provide good expansion coefficient 

matching and interfacial compatibility and thus a minimal interfacial polarization of the cell [6]. In 

addition, glass materials pose many other advantages, i.e., tunable composition, simple preparation 

process, low cost, etc. All of these suggest that the composites incorporating high-capacity elements 

into glasses are promising anode materials for the next generation of high-performance LIB (all-solid-

state LIB). This work not only proved that combining Si with VT glass through hot pressing is an 
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effective strategy to obtain high-performance anode materials for LIBs, but also paves a new path for 

preparation glass-based functional materials. 

2. Experimental section 

 2.1 sample preparation 

The 50V2O5-50TeO2 (in mol %) glass (VT) was prepared via the melt-quenching method [13, 14], 

followed by crushing and sieving to obtain glass power with a size distribution between 10 and 20 

µm.  100-mg, 200-mg, 300-mg, 400-mg commercial nano-silicon powder (about 20-60 nm particle 

size) were separately added into 0.9, 0.8, 0.7, 0.6g glass powder, and then mixed thoroughly, which 

are referred to as 10VTS, 20VTS, 30VTS, 40VTS, according to the fraction of Si by weight, 

respectively. To find out a proper hot pressing process, we firstly fixed the fraction of Si and hot 

pressed 10VTS samples in a vacuum furnace under 100 MPa and kept for 0.5 h at different 

temperatures. The temperatures selected were based on the differential scanning calorimeter (DSC) 

result of 10VTS (Fig. S1), which shows characteristic temperatures, i.e., glass transition temperature 

(Tg=509 K), onset crystallization temperatures (Tc1=563 K, Tc2=602 K), melting temperature (Tm=755 

K). Specifically, 10VTS samples were hot-pressed at 550 K (above Tg), 570 K (above Tc1), 620 K 

(above Tc2), 670 K (below Tm), and 770 K (above Tm), respectively.  These samples are referred to as 

10VTS-550-HP, 10VTS-570-HP, 10VTS-620-HP, 10VTS-670-HP, and 10VTS-770-HP, 

respectively, according to the hot pressing temperature. For comparison, 10VTS was heated to 620 

K and kept for 0.5 h in the vacuum furnace without pressure (traditional heating process), and the 

obtained sample is named as 10VTS-620.  In addition, to find the optimal fraction of Si, 20VTS-620-

HP, 30VTS-620-HP, 40VTS-620-HP samples were also obtained.  

2.2 Materials characterizations 
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The crystal phases of samples after heat-treatment were identified on a PANalytical X-ray 

diffractometer with Cu Kα (λ = 1.5406 Å) radiation during the 2θ range of 5∼70° with a step size of 

0.013°. The thermal events of samples, such as the glass transition temperature (Tg) and the 

crystallization onset temperature et. al, were detected by the differential scanning calorimeter (DSC) 

(Jupiter 449C, Netzsch) in argon to 500°C at 10 K/min. Fourier transform infrared (FTIR) spectra 

were conducted on a Bruker TENSOR II FTIR spectrometer with Platinum ATR Accessory at room 

temperature in the range of 400-4000 cm-1. To study the chemical environment of V, Si, X-ray 

photoelectron spectroscopy (XPS) was performed by using ESCALAB 250Xi spectrometer 

(ThermoFisher Scientific, USA) with nonmonochromatic Al Ka X-ray (1486.6 eV) at pass energy of 

50 eV. The morphologies and distribution of Si in samples were analyzed using field-emission 

scanning electron microscopy (FE-SEM) (Supra-55, Zeiss Inc.), and X-ray energy dispersive 

spectroscopy (EDS) (X-Max, OXFORD Instruments Inc.). 

2.3 Cell assembly and Electrochemical Characterizations 

The electrochemical performance of VTS after heat-treatment were evaluated by using CR2032 coin 

cells with lithium foil as the reference electrode. The as-prepared VTS (70 wt%), acetylene black (20 

wt%), and polyvinylidene difluorides (PVDF, 10 wt%) were mixed evenly in N-methyl-2-pyrrolidone 

(NMP) and then pasted onto a copper foil substrate and dried at 110 °C in a vacuum oven for 12 h to 

get working electrodes. 1 M LiPF6 in ethylene carbonate (EC)/diethyl carbonate (DEC)/dimethyl 

carbonate (DMC) (1:1:1 vol%) was used as the electrolyte and the Celgard 2325 membrane (diameter 

of 19.0 mm) was used as the separator. Cells were assembled in an argon-filled glovebox with both 

the moisture and the oxygen content below 0.1 ppm and then tested at 25 °C. The galvanostatic 

charging/discharging tests of the samples were conducted on a Land battery test system (CT2001A) 

with the voltage range 0.01-3V. Cyclic voltammetry (CV) curves were obtained in the voltage range 

of 0.01–3 V at the scanning rate of 0.1 mV s-1. EIS spectra were recorded in the frequency range of 
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0.1 Hz–100 kHz on CHI 760e electrochemical workstation. All electrochemical measurements were 

repeated with different batches of samples to confirm the reproducibility of their performances. 

3. Results and Discussions 

Fig. 1a shows the XRD patterns of the as-prepared hot-pressing samples. Clearly, sharp diffraction 

peaks at 2θ≈28, 47, 56° corresponding to Si are detected in all the samples, indicating that Si is 

preserved after heat-treatment. In addition, V2O5 and TeVO4 crystals appeared in 10VTS-670-HP and 

10VTS-770-HP but were not detected in 10VTS-550-HP, 10VTS-570-HP and 10VTS-620-HP 

samples. The reason why samples 10VTS-570-HP and 10VTS-620-HP heated above Tc1 (563K) did 

not show other crystals besides Si could be due to the different heating conditions between the 

different devices (DSC and furnace).  

 

Fig. 1 Phase and thermodynamic analyses. (a) XRD patterns of 10VTS-550-HP, 10VTS-570-HP, 10VTS-
620-HP, 10VTS-670-HP, and 10VTS-770-HP. (b) DSC upscan curves of both 10VTS (the red line) and 
10VTS-620-HP (the blue line), which are obtained at 10 K/min in argon. The characteristic temperatures such 
as glass transition (Tg) and crystallization onset temperatures (Tc1, Tc2, and Tc3) are denoted in the curves.       

To study whether the hot-pressing sintering process leads to the viration of thermal properties, DSC 

measurements of 10VTS and 10VTS-620-HP were conducted. As shown in Fig. 1b, the Tg, Tc1, Tc2 
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of both samples are the same, while a new crystallization peak appears in 10VTS-620-HP (Tc3=622 

K). This is understandable when considering that that during heating process, the thermal energy can 

be used to increase the potential energy of VTS and overcome energy barrier of a redox reaction 

which may occur between Si and VT [15]. Therefore, 10VTS-620-HP is more likely to precipitate 

new crystals in the subsequent DSC scan compared to 10VTS.   

 

Fig. 2 Morphological Characterization.  SEM images and EDS elemental mappings of Si, N and Te. (a) 
10VTS-620, (b) 10VTS-620-HP, (c) 10VTS-670-HP. 

The morphologies and microstructures of 10VTS-620, 10VTS-620-HP, and 10VTS-670-HP were 

measured using SEM, as shown in Fig. 2. For 10VTS-620 (Fig. 2a), VT with a particle size of 10∼20 

µm was observed. Clearly, Si nano particles agglomerated and covered the surface of VT, suggesting 

that Si is only physically contact with VT when no pressure is applied.  For 10VTS-620-HP (Fig. 2b) 

and 10VTS-670-HP (Fig. 2c) samples, numerous Si nano particles are embedded into VT matrix and 

formed Si/VT composites. The composites fabricated by hot pressing may lead to a synergistic effect 

and enhance the electrochemical performances of composite-based anodes because VT matrices are 

expected to buffer the volume change of Si. 

To investigate the structural evolution upon heat-treatment, FTIR and XPS measurements were 

performed. Fig. 3a show the FTIR spectra of Si, 10VTS, 10VTS-620, 10VTS-620-HP. Peaks at 

around 478 cm-1 and 1000∼1250 cm-1 correspond to Si-O vibrations [17, 18], which are clearly shown 
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in sample Si suggesting that Si-O already exists in commercial Si particles. Peaks at 680 cm-1 are 

ascribed to Te−O−Te or O−Te−O [19], while peaks at around 982cm-1 are attributed to [VO5] [15, 

19]. In addition, the broad peaks locating between 750 and 940 cm-1 are mainly due to V−O−V, [VO4], 

and [VO5] vibrations. Clearly, the intensity of the peak at 1000∼1250 cm-1 increases for both 10VTS-

620 and 10VTS-620-HP compared to that of the pristine 10VTS, implying the oxidation of Si upon 

heat-treatment. Considering that the heating process is carried out in a vacuum, it can only be 

explained that VT oxidized Si. Moreover, a sharp peak at 530 cm-1 corresponding to V−O−V 

vibrations [15] was observed in 10VTS-620 but not in 10VTS-620-HP. Instead, sharp peaks at 644 

cm-1 and 435 cm-1 arising from V−O−V/Te−O−Te vibrations were detected in 10VTS-620-HP [20, 

21]. The spectral differences between 10VTS-620 and 10VTS-620-HP suggest that the pressure 

applied affects the structural evolution of VTS during heating.  

 

Fig. 3 Structure Characterizations. (a) FTIR spectra of Si, 10VTS, 10VTS-620,  and 10VTS-620-HP, where 
the number, i.e., 10, represents the introduction of 10 wt% Si nanoparticles into VT. XPS high-resolution of 
Si 2p(b) and V 2p (c) spectra for 10VTS, 10VTS-620, 10VTS-620-HP, and 10VTS-670-HP. 
 

Fig. 3a shows the XPS high-resolution of Si 2p spectra for 10VTS, 10VTS-620, 10VTS-620-HP, and 

10VTS-670-HP samples. Each spectrum can be deconvoluted into peaks at ∼99.5 eV and ∼103.1 eV, 

which are assigned to Si and SiO2, respectively [22]. The deconvolution results are shown in table 1. 

Clearly, the fraction of Si that converts into SiO2 increases as the heating temperature rises. In addition, 

the same fractions of Si in VTS-620 and VTS-620-HP (∼54.5%) indicate that the pressure does not 
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promote the Si-to-SiO2 conversion. The high-resolution spectra of V 2p for these samples are shown 

in Fig. 3c. the V 2p1/2 and V 2p3/2 peaks are located at 517.5 and 524.9 eV. Peaks at 532.7 and 530.6 

are ascribed to V-OH, and V-O, respectively. [23, 24]. For 10VTS subjected to heat-treatment, i.e., 

samples 10VTS-620, 10VTS-620-HP, and 10VTS-670-HP, as the V 2p1/2 peak becomes wider 

compared with that of pristine 10VTS, it can be deconvoluted into two peaks, i.e., ∼517.5 and 516.4 

eV arising from V5+ and V4+, respectively [23, 24].   These results suggest a redox reaction occurred 

in 10VTS during heating process. Moreover, the formation of V4+ could facilitate the electrical 

conductivity in VT glass. This is because that during discharging/charging process, electrons can 

cause formation of polarons, and thus, high electronic conductivity can be realized by polaron-

hopping in V4+−O−V5+ chains (V4+−O−V5+→V5+−O−V4+) [15]. However, another product of redox 

reaction between Si and VT, i.e., SiO2, can decrease the electrical conductivity of materials as it is an 

insulating material. Therefore, there should be a compromise ratio between V4+ and SiO2 to achieve 

high electrical conductivity.  

Table 1 The fraction of Si, SiO2 of VTS, VTS-620, VTS-620-HP, VTS-670-HP, which were obtained from 
the deconvoluted Si 2p XPS spectra shown in Fig. 3b.  

               Chemical state 
Samples 

Si 
(%) 

SiO2 
(%) 

Ratio 
(Si/SiO2) 

VTS 61.1 38.9 1.6 
VTS-620 54.5 45.5 1.2 

VTS-620-HP 54.6 45.4 1.2 
VTS-670-HP 52.2 47.8 1.1 

 
 

To explore whether the combination of Si and VT glass by traditional heat-treatment or hot-pressing 

sintering poses a synergistic effect, the cycling performances of Si, VT, 10VTS-570-HP, 10VTS-620-

HP, 10VTS-670-HP, 10VTS-770-HP, and10VTS-620 based anodes were measured (Fig. 4a). The 

capacities of Si, VT, 10VTS-570-HP, 10VTS-620, 10VTS-770-HP are 28, 110, 136, 206, 205 mA h 

g-1 at a current density of 1 A g-1 up to 1000 cycles, respectively, while those of 10VTS-620-HP 
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and 10VTS-670-HP reaches 408 and 313 mA h g-1, respectively. The significant capacity 

enhancement of the latter two samples verifies that the hot pressing is an effective method to combine 

Si and VT, and hence, realizing a synergistic effect. As 10VTS-620-HP shows the highest capacity 

among the above-mentioned samples, we increased the fraction of doping Si in VT, i.e., 20%, 30%, 

40%, and hot pressed the mixture with the same process as that of 10VTS-620-HP.  The as-prepared 

samples are referred to as 20VTS-620-HP, 30VTS-620-HP, 40VTS-620-HP, respectively. Fig. 4b 

shows the cycling performances of these samples. Clearly, the capacity of the three samples is 216, 

260, and 126 mA h g-1 at 1 A g-1 after 1000 cycles, respectively, which is much lower than that of 

10VTS-620-HP. The increased Si fractions in VT leads to lower capacities compared to 10VTS-620-

HP, indicating that 10% Si is the optimal doping level in our study.  

The rate performances of the above-mentioned samples at the current densities of 0.1, 0.2, 0.5, 1, and 

2 A g-1 are shown in Figs. 4c, d. In Fig. 4c, the average specific capacity of samples 10VTS-620-HP 

and 10VTS-670-HP are 725 and 621 mA h g-1 after 5 cycles at 0.1 A g-1, respectively, which are the 

top two among the samples. The capacity of Si drops dramatically from 2290 to 774 mA h g-1 after 

the first 5 cycles. The capacities of 10VTS-570-HP, 10VTS-620, and 10VTS-770-HP decrease from 

∼450 to ∼200 mA h g-1 after 5 cycles at 0.1 A g-1. With the increase in the current density, the average 

capacities of all samples decrease, among which 10VTS-620-HP exhibits the highest capacity 

retention after cycles at 0.2, 0.5, 1, and 2 A g-1. When the current density was set back to 0.1 A g-1, 

the capacities of 10VTS-620-HP and 10VTS-670-HP recover to 710 and 532 mA h g-1, respectively, 

and remain stable in the following cycles, indicating a superior rate performance. In contrast, the 

capacity of Si reaches 568 mA h g-1 when the current density was switched back to 0.1 A g-1, but 

decreases rapidly to 67 mA h g-1 after 100 cycles. This significant capacity decrease of Si is due to 

its volume expansion and pulverization [25].  
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Fig. 4 Cycling and rate performances. (a), (b) Cycling performances of anodes based on Si, VT, 10VTS-
570-HP, 10VTS-620-HP, 10VTS-670-HP, 10VTS-770-HP, 10VTS-620, 20VTS-620-HP, 30VTS-620-HP, 
and 40VTS-620-HP at 1 A g-1 after 1000 cycles; (c), (d) The rate performances of anodes based on Si, 10VTS-
570-HP, 10VTS-620, 10VTS-620-HP, 10VTS-670-HP, 10VTS-770-VTS, 20VTS-620-HP, 30VTS-620-HP, 
and 40VTS-620-HP at current densities of 0.1, 0.2, 0.5, 1, 2 and 0.1 A g-1. 

Fig. 4d exhibits the rate performances of 10VTS-620-HP, 20VTS-620-HP, 30VTS-620-HP, and 

40VTS-620-HP. In the first 5 cycles, the average capacity of the latter three samples is 808, 857, and 

910 mA h g-1, respectively, which is higher than that of 10VTS-620-HP (725 mA h g-1). However, 

those three samples are sensitive to the current density and a show rapid decline with the increase of 

the current density. When the current was back to 0.1 A g-1, the capacity of the three samples is 636, 

695, and 720 mA h g-1, respectively, and decrease fast to 316, 281, and 189 mA h g-1 after 100 cycles. 

This could be interpreted that although the fraction of doping Si in 20VTS-620-HP, 30-VTS-620HP, 

40-VTS-620-HP is higher than that in 10-VTS-620-HP, not all the Si nanoparticles can be embedded 

into the VT glass matrices due to their limited ability to accommodate Si. A higher fraction of doping 
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Si can lead to more amount of bare Si aggregating on the surface of VT particles rather than 

embedding into glass protection matrices, resulting in an increase of volume expansion and 

pulverization of Si and hence rapid capacity decline.  

 

Fig. 5 Cyclic Voltammetry (CV) curves.  (a) 10VTS-620-HP, (b) 10VTS-670-HP, (c) 30VTS-620-HP, (d) 
40VTS-620-HP. The curves are obtained in the voltage range from 0.01 to 3.0 V at a scan rate of 0.1 mV s-1.  

The cyclic voltammetry (CV) measurements of 10VTS-620-HP, 10VTS-670-HP, 30VTS-620-HP, 

and 40VTS-620-HP were carried out to study why the 10VTS-620-HP based anode shows higher 

capacity than other as-prepared samples and investigate the electrochemical reaction involved, as 

shown in Fig. 5. In the first lithiation process of 10VTS-620-HP (Fig. 5a), the reduction peaks at 

around 1.01 V, 0.66 V, and 0.02 V attribute to the interaction between Li+ and VT, formation of solid 
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electrolyte interface film (SEI), and the insertion of Li+ into Si, forming LixSi phase, respectively [13, 

26]. The anodic peaks at around 0.34 V and 0.54 V are ascribed to the extraction of Li+ from LixSi, 

while the peaks at ∼1.26 and ∼2.08 come from the extraction of Li+ from VT glass matrix [13, 14]. 

In the subsequent two CV cycles, peaks at 1.01 and 0.66 V disappear and instead, a new strong peak 

located at ∼0.85 V arising from the insertion of Li+ into VT appears.  

Fig. 5b shows the CV curves of 10VTS-670-HP. This sample contains both glass and V/V-Te crystals 

(V2O5, and TeVO4), namely glass-ceramic. In the first cathodic scan, we observed peaks at 1.83 V 

and 0.97 V corresponding to the insertion of Li+ into VT glass-ceramic and 0.63 and 0.02 V, which  

arise from the formation of SEI and the insertion of Li+ into Si, respectively. The anodic peaks are at 

1.31 and 2.21 V, attributing to the Li+ extraction from VT glass-ceramic [13, 14]. In the second and 

third CV curves, new strong peaks at ∼0.91 V appear in the cathodic scan due to the Li+ insertion into 

VT glass-ceramic. In addition, peaks at 0.02, 0.34, and 0.54 V in 10VTS-670-HP are weaker than 

those in 10VTS-620-HP, indicating that the reversible reaction between Si and LixSi is reduced. This 

phenomenon could be explained that as the hot pressing temperature increases, more Si in VTS is 

converted into SiO2 verified by the FTIR and XPS results (Fig. 3), leading to fewer Si active sites and 

hence fewer reversible reaction.  

The CV curves of 30VTS-620-HP (Fig. 5c) show the same cathodic and anodic peak positions as 

those of 10VTS-620-HP (Fig. 5a), but peak intensities of the former sample are weaker. This suggests 

fewer Li+ insertion/extraction into/from both Si/LixSi and VT matrix in 30VTS-620-HP. In Fig. 5d, 

40VTS-620-HP shows no anodic peak at 1.26 eV, and weaker peaks at 0.02, 0.34, and 0.54 eV 

compared with those in 10VTS-620-HP. In addition, peaks at 0.85 and 2.08 eV are almost invisible 

in 40VTS-620-HP, indicating nearly no Li+ insertion/extraction into/from VT matrix. These results 

imply that as the fraction of doping Si increases, the reversible reactions decrease, results in the 
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decrease in capacity. This is reasonable considering the limited ability of VT matrix to accommodate 

Si.  When the amount of doping Si particles exceeds the accommodating limit of VT, the excess Si 

cannot be embedded into VT matrix by the hot pressing. Instead, bare Si particles aggregated and 

covered the surface of VT particles, causing the inability of Li+ to go into VT matrix. Moreover, the 

bare Si without protection of VT matrix is easily pulverized due to volume expansion during 

charge/discharge, resulting in a rapid decrease in capacity. 

 

Fig. 6 Nyquist plots of 10VTS-620-HP and 10VTS-670-HP obtained from electrochemical impedance spectra 
within frequency range from 0.01 Hz to 100 kHz. 

Fig. 6 shows the electrochemical impedance spectroscopy (EIS) of 10VTS-620-HP and 10VTS-670-

HP. Each EIS curve contains one semicircle at high frequency and an inclined line at the low 

frequency region. The resistance parameters (table 4-2) were obtained from the inset equivalent 

circuit, where Re, Rct, CPE1 and Zw represent the ohmic resistance, charge transfer resistance, interface 

capacitance and diffusion impedance of the half-cell systems, respectively [27, 28]. The charge 

transfer resistance (Rct) of 10VTS-620-HP (161.6 Ω) is much smaller than that of 10VTS-670-HP 

(354.8 Ω), indicating that the former exhibits a higher electrical conductivity, which can lead to a 

better electrochemical performance in 10VTS-620-HP.  
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Table 4-2 Calculated impedance (Re, Rct) of 10VTS-620-HP and 10VTS-670-HP based on EIS equivalent 
circuit model.  

Impedance 
Samples 

Re (Ω) Rct (Ω) 

10VTS-620-HP 4.4 161.6 
10VTS-670-HP 3.4 354.8 

 

 

Fig. 7 The protecting role of VT glass matrix which prolongs the cycling life of Si.  

As shown in Fig. 6, the possible mechanism of the electrochemical performance enhancements of 

VTS after hot pressing is related to VT matrix that protect Si from pulverization during charging and 

discharging process. First, VT glass exhibits an open disordered network structure, beneficial for Li+ 

diffusion. Second, the Si was embedded into VT matrix by hot pressing and VT constrains the volume 

expansion and buffers pulverization of Si to some extend during the insertion of Li+ into the composite, 

thereby realizing good cycling performances. Third, the formation of V4+ arising from redox reaction 

between Si and VT increases the electrical conductivity of VT. Therefore, the VTS-HP samples yield 

a synergistic effect and exhibit better reversible capacity and rate capability than pristine Si and VT.  

4. Conclusions 

In this work, we embedded Si nanoparticles into vanadium-tellurite glass (VT) matrix by hot pressing 

method to obtain Si/VT composite (VTS) for lithium storage. By optimizing the hot-pressing 

temperature and Si fraction, the VTS can yield a strong synergistic effect. Specifically, 10VTS-620-

HP based anode exhibits a capacity of 408 mA h g-1 at 1 A g-1 after 1000 cycles, which is more than 



16 
 

three times that of VT and fourteen times that of pure Si. The significant performance enhancement 

could be due to that VT glass matrix with open disordered network not only can provide channels for 

lithium transfer but also accommodate Si and buffer its volume change, and hence make full use of 

both VT glass and Si for lithium storage. In addition, during heat-treatment, the formation of V4+ 

arising from redox reaction between Si and VT, facilitates the electron transfer in 10VTS-620-HP. 

Our strategy to construct Si/VT-glass composite could be further extended to other types of oxide 

glasses to combine with highly active materials like SnO2 and Sn for application in electrochemical 

energy storage. 
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Fig. S1 DSC upscan curve of 10VTS, which is obtained at the rate of 10 K/min in argon. The characteristic 
temperatures such as glass transition (Tg) and crystallization onset temperatures (Tc1, Tc2) are denoted in the 
curve.       
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