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Abstract: Some of the groundwater aquifers in the Puglia Region, Italy, suffer from high salinity
and potential micropollutant contamination due to seawater infiltration and chemical discharge.
The objective of this study is twofold: to evaluate the performance of the recently reported
alumina-doped silica nanofiltration membranes for water potabilization, and to provide a possible
solution to improve the groundwater quality in the Puglia Region while maintaining a low
energy-footprint. Two lab-made alumina-doped silica membranes with different pore structures,
namely S/O = 0.5 and S/O = 2, were tested with real groundwater samples and their performances were
compared with those of a commercial polymeric membrane (Dow NF90). Moreover, groundwater
samples were sparked with acetamiprid, imidacloprid, and thiacloprid to test the membrane
performance in the presence of potential contamination by pesticides. At a trans-membrane pressure
of 5 bar, NF90 could reduce the groundwater conductivity from 4.6 to around 1.3 mS·cm−1 and
reject 56–85% of the model pesticides, with a permeate flux of 14.2 L·m−2

·h−1. The two inorganic
membranes S/O = 2 and S/O = 0.5 reduced the permeate conductivity to 3.8 and 2.4 mS·cm−1,
respectively. The specific energy consumption for all three membranes was below 0.2 kWh·m−3 which
indicates that the potabilization of this groundwater by nanofiltration is commercially feasible.

Keywords: membrane materials; surfactant templated-silica; drinking water; pesticides

1. Introduction

The shortage of clean water is one of the most pressing issues for humanity. Groundwater
has always been an extremely valuable water resource, nowadays it contributes to around 30% of
the total freshwater supply in the world [1]. However, minerals or organic pollutants might infiltrate
aquifers, thus compromising the quality of groundwater. Indeed, a large amount of clean water
supply in Europe comes from karst aquifers, which can be contaminated by natural or anthropogenic
processes [2]. Over the years, there have been two emerging challenges for the groundwater in
the Puglia Region, Italy. On the one hand, some of the aquifers have high salinity, due to the infiltration
of seawater, which makes the groundwater unsuitable for human consumption [3]. On the other hand,
the groundwater in the Puglia Region could be subjected to potential micropollutants contamination
due to the excessive discharge of pesticides and pharmaceuticals [4]. Therefore, desalination and
detoxification of the groundwater are vital for local water supplies.

Pressure-driven membrane processes such as reverse osmosis (RO) or nanofiltration (NF) can be
applied to reduce the salinity. NF and RO membranes are commercially available and have proven
to be effective for partial or full desalination treatments [3–6]. In RO membranes, the active layer
consists of a dense polymer, through which water transport occurs via a solution-diffusion mechanism.
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In reason of their dense structure, these membranes can reach rejection for monovalent ions higher
than 99% [7,8] but the RO membranes require high pressure for the operation (generally, about 15–30
bar for brackish water and 55–70 bar for seawater [9]), which implies high investment costs and high
energy consumption during operation. On the contrary, the active layer of NF membranes is porous.
In general, the pore size if NF membranes in the range 0.5–2 nm (around 0.5–2 kDa for the molecular
weight cut-off) [10]. Therefore, NF membranes allow for higher flux compared to RO membranes.
Rejection in NF membranes depends on three mechanisms: the steric exclusion of the nano-sized
pores, the Donnan exclusion due to the ionization of the surface functional group, and the dielectric
exclusion caused by the energy barrier when ions move from the bulk solution to the confined
pores [11,12]. NF membranes can only partially reject monovalent ions, but they operate at a much
lower pressure than RO systems and show high retention for the divalent ions, heavy metal ions,
and organic pollutants. In reason of these features, NF membranes are more economically favorable
than RO for those applications, which complete desalination is not required [13]. To date, most of
the NF systems rely on polymeric membranes. However, the lifespan of the polymeric membranes
might be compromised by mechanical damage and repetitive chemically cleaning [7,14]. In recent
years, an increasing interest has emerged towards inorganic membranes since they are, in principle,
more robust and durable than their polymeric counterpart [15–17]. Yet, the cost for the inorganic
membranes could be much higher compare to the polymer membrane, but the high manufacturing cost
could be compensated by its long lifespan [18]. Inorganic membranes such as silica membranes have
shown great potential for filtration applications. Yet, pure silica membranes suffer from hydrothermal
instability, meaning the membrane selectivity and permeability would deteriorating rapidly during
filtration. Studies have shown the doping of the metal oxides, including alumina, could stabilize
the silica membrane [19–21]. In a previous study, we reported new silica membranes doped with
5 mol% alumina, whose permeability and selectivity can be tuned by the concentration of a surfactant
that acts as a pore-forming agent in the synthesis mixture [22]. Optimization of such membranes
allowed to achieve water permeability higher than 2 L·(m2

·h·bar)−1, rejection of around 95% for Mg2+

when tested with a model solution of MgSO4 (ionic strength = 0.01 M) and almost complete rejection
for 10 ppm of caffeine [22]. Therefore, Al2O3-doped silica membranes have shown potential for water
purification and detoxication, but their filtration performance in a real-life application has not been
investigated yet.

In this context, the objective of this study is twofold. Firstly, the study aims to test the performances
of the new Al2O3-doped silica membranes in comparison with a state-of-the-art commercial polymeric
NF reference in a relevant case-study, namely the desalination and detoxification of the groundwater.
Among the commercially available polymeric membranes, the NF series from Dow Filmtec has been
widely studied [10–12]. NF90, in particular, shows a high rejection of salt ions, e.g., about 94–99%
for Mg2+ [23–25]. Thus, here we selected this membrane as a commercial reference. Al2O3-doped
silica membranes and NF90 were compared for their filtration performances and their specific energy
consumption. Secondly, this study wishes to provide a possible desalination technology for a well
owned by Acquedotto Pugliese S.P.A. (Puglia Region, Italy). The well is located near the river Galeso,
at less than 3 km from the city of Taranto. This geographical area is characterized by water stress, due
to a combination of moderate rainfall supply (<500 mm/year), high density of population (~200,000
inhabitants over an area of 250 km2), and an industrial district that includes the largest steel factory
in Italy. The groundwater in this specific site has a pH of 7.5, and the concentration of pathogens or
heavy metals are below the limits to be harmful for humans. However, the conductivity of the water
is at 4.6 mS·cm−1, which needs to be reduced to 2.5 mS·cm−1 in order to be suitable for human
consumption according to the Italian authorities [26]. The contamination of water resources by organic
micropollutants has been reported in the region. Therefore, NF membranes performances were also
tested with water samples spiked with model pollutants.
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2. Materials and Methods

2.1. Fabrication and Characterization of Al2O3-Doped Silica Membranes

In this study, two 5 mol% Al2O3-doped silica membranes with different pore structure were
fabricated via the sol-gel method, the detailed synthesized procedure was described in the previous
study [22]. In brief, a two-steps sol-gel synthesis was applied. At first, tetraethyl orthosilicate (TEOS,
98%, Sigma Aldrich, St. Louis, MO, USA), ethanol (99.9%, VWR Chemicals, Radnor, PA, USA),
distilled water, and nitric acid (69%, Sigma Aldrich, St. Louis, MO) were mixed with a molar ratio of
1:4:2.5:0.04. The mixture was reacted at 60 ◦C for 3 h to obtain a per-hydrolyzed TEOS solution. Then,
cetyltrimethylammonium bromide (CTAB, 99%, Sigma Aldrich, St. Louis, MO, USA) was dissolved
into the per-hydrolyzed TEOS solution to achieve CTAB:(SiO2 + Al2O3) molar ratios of 0.5 and 2, thus
obtaining two membranes with different porosity. In the second step, aluminum isopropoxide (AIP,
98%, Sigma Aldrich, St. Louis, MO, USA) was added into the mixture, to achieve 5 mol% of alumina
doping. After the AIP fully dissolved, the sol was dip-coated on to a commercial (Pervatech B.V.
Rijssen, The Netherlands) α-alumina tubular support (250 × 7 mm) with a γ-alumina intermedia layer
(Figure 1a). The membranes were then calcinated at 450 ◦C for 2 h with heating/cooling rates of about
2 ◦C/min. The two membranes were labeled as S/O = 2 and S/O = 0.5 according to their CTAB:(SiO2 +

Al2O3) molar ratios. We learned from the previous study that, in the range of CTAB:(SiO2 + Al2O3)
= 0.5 to 4, the S/O = 2 silica-alumina membrane has the optimum permeability, while the S/O = 0.5
exhibit the optimum selectivity [22]. Membrane cross-section was observed over a scanning electron
microscope (SEM) EVO 50 XVP microscope (Zeiss, Köln, Germany). The samples were coated with
a gold layer (thickness ~25 nm) by a sputter coater (Baltec SCD 050, Pfäffikon, Switzerland) to avoid
any charging effect.
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corresponding pressures. The permeate is collected into a container placed on a balance to measure 
its weight. The apparatus was operated at a transmembrane pressure difference of 5.0 bar, with a 
pumped water flux of around 4 × 10−6 m3 s−1. The membrane permeability was measured by a balance 
placed below the permeate tank. In each filtration test, the apparatus was fed with 2.0 L of 
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Figure 1. (a) Ceramic tube used as support for the Al2O3-doped silica nanofiltration (NF) membranes;
(b) flat-sheet sample of the polymeric NF90 (FilmTec™) used in this study.

2.2. Filtration Experiments

Filtration experiments were conducted on S/O = 2, S/O = 0.5, and on the reference NF90 in
Figure 1b (FilmTec™membranes, Dow Chem., filtration area 75 × 58 mm). The three membranes were
placed in different housings according to their geometries and tested in a cross-flow nanofiltration
apparatus, which is described elsewhere [13]. In brief, the setup consists of an NF module connected
with a high-pressure pump which circulates the feed into the system. Two pressure transmitters
(Danfoss, MBS 4010, Nordborg Denmark) are present at the module inlet and outlet to measure
the corresponding pressures. The permeate is collected into a container placed on a balance to measure
its weight. The apparatus was operated at a transmembrane pressure difference of 5.0 bar, with
a pumped water flux of around 4 × 10−6 m3 s−1. The membrane permeability was measured by
a balance placed below the permeate tank. In each filtration test, the apparatus was fed with 2.0 L
of groundwater collected from a well, which is the property of Acquedotto Pugliese S.P.A. (Puglia,
Italy). This water sample will be hereinafter referred to simply as “the groundwater”. The membranes
were flushed bydemineralized water for 2 h before each filtration experiment. To test the ability of
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the membrane to retain potential organic contaminants, groundwater samples were sparked with
10 ppm of three model pesticides, namely acetamiprid (ACE, 98%, Sigma Aldrich St. Louis, MO,
USA), imidacloprid (IMI, 98%, Sigma Aldrich, St. Louis, MO, USA), and thiacloprid (THI, 98%, Sigma
Aldrich, St. Louis, MO, USA).

The specific energy consumption (SEC, kWh·m−3), i.e., the energy required to produce each m3 of
freshwater, was estimated by applying Equation (1) to the filtration parameters.

SEC = 2.778·10−7
∆P·Q f

Qp
(1)

where ∆P (here expressed in N m−2) is the pressure drop of the feed after passing the membrane
module, 2.778 × 10−7 is the conversion factor from joule to kilowatt-hour and Qf and Qp are volumetric
flow rates of feed and permeate streams, respectively. Qf for all the tested membranes was the same
and was equal to 3.83 × 10−6 m3/s.

2.3. Characterization of the Water Sample

The permeate conductivity was measured with a MeterLab (CDM210). The measurements of
the permeate mass and conductivity were automatically registered via a MatLab 9.7 (MathWorks,
Natick, MA, USA). The concentration of relevant cations was measured by inductively coupled
plasma spectroscopy (ICP) (PerkinElmer® Optima 8000 Optical Emission Spectrometer, Waltham,
MA, USA) after calibration with standards from PlasmaCAL Q.C. No 4 (SCP Science, Clark, QC,
Canada). The concentration of organic pollutants was investigated over a high-performance liquid
chromatography (HPLC) apparatus equipped with a Dionex ASI-100 (Phenomenex, Torrance, CA,
USA) and a Luna 5 U C18 column (Phenomenex, Torrance, CA, USA). The mobile phase consisted
of a water/acetonitrile mixture with ratios of 60/40, 70/30, and 60/40 for acetamiprid, imidacloprid,
thiacloprid respectively. The elution rate was set at 1 mL min−1. The rejection of the ions and
micropollutants was defined according to Equation (2). To evaluate the sodium hazard of the permeate
water for irrigation purposes, sodium adsorption ratio (SAR) was applied as Equation (3), where
the concentration of the Na+, Ca2+, Mg2+ were expressed as mEq −1.

Rejection(%) =

(
1−

Cpermeate

CFeed

)
·100 (2)

SAR =
Na+√

Ca2++Mg2+

2

(3)

3. Results

3.1. Membrane Structure

The two Al2O3-doped silica membranes reported in this study, namely S/O = 0.5 and S/O = 2,
were coated from sols with the same Al2O3 + SiO2 loading (6.5 g L−1), but a different surfactant/oxide
(S/O) molar ratio. From the previous study we found that among the Al2O3 doped silica membranes
with different surfactant concentrations, the S/O = 0.5 has the highest selectivity while the S/O
= 2 has the highest permeability [22]. It is not surprising that their final consolidated NF layers
have similar structures, but different porosity. Indeed, the Al2O3-doped silica membranes have
an asymmetric architecture (Figure 2a,b), which resemble that of the commercial polymeric NF90
(Figure 2c). The thickness of the Al2O3-doped silica selective layers is about 0.8 µm, but due to
the different concentrations of the surfactant, the pores of S/O = 2 are more interconnected than S/O =

0.5. Nevertheless, according to the low-temperature N2 adsorption experiment from the former study,
the pore size of the two membranes is similar at around 1−2 nm, and the specific surface area was
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at 695 and 685 m2/g for the S/O = 0.5 and S/O = 0.5, respectively [22]. On the other hand, NF90 has
a smaller pore size (around 0.55 nm) and the thickness of the active layer at around 0.29 µm.Nanomaterials 2020, 10, x FOR PEER REVIEW 5 of 12 
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Figure 2. SEM micrographs at (a) low and (b) high magnification of the cross-section of S/O = 2, and (c)
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3.2. Water Permeability

Figure 3 shows permeate fluxes and recovery factors of the NF90 and the two Al2O3-doped silica
membranes, namely S/O = 0.5 and S/O = 2 when filtering the groundwater (initial volume 2.0 L) at 5
bar of transmembrane pressure. At 1% of water recovery, the permeates fluxes for S/O = 2, NF90, and
S/O = 0.5 were at 28, 25, and 17 LMH (i.e., L·m−2

·h−1), respectively. However, when the recovery factor
reaches 50% (i.e., after collecting 1.0 L of permeate), the flux reduces to 19, 11, and 3 LMH for S/O = 2,
NF90, and S/O = 0.5, respectively. For S/O = 0.5, the flux becomes relatively stable after 50 h, which
corresponds to a recovery factor of 38%. The decreasing trend of the flux for all three membranes
could be attributed to two factors: the increase of osmotic pressure caused by the increasing feed
concentration during the filtration; and the formation of the fouling/scaling layer on the surface of
the membrane (Figure 3). We assume the anions present in the feed water were HCO3

−, Cl− and
SO4

2−. Base on charge balance, a rough estimation of the osmotic pressure of the initial feed and
after treatment can maximum account for a flux reduction of 30% for the NF90 membrane, whereas
the experimental data shows a flux reduction of around 64%. Therefore, fouling and/or scaling are
expected to play a more prominent role in the flux decline during filtration. This was confirmed by
visually inspecting the surface of the membranes after the filtration tests. Indeed, as shown for NF90 in
Figure 4, where a layer of deposits is clearly visible at the membrane surface.
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Overall, the S/O = 2 membrane has the highest flux. This can be the result of the high pore
density of the membrane when a large amount of surfactant was added into the coating-sol during
the membrane synthesis. The three membranes were operated to reach a final water recovery factor
of about 60%, which could be easily achieved in our nanofiltration apparatus. Slightly different
recovery factors (55–65%) for each membrane were observed in the study, this could due to the different
operating times with the three membranes (Figure 3). Similar to the fluxes, the recovery rate was
decreasing overtime for all three membranes.

3.3. Ionic Selectivity

The ion selectivities of the membranes were confirmed by the ICP measurement. Figures 5–7 show
the variation of the concentrations of the major cationic components of the groundwater (i.e., Na+, K+,
Ca2+, and Mg2+) in the feed and permeate as a function of the time and ion rejections calculated by
using Equation (2). Counterintuitively, for all membranes, the cation concentration of the feed was
increasing over time while the ion concentration of the permeate kept constant or decreasing during
the filtration. This leads to an increasing rejection over time (Figures 5–7). The increasing of the NF
membrane selectivity during filtration have been reported by several studies, the explanation could be
the formation fouling/scaling layer from the deposition of multivalent cation compounds or organic
matters on the membrane surface has an enhancement to the selectivity [28,29].
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A comparison of data provided in Figures 5–7 shows that NF90 has the highest ion rejection
among all tested membranes. After 45 h of filtration, the rejection for Mg2+ and Ca2+ was up to around
90%. NF90 has shown a slightly higher rejection for divalent ion than monovalent ions, this is typical
for the polymer NF membranes since the membrane is more efficient at retaining hydrated ions with
bigger diameter and higher charge, due to the size exclusion and electrostatic force [30]. The inorganic
membranes showed a lower rejection compare to the NF90. By the end of the filtration, the rejection of
Mg2+ and Ca2+ were at around 67% and 57% for S/O = 0.5, and at around 28% and 23% for S/O = 2.
This number is much lower compare to the data obtained from the previous study, where the highest
rejection for the divalent ions was above 90% [22]. The possible explanation for the relatively low
rejection could be the high ion concentration in the groundwater compare to the model solutions tested
in the previous study.

3.4. Water Potabilization

The permeate conductivity for each membrane is reported as a function of the water recovery
factor in Figure 8. Despite the increase of the ion concentration in the feed over the water recovery
factor, the conductivity kept relatively constant for all the membranes. This indicates that a stable
performance can be obtained for all three membranes throughout the filtration experiment. When
the water recovery factor reaches 50%, the permeates conductivity for S/O = 2 and S/O = 0.5 was
observed at around 3.8 mS·cm−1 and 2.4 mS·cm−1 respectively. At the same water recovery factor,
the lowest permeate conductivity was obtained by NF90 at around 1.3 mS·cm−1, which is significantly
lower than the conductivity of the groundwater sample (4.6 mS·cm−1). The permeate conductivity for
the membranes was consistent with the ICP measurements that showed in Figures 5–7. The conductivity
level of the NF 90 permeate has reduced to almost half of the conductive limit (2.5 mS·cm−1) according to
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the Italian standard [26], thus, it is safe to assume the NF90 permeate suitable for human consumption.
In principle, S/O = 0.5 can also produce drinking water from the groundwater sample treated in this
study. Nevertheless, fluctuations in the feed salinity might results in a permeate with conductivity
higher than 2.5 mS·cm−1 and therefore not suitable for human consumption. As for the S/O = 2,
the permeate has a conductivity largely above the limitation, therefore it is not recommended for
consumption as well.
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On the other hand, the permeate water could also potentially be used for irrigation purposes since
two major concerns for irrigation water is the salinity hazard and sodium hazard, which are generally
indicated by the water conductivity and SAR (Equation (3)), respectively. For the conductivity, in
the range between 0.76–2.0 µS·cm−1, depending on the species of the plants, the permeate water of
NF90 could be used for irrigation of plants with a moderate salinity tolerance, such as tomatoes,
soybeans, and wheat [31]. Additionally, the permeate water of S/O = 0.5 is in the range between 1.5
to 3.0 mS·cm−1, which could be used for the irrigation of plants with a high salinity tolerance like
cotton or wheatgrass [31]. On the other hand, SAR can be used to measure the risk of the irrigation
soil subject to sodium hazard, since the presence of Na+ could be harmful to the plants. The SAR
value for the permeate of NF90 and S/O = 2 were in the range of 4.5 to 5.5, whereas the SAR value for
the permeate water of S/O = 0.5 was in the range of 6 to 8. According to the Food and Agriculture
Organization (FAO), all the permeate has a SAR below 9, therefore the soil for irrigation subject to no
or little sodium hazard [32,33]. It is also worth mentioning that minerals such as calcium, potassium,
and magnesium, are fertilizers for plants and their controlled inclusion in water can have a beneficiary
effect upon the crops and vegetable production. Thus, the water produced through NF in the current
study, can also partially fulfill the fertilizer needs of the plants.

No harmful concentration of organic micropollutants was found in the groundwater sample.
Nevertheless, we sparked a groundwater sample with three model pesticides (10 ppm of ACE, IMI,
and THI) to mimic a case in which the membrane feed is contaminated with micropollutants and thus
to fully investigated the potential of the NF membranes in water potabilization. The rejections of
the micropollutants for the membranes is depicted in Figure 9. For the ion rejection, among the three
membranes NF90 is the one with the highest rejection for ACE, IMI, and THI: 56%, 59%, and 85%
respectively. The inorganic membranes showed a lower selectivity. The rejection of the ACE, IMI, and



Nanomaterials 2020, 10, 1738 9 of 12

THI for the S/O = 0.5 was at 35%, 10%, and 8%, respectively, and 6%, 14%, and 15% for S/O = 2. It is
clear to see from the data above that the NF90 has a better perm/selectivity among all membranes.
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polymer membrane (NF90) and the Al2O3-doped silica membranes (S/O = 2 and S/O = 0.5).

3.5. Specific Energy Consumption

Figure 10 reports the specific energy consumption (SEC) for the three membranes, as calculated
from Equation (1). The observed pressure drops for S/O = 2, S/O = 0.5, and NF90 were 0.014, 0.003,
and 0.01bar, respectively whereas, the corresponding permeate flow rates, Qp, were 1.05 × 10−8, 3.24
× 10−9 and 7.41 × 10−9 m3/s, respectively. It is evident from the figure that S/O = 0.5 demonstrates
the minimum SEC among the tested membranes. Qp for NF90 and S/O = 0.2 are, respectively, 56
and 69% higher than S/O = 0.5, however, the corresponding pressure drops for these membranes are
even higher (70 and 78.5%, respectively). Consequently, S/O = 0.5 demonstrates the minimum SEC.
NF90 is the most energy-consuming membrane among all the tested membranes due to its mediocre
flux and relatively high pressure drop and demonstrates almost 1.4 times higher SEC than S/O = 0.5.
The SEC values observed in the current study are similar or even slightly lower than what has been
reported in the literature for similar feed water composition [34,35], thus indicating a good perspective
of the applied Al2O3-doped silica membranes in desalination through NF. State-of-the-art polymeric
nanofiltration membranes are in flat sheet configuration and require the use of spacers to support
the membranes as well as to alleviate the concentration polarization within the module. The presence
of spacers, however, causes additional pressure drop within the membrane module. Tube-shaped
Al2O3-doped silica membranes used in the current study do not require any spacers and therefore,
pressure drop within the module channels remains low. Relatively lower energy consumptions for
ceramic membranes observed in the current study can be attributed to lower pressure drop compared
to traditional flat sheet polymeric membranes where the applied spacers contribute significantly in
total observed pressure drop [36].
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Considering the energy cost of 0.15 €/kWh for industrial users in Italy [37], SEC discussed in
the above paragraph translate into specific water cost between €0.018–0.024 for each cubic meter of
the freshwater obtained. The specific cost for commercial freshwater in the Puglia region is 1.5 €/m3

which indicates that NF is an attractive option for the production of fresh water from underground
water in the region.

4. Conclusions

A commercial polymer membrane and two lab-made inorganic membranes were tested for
the desalination of groundwater from a well in the Puglia Region, Italy. Among the three
tested membranes, the polymer membrane, NF90, have shown promising performance regarding
the selectivity and permeability, with around 80–90% rejection for divalent ions, and 56–85% for
micropollutants. From the filtration experiment, around 62% of water can be recovered, the recovered
water from NF90 can be potentially used for human consumption or irrigation. On the other hand,
the inorganic membranes S/O = 2 and S/O = 0.5 have shown a lower selectivity, the permeate
conductivity was 3.8 mS/cm and 2.4 mS/cm, respectively. Due to the high salinity of the permeate water
for both inorganic membranes, it is not recommended for drinking. However, the permeate water of
S/O = 0.5 could potentially be used for the irrigation of plants with high salinity tolerance. In terms
of energy consumption, S/O = 0.5 demonstrated the lowest SEC among the tested membrane which
was equivalent to a specific water cost of around 0.02 €/m3. The specific water cost for the ceramic NF
membranes, observed in the current study, is less than 3% of the commercial price of freshwater in
the region that demonstrates the excellent economical potential of NF for the treatment of underground
water in the region.

Author Contributions: Conceptualization, X.M. and V.B.; methodology, C.A.Q.-J. and A.A.; formal analysis,
X.M., C.A.Q.-J. and A.A.; investigation X.M.; writing—original draft, X.M.; writing—review and editing, V.B.,
C.A.Q.-J. and A.A.; supervision, V.B. and C.A.Q.-J.; funding acquisition, V.B. All authors have read and agreed to
the published version of the manuscript.

Funding: This research was funded by the European Commission (H2020-CIRC-2017TwoStage) Grant Agreement
n. 776816 (“Project Ô”).

Acknowledgments: The authors wish to thank the European Commission for funding.

Conflicts of Interest: The authors declare no conflict of interest.



Nanomaterials 2020, 10, 1738 11 of 12

References and Note

1. Shiklomanov, I.A.; Peter, G. World freshwater resources. In Water in Crisis: A Guide to the World’s Fresh Water
Resources; Oxford University Press: New York, NY, USA, 1993; pp. 13–24.

2. Navarro, B.A.; Goldscheider, N.; Vadillo, I.; Vías, J.; Neukum, C.; Brechenmacher, J.; Cantos, F.C.; Hötzl, H.;
Gavilán, P.J.; Perles, M.; et al. COST Action 620—Vulnerability and Risk Mapping for the Protection of Carbonate
(Karst) Aquifers: Final Report; European Communities: Brussels, Belgium, 2003; pp. 115–196.

3. Lugoli, F.; Leopizzi, M.I.; Bagordo, F.; Grassi, T.; Guido, M.; De Donno, A. Widespread microbiological
groundwater contamination in the South-eastern Salento (Puglia-Italy). J. Environ. Monit. 2011, 13, 192–200.
[CrossRef]

4. Meffe, R.; de Bustamante, I. Emerging organic contaminants in surface water and groundwater: A first
overview of the situation in Italy. Sci. Total Environ. 2014, 481, 280–295. [CrossRef] [PubMed]

5. Pendergast, M.M.; Hoek, E.M.V. A review of water treatment membrane nanotechnologies. Energy Environ.
Sci. 2011, 4, 1946–1971. [CrossRef]

6. Hilal, N.; Al-Zoubi, H.; Darwish, N.; Mohammad, A.W.; Abu-Arabi, M. A comprehensive review of
nanofiltration membranes:Treatment, pretreatment, modelling, and atomic force microscopy. Desalination
2004, 170, 281–308. [CrossRef]

7. Lee, K.P.; Arnot, T.; Mattia, D. A review of reverse osmosis membrane materials for
desalination—Development to date and future potential. J. Membr. Sci. 2011, 370, 1–22. [CrossRef]

8. Guillen, G.; Hoek, E.M.V. Modeling the impacts of feed spacer geometry on reverse osmosis and nanofiltration
processes. Chem. Eng. J. 2009, 149, 221–231. [CrossRef]

9. Basile, A. (Ed.) Handbook of Membrane Reactors: Reactor Types and Industrial Applications; Woodhead:
Cambridge, UK, 2013.

10. Arribas, P.; Khayet, M.; García-Payo, M.; Gil, L.; García-Payo, M. Novel and emerging membranes for
water treatment by hydrostatic pressure and vapor pressure gradient membrane processes. In Advances in
Membrane Technologies for Water Treatment; Elsevier BV: Amsterdam, The Netherlands, 2015; pp. 239–285.

11. Wang, L.K.; Chen, J.P.; Hung, Y.T.; Shammas, N.K. Membrane and Desalination Technologies; Humana Press:
Totowa, NJ, USA, 2011.

12. Roy, Y.; Warsinger, D.M.; Lienhard, J.H. Effect of temperature on ion transport in nanofiltration membranes:
Diffusion, convection and electromigration. Desalination 2017, 420, 241–257. [CrossRef]

13. Farsi, A.; Boffa, V.; Qureshi, H.F.; Nijmeijer, A.; Winnubst, L.; Christensen, M.L. Modeling water flux and
salt rejection of mesoporous γ-alumina and microporous organosilica membranes. J. Membr. Sci. 2014, 470,
307–315. [CrossRef]

14. Farahbakhsh, K.; Svrcek, C.; Guest, R.K.; Smith, D.W. A review of the impact of chemical pretreatment on
low-pressure water treatment membranes. J. Environ. Eng. Sci. 2004, 3, 237–253. [CrossRef]

15. Tsuru, T. Inorganic porous membranes for liquid phase separation. Sep. Purif. Methods 2001, 30, 191–220.
[CrossRef]

16. Lin, J.Y. Microporous and dense inorganic membranes: Current status and prospective. Sep. Purif. Technol.
2001, 25, 39–55. [CrossRef]

17. Farsi, A.; Malvache, C.; De Bartolis, O.; Magnacca, G.; Kristensen, P.K.; Christensen, M.L.; Boffa, V. Design and
fabrication of silica-based nanofiltration membranes for water desalination and detoxification. Microporous
Mesoporous Mater. 2017, 237, 117–126. [CrossRef]

18. Van der Bruggen, B.; Mänttäri, M.; Nyström, M. Drawbacks of applying nanofiltration and how to avoid
them: A review. Sep. Purif. Technol. 2008, 63, 251–263. [CrossRef]

19. Lin, C.X.C.; Ding, L.P.; Smart, S.; Da Costa, J.C.D.; Da Costa, J.C.D. Cobalt oxide silica membranes for
desalination. J. Colloid Interface Sci. 2012, 368, 70–76. [CrossRef]

20. Boffa, V.; Magnacca, G.; Jørgensen, L.B.; Wehner, A.; Dörnhöfer, A.; Yue, Y. Toward the effective design of
steam-stable silica-based membranes. Microporous Mesoporous Mater. 2013, 179, 242–249. [CrossRef]

21. Gu, Y.; Hacarlioglu, P.; Oyama, S.T. Hydrothermally stable silica–alumina composite membranes for hydrogen
separation. J. Membr. Sci. 2008, 310, 28–37. [CrossRef]

22. Ma, X.; Janowska, K.; Boffa, V.; Fabbri, D.; Magnacca, G.; Calza, P.; Yue, Y. Surfactant-Assisted Fabrication
of Alumina-Doped Amorphous Silica Nanofiltration Membranes with Enhanced Water Purification
Performances. Nanomaterials 2019, 9, 1368. [CrossRef]

http://dx.doi.org/10.1039/C0EM00193G
http://dx.doi.org/10.1016/j.scitotenv.2014.02.053
http://www.ncbi.nlm.nih.gov/pubmed/24602913
http://dx.doi.org/10.1039/c0ee00541j
http://dx.doi.org/10.1016/j.desal.2004.01.007
http://dx.doi.org/10.1016/j.memsci.2010.12.036
http://dx.doi.org/10.1016/j.cej.2008.10.030
http://dx.doi.org/10.1016/j.desal.2017.07.020
http://dx.doi.org/10.1016/j.memsci.2014.07.038
http://dx.doi.org/10.1139/s03-078
http://dx.doi.org/10.1081/SPM-100108159
http://dx.doi.org/10.1016/S1383-5866(01)00089-2
http://dx.doi.org/10.1016/j.micromeso.2016.09.022
http://dx.doi.org/10.1016/j.seppur.2008.05.010
http://dx.doi.org/10.1016/j.jcis.2011.10.041
http://dx.doi.org/10.1016/j.micromeso.2013.05.020
http://dx.doi.org/10.1016/j.memsci.2007.10.025
http://dx.doi.org/10.3390/nano9101368


Nanomaterials 2020, 10, 1738 12 of 12

23. Hilal, N.; Al-Zoubi, H.; Mohammad, A.W.; Darwish, N. Nanofiltration of highly concentrated salt solutions
up to seawater salinity. Desalination 2005, 184, 315–326. [CrossRef]

24. Kaya, C.; Sert, G.; Kabay, N.; Arda, M.; Yuksel, M.; Egemen, Ö. Pre-treatment with nanofiltration (NF) in
seawater desalination—Preliminary integrated membrane tests in Urla, Turkey. Desalination 2015, 369, 10–17.
[CrossRef]

25. Llenas, L.; Martínez-Lladó, X.; Yaroshchuk, A.E.; Rovira, M.; De Pablo, J. Nanofiltration as pretreatment for
scale prevention in seawater reverse osmosis desalination. DESALINATION Water Treat. 2011, 36, 310–318.
[CrossRef]

26. D.Lgs. 31/2001, Attuazione della direttiva 98/83/CE relativa alla qualita’ delle acque destinate al consumo
umano, Gazzetta Ufficiale n. 52, 3 March 2001-Supplemento Ordinario n. 41.

27. Licona, K.; Geaquinto, L.D.O.; Nicolini, J.; Figueiredo, N.; Chiapetta, S.; Habert, A.; Yokoyama, L. Assessing
potential of nanofiltration and reverse osmosis for removal of toxic pharmaceuticals from water. J. Water
Process. Eng. 2018, 25, 195–204. [CrossRef]

28. Sadrzadeh, M.; Pernitsky, D.; McGregor, M. Nanofiltration for the Treatment of Oil Sands-Produced Water;
IntechOpen: London, UK, 2018.

29. Gao, F.; Sheng, Y.; Cao, H.; Li, Y.; Su, C.; Cui, X. The synergistic effect of organic foulants and their fouling
behavior on the nanofiltration separation to multivalent ions. DESALINATION Water Treat. 2016, 57, 1–14.
[CrossRef]

30. Bowen, W.; Welfoot, J.S. Modelling the performance of membrane nanofiltration—Critical assessment and
model development. Chem. Eng. Sci. 2002, 57, 1121–1137. [CrossRef]

31. Fipps, G. Irrigation Water Quality Standards and Salinity Management Strategies; Texas A&M Agrilife Ext.:
College Station, TX, USA, 2003.

32. Ayers, R.S.; Westcot, D.W. Water Quality for Agriculture; Food and Agriculture Organization of the United
Nations: Rome, Italy, 1994.

33. Quist-Jensen, C.A.; Macedonio, F.; Drioli, E. Membrane technology for water production in agriculture:
Desalination and wastewater reuse. Desalination 2015, 364, 17–32. [CrossRef]

34. Wafi, M.K.; Hussain, N.; Abdalla, O.E.-S.; Al-Far, M.D.; Al-Hajaj, N.A.; Alzonnikah, K.F. Nanofiltration as
a cost-saving desalination process. SN Appl. Sci. 2019, 1, 751. [CrossRef]

35. Liu, J.; Yuan, J.; Xie, L.; Ji, Z.-Y. Exergy analysis of dual-stage nanofiltration seawater desalination. Energy
2013, 62, 248–254. [CrossRef]

36. Ali, A.; Criscuoli, A.; Macedonio, F.; Drioli, E. A comparative analysis of flat sheet and capillary membranes
for membrane distillation applications. Desalination 2019, 456, 1–12. [CrossRef]

37. Statista Prices of Electricity for Industry in Italy from 2008 to 2018 (in Euro Cents Per Kilowatt Hour).
Available online: https://www.statista.com/statistics/595826/electricity-industry-price-italy/ (accessed on 31
August 2020).

© 2020 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.1016/j.desal.2005.02.062
http://dx.doi.org/10.1016/j.desal.2015.04.029
http://dx.doi.org/10.5004/dwt.2011.2767
http://dx.doi.org/10.1016/j.jwpe.2018.08.002
http://dx.doi.org/10.1080/19443994.2016.1178603
http://dx.doi.org/10.1016/S0009-2509(01)00413-4
http://dx.doi.org/10.1016/j.desal.2015.03.001
http://dx.doi.org/10.1007/s42452-019-0775-y
http://dx.doi.org/10.1016/j.energy.2013.07.071
http://dx.doi.org/10.1016/j.desal.2019.01.006
https://www.statista.com/statistics/595826/electricity-industry-price-italy/
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/.

	Introduction 
	Materials and Methods 
	Fabrication and Characterization of Al2O3-Doped Silica Membranes 
	Filtration Experiments 
	Characterization of the Water Sample 

	Results 
	Membrane Structure 
	Water Permeability 
	Ionic Selectivity 
	Water Potabilization 
	Specific Energy Consumption 

	Conclusions 
	References

